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Figure 3.25: The modified DRAGON 3d plot showing the recoils (in blue) and the PKAs (in 

red) after a zirconium flat target is irradiated with 5 xenon ions accelerated to 300 keV at 

normal incidence.  

Figure 3.26 Picture of MIAMI-1 and schematic displaying the layout of the system. From 

[208]. 
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Figure 3.27: Picture of MIAMI-2 and schematic displaying the layout of the system. From 

[228]. 

Figure 3.28: Example of how tilting can reveal the bent shape of a nanowire using the x-tilt of 

a TEM holder: (a) the nanowires appears bent towards the left when tilted at +45°; (b) straight 

when untilted; and (c) bent towards the right when tilted at –45°. At 0° the nanowire is actually 

bent upward as revealed by the tilting. It is worth noting that if the nanowire were bent 

downward it would appear bent towards the right when tilted at +45° and bent towards the left 

when tilted at −45 °. 

Figure 3.29: (a) Schematic showing the nanowire (brown) and the vector (orange) of length t 

(i.e. KB = KC = t), (b) the nanowire and its projections are shown (b) before and (c) after tilting. 

The abbreviations used to name distances are shown in (d). 

Figure 3.30: (a) Schematic showing the vector (orange) of length t, and its projection as seen 

along the axis of the tilt before and after tilting, (b) the nanowire (brown) and its projections 

are shown before and (c) after tilting. The abbreviations used to name distances are shown in 

(d). 

Figure 3.31: Schematic showing a nanowire in the MIAMI-1 system. The ion beam forms an 

angle of 30° with the x-axis whilst its projection forms an angle of 45° with x-axis and the y-

axis. 

Figure 4.1: BF-TEM images and SADP of a nanowire: (a) before irradiation; and (b) after 30 

keV xenon ion irradiation at 400°C to a fluence of 7.1×1014 ions.cm–2. The projection of the 

ion beam direction onto the image plane is indicated by the red arrow in (a). The scale bar in 

(a) also applies to image (b). The SADPs before and after irradiation are characteristic of single 

crystalline material. 

 



21 
 

Figure 4.2: SADPs of a nanowire captured during irradiation to fluences of (a) 8.8×1014 

ions.cm–2 and (b) 9.6×1014 ions.cm–2. The diffraction spots indicated by the blue arrows have 

been chosen to illustrate the evolution of the SADP. A diffraction spot chosen as reference is 

indicated by the dashed black arrow. During the bending of the nanowires, several spots such 

as spots (i) and (ii) moved during the motion of the nanowire. However, whilst the intensity of 

the diffraction spot chosen as a reference varied, it did not move during irradiation. Indeed, the 

intensities of the diffraction spots may vary during the ion irradiation and some may appear 

and disappear as the intensities of the spots depend on how close to the Bragg conditions the 

diffracting planes are during the nanowire motion. 

Figure 4.3: (a) BF-TEM image of a nanowire before irradiation at elevated temperature and 

(b) after irradiation to a fluence of 2.4×1015 ions.cm−2 inducing bending and sputtering of the 

nanowire. The SADP in (b) shows that amorphisation has not been detected after the bending 

of the nanowire towards the ion beam. The same nanowire after irradiation is shown in (c) at 

another tilt angle in BF-TEM image mode and in a CDF-TEM image mode which correspond 

to (d) a (004) condition and in (e) to a (1 ̅31) condition. The projection of the ion beam direction 

onto the image plane is indicated by the red arrow in (a). The scale bar in (a) is also valid for 

the other images in the figure. It must be specified that the images (b), (c) and (d) were taken 

at a different tilt angle (close to zone axis) for the reason that they were captured during a post-

analysis whose aim was to perform HRTEM.  

Figure 4.4: BF-TEM image and SADP of a germanium nanowire irradiated at elevated 

temperature to a fluence of 2.7×1015 ions.cm–2 showing that in this case the elevated 

temperature may have prevented the bending from occurring. The projection of the ion beam 

direction onto the image plane is indicated by the red arrow. 
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Figure 4.5: IDRAGON profile showing the distribution of implanted xenon atoms in the cross 

section of the nanowire shown in figure 4.1. According to this calculation, most of the ions 

were implanted within the half of the nanowire nearest to the irradiated surface.  

Figure 4.6: BF-TEM images of a nanowire (a) before and (b) after 30 keV xenon ion irradiation 

at 400°C to a fluence of 1.2×1015 ions.cm–2. The projection of the ion beam direction onto 

the image plane is indicated by the red arrow in (a) and the zones corresponding to the sections 

where the sputtering yield was measured are shown by the red arrows. The scale bar in (b) also 

applies to image (a). The SADP after irradiation is indicative of single crystal material. 

Figure 4.7: BF-TEM images and SADPs of a nanowire (a) after a 30 keV xenon ion irradiation 

at 400°C to a fluence of 2.7×1015 ions.cm–2 and (b) after a subsequent irradiation at RT to a 

further fluence of 7.5×1013 ions.cm–2. The projection of the ion beam direction onto the image 

plane is indicated by the red arrow in (a). The scale bar in (a) applies to image (b). The SADPs 

show that the irradiation induced considerably more damage accumulation (leading to 

amorphisation) when it was performed at RT. 

Figure 4.8: Superimposed BF-TEM images taken from an in situ video showing the evolution 

of a germanium nanowire during a 30 keV xenon ion irradiation at elevated temperature. The 

projection of the ion beam direction onto the image plane is indicated by the red arrow in (a). 

The SADP before and after irradiation are characteristic of crystalline material. The nanowire 

is shown to align towards the ion beam without taking a curved shape. 

Figure 4.9: Schematic of a nanowire bending towards the ion beam whilst taking a circular 

shape.  The radius (rarc) should be measured using the neutral axis of the nanowire to determine 

the strain as a function of dy according to equation 4.7. 
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Figure 5.1: BF-TEM images and SADPs of (a) a germanium nanowire before a 30 keV xenon 

irradiation at RT and (b) after the irradiation which has prompted IIB away from the ion beam. 

On the bottom row the BF-TEM images and the SADPs show (c) a germanium nanowire before 

a 30 keV xenon irradiation at RT and (d) after the irradiation which has prompted IIB towards 

the ion beam. For each case, Ω is given in (a) and (c). The projection of the ion beam onto the 

image plane is indicated by the red arrow in (a). The scale bar in (a) also applies to the other 

images in the figure. The conditions of irradiation of the nanowire in (a), (b) and in (c),(d) are 

resumed in table 1(xi) and (vi), respectively. 

Figure 5.2: IDRAGON implantation profile of the nanowire shown in figure 5.1 under 

irradiation by a 30 keV xenon ion beam at α=37°. 

Figure 5.3: BF-TEM images of (a) a germanium nanowire before 30 keV xenon irradiation at 

RT, (b) after irradiation at a fluence of 1×1014 ions.cm–2 which has prompted IIB towards 

from the ion beam and (c) at a fluence of 3×1014 ions.cm–2 showing that the nanowire bending 

direction has changed during subsequent irradiation as it then bends away from the ion beam. 

The projection of the ion beam onto the image plane is indicated by the red arrow in (a). The 

scale bar in (a) also applies for the other images in the figure. The ratio Ω illustrating the initial 

condition of irradiation corresponds to a value of 0.35 and is thus close to the threshold value 

for bending direction reversal. 
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Figure 5.4: DF-TEM image of a germanium nanowire after a 30 keV xenon irradiation at RT 

to a fluence of 4.7×1014 ions.cm–2 which has prompted IIB away from the ion beam. The 

presence of a crystalline structure is evidenced by the bright features. The nanowire was single 

crystalline before irradiation (as shown by its SADP in figure 5.1(a)). On the ion-beam-facing 

side, the nanowire is dark all along its length in the DF image even in the vicinity of the bright 

section – thus suggesting that the side facing the ion beam is fully amorphous as a result of the 

damage accumulation due to the xenon ion beam irradiation.  The projection of the ion beam 

onto the image plane is indicated by the white arrow.  

Figure 5.5: Schematic of the bending of a thin film and its substrate. On the figure the variables 

(described in the text) required for the calculation via the Stoney equation are based on two 

distinct portions, which are the thin film and the substrate. However, as stated above, in a 

nanowire the two distinct portions must be replaced by two phases of the irradiated nanowire 

for which properties and thickness are difficult to determine and which will evolve during the 

irradiation. From [248].  

Figure 5.6: BF-TEM images and SADPs of (a) germanium nanowire before 30 keV xenon 

irradiation at RT and (b) after irradiation to a fluence of 7.3×1013 ions.cm–2 which has prompted 

IIB towards the ion beam. The SADPs indicate that the nanowire was single crystalline before 

and became fully amorphous during irradiation. (c) Annealing at a temperature of 440°C was 

performed on the bent nanowire for 25 minutes. No noticeable change of shape was observed 

during the annealing and the SADP remained unchanged showing that neither SPEG nor RNG 

has been induced by the thermal treatment. The projection of the ion beam onto the image plane 

is indicated by the red arrow in (a). The scale bar in (c) also applies for the other images in the 

figure. 
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Figure 5.7: BF-TEM images and SADPs of (a) germanium nanowire (indicated by the black 

arrow) before a 30 keV xenon irradiation at RT and (b) after the irradiation to a fluence of 

9.1×1013 ions.cm–2 which caused IIB away from the ion beam. (c) Annealing at a temperature 

of 440°C was performed on the bent nanowire for 5 minutes during which time the shape of 

the nanowire changed becoming straight once more. The projection of the ion beam onto the 

image plane is indicated by the red arrow in (a). The scale bar in (a) is also valid for the other 

images of the figure. 

Figure 5.8: BF-TEM images and SADPs of (a) a germanium nanowire (indicated by the black 

arrow) before a 30 keV xenon irradiation at RT and (b) after irradiation to a fluence of 7.3×1013 

ions.cm–2 which has prompted IIB towards the ion beam. The SADPs indicate that the nanowire 

was a single crystal and (b) became partially amorphous after irradiation. (c) Annealing at a 

temperature of 440°C was performed on the bent nanowire for 18 minutes during which the 

shape of the nanowire changed as the curvature increased during annealing. Additionally, as 

evidenced by the SADP, recrystallisation occurred during the thermal treatment making the 

nanowire polycrystalline. The projection of the ion beam onto the image plane is indicated by 

the red arrow in (a). The scale bar in (a) also applies for the other images in the figure. 

Figure 5.9: The orientation of crystallites relative to each other in a partially amorphous 

nanowire and the way it can impact the diffraction pattern is shown (a) in the case where the 

crystallites did not rotate during the bending, thus, making sets of planes in several crystallites 

parallel and consequently diffracting in the same fashion, whilst in (b) the crystallites have 

rotated during the bending making a similar set of planes misoriented relative to each other and 

consequently leading to a rotation of the diffracting spots from the crystallites. In order to make 

the figure clearer, only one diffracted beam is taken into account for each set of planes. 
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Figure 5.10: Superimposed BF-TEM images taken from an in situ video showing the evolution 

of a germanium nanowire during a 30 keV xenon ion irradiation at RT. The projection of the 

ion beam onto the image plane is indicated by the red arrow. The nanowire is shown to have 

bent away from the ion beam as the fluence increased. It is worth noting that the curvature of 

the nanowire has increased until the nanowire came into contact with the TEM grid. 

Figure 6.1: Schematic showing the cross section of a calculated volume V made of an 

amorphous core Vα (in red) and a crystalline damaged region Vd (in orange) requiring m 

overlaps to become amorphous. 

Figure 6.2: Evolution of the amorphous fraction as a function of fluence for different 

amorphisation mechanisms. In this simple illustration, the target material is considered fully 

amorphous (i.e. fa = 1) at the same fluence for each mechanism. In the three heterogeneous 

models the curves have been generated using equation 6.4 whilst keeping the value of V similar 

whether V = Vα, V = Vd, or V = Vα + Vd. 

Figure 6.3: (a) Schematic showing how Vα is determined based on the defect densities 

distribution indicated by the red line and (b) example showing a section of the 3D plot of the 

recoils within Vα and the PKAs after irradiation by 300 keV xenon ions, where all the recoils 

within Vα are indicated by a blue spot and the PKAs are shown by red spots. The plot shown in 

(b) is generated after 1000 ions. 

Figure 6.4: SADP of a germanium sample (a) before irradiation (b) after irradiation with 300 

keV xenon ion at a fluence of 1.3×1013 ions.cm–2 and a dpa of 0.13 (c) at a fluence of 3.0×1013 

ions.cm–2 and a dpa of 0.37, this is when the sample becomes fully amorphous as characterised 

by the presence of amorphous rings without any spots apart from the direct beam spot.    
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Figure 6.5: Evolution of fa as function of the fluence during irradiation at RT according to 

equation 6.4 (as indicated by the curves) and according to the experiments (as shown by the 

data points) for the irradiation conditions: (a) 300 keV xenon (b) 200 keV krypton (c) 100 keV 

argon (d) 80 keV neon and (e) 70 keV helium ions. The labels of the axis in (e) also applies for 

(a) - (d). 

Figure 6.6: Using the MATLAB code and SRIM, the calculated fraction of defects as a 

function of the cylindrical volumes of radii, rx defined in the experimental section is shown 

for all ions with the exception of the helium irradiation. 

Figure 6.7: The percentage of recoils induced (a) in Vα and in (b) V as function of the ion mass 

for each irradiation condition. In (c) is shown 1/dpa as a function of the ion mass for each case. 

The ions labelled in (a) and are also applicable for (b) and (c). The lines in (a), (b) and (c) are 

included as guides for the eye.  

Figure A.1: Superimposition of BF-TEM images captured from a video during 40 keV xenon 

ion irradiation in situ in the TEM inducing the bending of the silicon nanowires at 500°C. The 

SADPs before irradiation and after irradiation are shown to illustrate the single crystalline 

character of the nanowire after bending. 
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List of tables 
 

Table 1.1: Comparison between the ENIAC and an Intel Core Duo Chip circa 2006. The table 

shows that whilst the performance has increased, the price, size, weight and conception have 

decreased. From [12]. 

Table 2.1: Conductivity of example insulators, semiconductors and conductors according to 

[54]. 

Table 3.1 Typical values of energy distribution and source sizes of the main type of sources 

used in TEM according to [207]. 

Table 3.2: The table shows the main characteristics of the MIAMI-1 system. It is worth noting 

that these characteristics were accurate at the time when the work presented in this thesis was 

undertaken and consequently may not reflect the newest upgrades made to MIAMI-1. 

Table 3.3: The table shows the main characteristics of the MIAMI-2 system.  

Table 5.1 The table summarises the experimental conditions and results obtained when 11 

germanium nanowires were irradiated by xenon ion irradiation at RT. The colour scale under 

the table is valid for all the IDRAGON profiles with “maximum” referring to the highest level 

of damage within each individual nanowire (i.e. not the maximum damage level across all 11 

nanowires). 

Table 6.1: For each case, as well as the average total number of recoils per ion determined by 

SRIM are shown the value of m determined via the correlation between the experimental results 

and equation 6.4, Vα determined via the MATLAB analysis of the collision cascades using the 

theoretical defect fraction for amorphisation, Vd determined via the correlation between the 

experimental results and equation 6.4, the threshold dpa for amorphisation and the fluence at 
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full amorphisation were determined using the experimental results (i.e. the SADPs) and Se/Sn 

as given by SRIM.  
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Abstract 
 

In the work presented in this thesis, ion irradiations were carried in situ within a transmission 

electron microscope (TEM) allowing the consequences of radiation damage on germanium to 

be investigated. In general, the study of radiation damage on semiconductors is of utmost 

importance as the use of ion beams during the processing of semiconductors is now a standard 

technique. Furthermore, as germanium materials in general, and germanium nanowires 

especially, are currently being considered as replacements for bulk silicon in future 

microelectronic devices, this thesis will address the effects of radiation damage on both 

germanium thin foils and germanium nanowires.  

Concerning, the use of ion beam on nanowires, a remarkable, but yet to be fully explained 

consequence of radiation damage, is investigated in this work: the ion induced bending (IIB) 

effect. In the literature, it has been reported that during ion irradiation of nanostructures they 

may bend towards or away from the ion beam. However, the mechanisms invoked to explain 

IIB are various and still debated. 

Following 30 and 70 keV xenon ion irradiation experiments, it is shown in this thesis that out 

of the proposed mechanisms only those based on dynamical rearrangement of the damage can 

explain the bending of the irradiated germanium nanowires towards the ion beam. In contrast, 

it is demonstrated that the mechanisms based on the accumulation of point defects or on the 

presence of an amorphous phase cannot explain the bending of the germanium nanowires 

irradiated in the current work. In a set of experiments where germanium nanowires were 

irradiated by 30 keV xenon ions at 400°C, bending was observed even though the accumulation 

of point defects and the collapse of the crystalline phase into an amorphous one is prevented 

by the relatively elevated temperature (i.e. 400°C). Similarly, in another set of experiments 

performed at room temperature it is shown via Monte Carlo calculations that there is a 
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discrepancy between the distribution of the damage within the nanowires and that which would 

be required in order for the mechanisms based on damage accumulation to operate. 

Furthermore, the work in this thesis also solves several issues regarding the use of IIB as a 

potential technique in industrial processing of nanowires. Whilst IIB can be considered as an 

unwanted side effects occurring during the ion beam doping of nanostructures, it also 

represents a powerful nanomanipulation technique. However, to make full use of IIB as such a 

technique, the bending direction must be controllable. For this reason, using an in-house 

MATLAB code combined with Monte Carlo calculations it was determined that the damage 

depth normalised with respect to the diameter of the nanowire could be used to forecast the 

bending direction. Lastly, as germanium nanowires became amorphous or partially amorphous 

during IIB, annealing experiments were performed. However, it is shown in this work that the 

shape modification obtained via ion beam irradiation can be unstable during recrystallisation. 

Consequently, irradiating the germanium nanowires at elevated temperature (e.g. 400°C in this 

work) is proposed as a novel way to use the IIB effect as it allows the nanowires to maintain 

their single-crystalline character during the nanomanipulation. 

As stated above, ion beams are routinely used to process semiconductors. However, unless the 

irradiation is performed at elevated temperature, the damage accumulation may induce 

amorphisation. To investigate the currently debated mechanisms behind amorphisation and the 

effect of the ion mass on the amorphization rate, germanium foils were irradiated in situ within 

the TEM using either 300 keV xenon, 200 keV krypton, 100 keV argon, 80 keV neon or 70 

keV helium ions. By monitoring the diffraction patterns during the in situ ion irradiations and 

modelling the collision cascades, it was shown that amorphisation must occur gradually via a 

heterogeneous damage accumulation mechanism where each ion induces an amorphous region 

at the core of the cascade surrounded by a highly defective crystalline shell. It was also revealed 

that the threshold displacement per atom (dpa) for amorphisation was not always lower for 
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heavier ions as may be expected. This feature of the threshold dpa trend was shown to depend 

on the spatial distribution of the point defects in a collision cascade. Furthermore, the 

correlation between the experiments and the modelling of 1000 collision cascades induced by 

helium ions has shown that, in the case of helium, the amorphisation mechanism can be 

understood only when taking into account the stochastic nature of collision cascades. Indeed, 

it is revealed that the average collision cascade induced by helium ions could not induce 

amorphisation. On the other hand, it is shown that it is only occasional collision cascades 

involving a relatively larger number of defects which are responsible for the amorphisation 

process. 
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Chapter 1: Introduction 
 

1. Motivation for this work 
 

The Z1, the COLOSSUS, the ENIAC or the ABC: These machines may prompt endless debates 

amongst computer experts regarding which of them should be branded as the first real computer 

[1]–[3]. However, there is no disputing the fact that the computer-based technologies have, and 

continue to have, tremendous impact on our society [4]–[7]. Whilst these pioneering devices 

were small in number and dedicated to a limited number of tasks (for example the ENIAC was 

initially built for military purposes [8]), nowadays computers are almost everywhere and 

perform an almost unlimited number of different tasks. They can be utilised to assist a surgeon 

during a delicate procedure, they ensure the automation of numerous actions during flights [9] 

and are routinely used in everyday life in the form of personal computers, laptops or 

smartphones [6].  

However, not only has the proliferation of computer-based technologies been impressive but 

also the evolution of computational power has also been remarkable. For instance, when 

comparing (as illustrated by table 1.1) aspects of ENIAC with a microprocessor circa 2006, it 

becomes obvious that intense research and funding must have been deployed to achieve the 

making of more powerful electronic devices in a smaller space [10], [11].  



37 
 

  

Table 1.1: Comparison between the ENIAC and an Intel Core Duo Chip circa 2006. The table 

shows that whilst the performance has increased, the price, size and weight have decreased. 

From [12]. 

The evolution of computational power over time is related to the number of transistors (or 

valves) and is usually described by what is known as the Moore’s Law which in 1975 stated 

that the number of transistors on a microprocessor chip was doubling every two years and 

predicted the continuation of such a trend [11]. 

Moore’s Law is not a fundamental physical law but has been relatively well followed as 

illustrated by figure 1.1 showing the number of transistors on a chip over a period spanning 

1971 to 2016. In the vast majority of cases, the material used in electronic devices was silicon. 

However, for this law to remain true, the necessity of replacing typical bulk silicon by another 

class of material is required [13]. This quest for new types of materials has led to the 

investigations that will be presented in this thesis. Indeed, whilst a great deal of effort has 

already been made to understand the properties of silicon, the use of other materials in future 

electronic devices cannot be implemented without comparable knowledge about their 
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properties and scientists therefore need to probe these. Interestingly, one of the main candidates 

to replace or be used together with silicon is the material that was first used in 1947 for the 

fabrication of transistors: germanium. 

 

Figure 1.1: Graph showing the number of transistors in a central processing unit from 1972 

to 2016. From [14]. 

Due to the similarities with silicon, germanium could be relatively easily deployed as a 

replacement or co-material of silicon [15], [16]. As will be addressed in the next chapter, there 

are several reasons which make germanium a credible material of choice for tomorrow’s 

electronic devices. 

In this thesis, the properties of germanium will be studied with and without respect to the scale 

at which it is being processed. For the former, the experiments on nanowires performed during 

this doctoral research will be presented. This class of materials (i.e. nanowires) has aroused a 
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lot of interest in the scientific community as it displays novel properties that may allow the 

creation of transistors with performances that could exceed the expectations of Moore’s law 

[13]. Nanowires are furthermore proposed for a large number of other applications ranging 

from optoelectronics to new types of super-hydrophobic clothing [17]–[19]. However, for 

obvious reasons, handling and assembling nanostructures is a challenge [20]. The answer to 

this challenge may arise from a technique that has been routinely used during the processing 

of semiconductor devices to turn them into transistors. This technique is called ion implantation 

and consist of bombarding the semiconductor with ions that can confer to it the desired 

electronic properties [21]. However, during ion irradiation it has been observed that 

nanostructures may bend and be readily manipulated using the so called ion-induced bending 

(IIB) effect [20][22]. 

In order to control IIB, the mechanisms behind it must be identified and understood; however, 

to do so, the consequences of ion irradiation on nanostructures must also be better understood. 

During ion irradiation, radiation damage may occur leading to an accumulation of numerous 

type of defects such as interstitials and vacancies, and even lead to amorphisation of the target 

material [21], [23]. Whilst mechanisms based on amorphisation have been proposed as a cause 

for the IIB phenomenon [20], amorphisation is itself a process that is still not fully understood 

and yet is crucial for the electronics industry [24], [25]. For these reasons, much effort has been 

made to understand how amorphisation occurs during the irradiation of semiconductors [25]–

[27]. This thesis aims to investigate both the mechanisms behind IIB and amorphisation 

resulting from ion bombardment. 
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2. Structure of the thesis 
 

In the next chapter, a review of the literature will provide the scientific concepts that will be 

used to investigate the IIB effect and the amorphisation mechanisms. Thus, chapter 2 will give 

an overview of the actual knowledge regarding (among other things) the damage that can occur 

during ion irradiation, the properties of germanium and the properties of nanowires. 

Afterwards, a more in-depth review of the state of the art regarding the mechanisms of IIB and 

the mechanisms of amorphisation in semiconductors will be given. 

In chapter 3, the experimental details regarding the experiments that have been carried out 

during this doctoral work will be provided. This will include the fundamentals of transmission 

electron microscopy (TEM) as, in the current work, ion irradiations were performed in situ 

within a TEM. 

Chapter 4 will address the effect of ion irradiation in situ in the TEM of germanium nanowires 

at elevated temperatures. This chapter, which will focus on the IIB phenomenon, will present 

a work aimed at inducing the manipulation of nanowires whilst preserving their single 

crystalline character. Additionally, the experiments will provide valuable information about 

the mechanisms behind the IIB effect. 

In chapter 5, germanium nanowires will be subjected to ion irradiation at room temperature 

(RT) and to a subsequent annealing step. In this chapter, the correlation between Monte-Carlo 

(MC) calculations and the experimental results are used to determine how the experimental 

conditions influence the bending of nanostructures. The stability of the germanium nanowires 

during annealing is also investigated. In this chapter all the main mechanisms which have been 

proposed in the literature to explain the bending of nanostructures will be examined in light of 

the experimental results. 



41 
 

In chapter 6, germanium foils are irradiated in situ in the TEM using non-radioactive inert gases 

(xenon, krypton, argon, neon and helium ions). During the in situ ion irradiations, the 

amorphisation rate of the specimen is monitored via the evolution of the diffraction patterns. 

Using ions, with masses which differ by more than a factor of 30, the influence of the ion mass 

on the amorphisation is revealed. Furthermore, in addition to the experimental results a 3D 

reconstruction of the collision cascades is made using MC calculations and an in-house 

developed MATLAB code. Both the 3D reconstruction and the evolution of the diffraction 

patterns are analysed to understand how amorphisation occurs in semiconductors 

In the last chapter, the main results presented in this thesis are summarised and ideas for new 

experiments related to the current work are detailed. 
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Chapter 2: Background & Literature Review 

1. Introduction 
 

Transistors are the heart of electronics devices and their evolution is continuously shaping our 

modern world [11]. However, unless novel categories of materials are introduced, a struggle to 

keep up with the pace of Moore’s law will arise [13]. To respond to this challenge, an 

international technology roadmap for semiconductors (ITRS) has been proposed by the 

industry. One of the main materials considered as the silicon successor is not an exotic one; in 

fact, far from being a new material, it is historically the first element used for its semiconductor 

properties which is today being reconsidered: germanium [28]–[30]. Additionally, a novel 

group of materials are also proposed as a replacement for bulk silicon: nanowires, which 

according to the ITRS are considered as key candidates for this purpose, and therefore 

implicitly so are germanium nanowires [13], [22], [30]–[34]. 

Germanium is a semiconductor far from being as well documented as silicon; furthermore, 

nanowires are even less well known than their bulk equivalent, thus several aspects need to be 

investigated [22], [29], [32], [33], [35], [36].  

To tailor the electrical properties of semiconductors it is usual to add impurities inside the 

material via a process called doping [37], [38]. One of the standard techniques to dope 

semiconductors is ion implantation [32], [33], [37]. The benefits of this technique compared to 

diffusion of chemicals into the semiconductor are better control of the implantation depth, more 

precise control of the dose and the possibility to achieve more-complex profiles [39]. Whilst 

the benefits of ion implantation are undeniable, it is also necessary to remember that during 

implantation numerous point defects and extended defects might arise, the target material might 

be rendered amorphous due to damage accumulation and implanted ions might need to be 

driven into substitutional sites to be electrically activated [21], [40]. For these reasons, an 
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annealing step is routinely performed after irradiation as a way of recovering a pristine crystal 

and activating the dopants [21], [22]. 

The ion irradiation and the annealing processes, which are routinely performed on bulk silicon, 

have not been as extensively used on germanium and germanium nanowires. They are therefore 

less well understood as they lead to different outcomes from those on bulk silicon [35]. For 

these reasons, if they are to be truly considered as tomorrow’s building blocks for modern 

devices, it is crucial to gain a deeper understanding of both processes and to find a way to 

forecast their outcome. [22], [32], [35] 

In this chapter, the process of damage accumulation during irradiation with an emphasis on 

ion-induced amorphisation and ion-induced bending (IIB) of nanostructures will be addressed. 

Thus, the proposed mechanisms which lead to amorphisation will be presented as well as those 

proposed to explain the IIB phenomenon[41]. 

 

2. Germanium and its properties 
 

2.1. Context 
 

In 1886, germanium was discovered by a German chemist, Clemens Winkler [42]. About 50 

years later, Shockley, Brattain and Bardeen designed the first transistor using germanium 

making it the precursor of electronic semiconductor based devices [16]. Despite the fact that 

electronics was still in its infancy, materials scientists already knew how to tune the electronic 

properties of germanium by introducing chemical impurities into the matrix as dopants [16]. 

Although germanium does not exist as a standalone mineral after its extraction from materials 

such as zinc ore, high purity single crystalline material can be obtained using the Czochralski 

technique [16]. Invented in the 1950s for the purpose of producing high quality single 
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crystalline materials, the Czochralski process was first established on germanium before being 

transferred to silicon. In fact, the technology transfer to silicon did not only concern the 

Czochralski process as silicon became the primary material for electronic devices most of the 

semiconductor processing techniques became centred around silicon [34]. Likewise, scientific 

investigations into semiconductors properties became more and more focused on silicon at the 

expense of germanium.   

Germanium has a lot in common with silicon (both are indirect band gap semiconductors with 

the same type of crystalline structure [15]. However, it has a number of drawbacks compared 

with silicon. Germanium is less abundant than silicon and consequently costlier. Its smaller 

band gap makes it much more subject to current leakage [21], [29]. Furthermore, one of its 

major flaws is the instability of its native oxide layer. The oxide layer which plays the role of 

the insulator in a metal-oxide-semiconductor field-effect transistor (MOSFET) is crucial in 

those types of device. Therefore, this issue makes it unsuitable to be the material of first choice 

when building MOSFETs [28], [34]. Yet, in a context where alternative materials need to be 

envisaged to replace bulk silicon, some of the differences between silicon and germanium are 

now causing the industry to reconsider germanium as a major candidate to replace silicon in 

future transistors devices, therefore prompting a new momentum for research on germanium 

materials [21], [43]. 

2.2. General properties of germanium 
 

Germanium belongs to the group IV in column 14 of the periodic table and is a metalloid. As 

is the case for silicon, it has four electrons in its valence shell and forms hybridized sp3 

covalent bonds [44]. As shown in figure 2.1, germanium typically crystallises in a diamond-

like structure [21]. Each germanium atom is bonded to its four nearest neighbours forming a 

tetrahedron with an angle of about 109.5° [45]. The crystal can be depicted using a face-
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centred cubic (fcc) Bravais lattice with half of the tetrahedral sites occupied or alternatively 

can be seen as a fcc lattice coupled with another fcc lattice that has been translated by 
1

4
 of the 

main diagonal of the cube. The diamond structure therefore possesses four atoms from the fcc 

lattice plus four atoms from the tetrahedral sites making eight atoms. At room temperature 

(RT) and at atmospheric pressure the lattice constant (a) of germanium is about 0.566 nm 

[21], the distance between each germanium atom is 
√3

4
𝑎 ≈ 0.245 nm and its nominal density 

is 5.3234 g.cm−3 or in atomic density (ρ) is 4.42 × 1022 cm−3 [15].  

 

 

Figure 2.1: (a) Unit cell showing the crystalline structure of germanium, from [46] along with 

(b) a representation of the unit cell from a [100] direction where atom position are shown as a 

fraction of the cube edge length, from [47]. 

 

2.3. Properties as a semiconductor 
 

2.3.1. Valence band and conduction band 

 

In a single germanium atom, each electron has its own unique quantum state [48]. However, in 

the case of several atoms, the quantum state of the electrons can be altered depending on the 
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inter-atomic distances. Indeed, as the distances between atoms get smaller, the electrons of 

each atom can interact with the electrons of the other atoms. Consequently, as the Pauli 

exclusion principle forbids two electrons from sharing the same quantum state, their energy 

levels (which depend on the quantum states) are slightly shifted [48]. In a solid, to avoid 

violating the Pauli exclusion, the energy levels are shifted relative to each other in such a way 

to make the energy levels similar to a continuum of available quantum states for electron 

occupancy [48], [49]. These continuums are known as the permitted energy bands. Between 

these permitted bands the energy levels with no available quantum states form the forbidden 

bands [48], [49]. In a solid there are several permitted bands, whose characteristics vary 

depending on the energy level of the electrons surrounding the atoms nuclei. In germanium, 

for instance, the band positioned around the 1s level has a width of approximately 10−3 eV, 

whilst the 3s and 3p levels form a permitted occupied energy band of approximately 10 eV (the 

valence band) plus an empty energy band of 20 eV (the conduction band) separated by a 

forbidden band gap of approximately 0.66 eV at RT [50].  

 

Providing energy greater than the band gap to the electrons in the valence band enables their 

promotion from the valence band to the conduction band [48]. Typically, due to its small band 

gap which allows electrons to be promoted to the conduction band via visible light absorption 

or via a relatively low thermal energy (below its melting point), germanium is classified as a 

semiconductor as opposed to insulators which have bigger band gaps [48], [51]. Conversely, 

in conductors there exists an overlap of the valence and conduction bands [49], [51]. The 

allowed energy levels are usually described as function of the propagation vector �⃗⃗�  where �⃗⃗�  

is proportional to the momentum of the electron. As seen in figure 2.2, in germanium the 

smallest energy transition between the valence band and the conduction band does not 

correspond to the same value of �⃗⃗� , there is thus a difference in the momentum of the electron 
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when such transition occurs. For these reason germanium is said to be an indirect band gap 

semiconductor, similarly to silicon [48]. 

 

Figure 2.2: Structure of the bands showing the energy differences of 0.66 eV and 0.80 eV 

between the valence band and the conduction band of germanium. The semiconductor has an 

indirect band gap of 0.66 eV. 

 

2.3.2. Empty or full: occupation of the band 
 

Using quantum physics, the density of state (De) of permitted energy levels for a charge carrier 

of mass m* as a function of energy (E) and of the reduced Planck constant (ħ) where Ec is the 

energy at the minimum of the conduction band is determined in a bulk using the following 

equation 2.1 [48]:  

𝐷𝑒(𝐸) =
1

2π2 (
2𝑚∗

ℏ
)
3

2(𝐸 − 𝐸c)
1/2             (2.1) 
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To define how the electrons are distributed within the available density of states, a probability 

of occupation is described using an energy level called the Fermi level (Ef) and known as the 

Fermi-Dirac distribution f(E,T) described by equation 2.2 [48]: 

𝑓(𝐸, 𝑇) =  
1

1+𝑒𝑥𝑝[
𝐸−𝐸𝑓

𝑘𝑇
]
                                                              (2.2) 

Setting the temperature to 0 K in equation 2.2 where k is the Boltzmann constant, all electrons 

have energies below the Fermi level energy [48]. Under conditions where the semiconductor 

is undoped, this level can be considered as being in the middle of the forbidden band and at 

0 K, the electrons are all in the valence band whilst the conduction band is empty. However, as 

can be seen in figure 2.3, at higher temperatures the distribution of the electrons will be affected 

as energy is given to electrons [48], [51]. Indeed, if the electrons gain enough energy they 

might be promoted from the valence to the conduction band as the final distribution of the 

charges depends on the probability of occupation of energy levels (defined via the Fermi-Dirac 

distribution) and the available energy levels (defined via the density of states) as illustrated by 

figure 2.4 [48]. 

  

Figure 2.3: Distribution of the electrons as a function of temperature and energy according to 

equation 2.2, showing the Fermi-Dirac distribution at four different temperatures. 



49 
 

  

  

Figure 2.4: Graphs showing (a), an energy distribution of electrons defined via f(E,T), (b) the 

valence and the conduction band defined via (De) and (c) the convolution of the two, defined 

via f(E,T)(De) where the empty and occupied energy levels can be seen. 
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To model the way an external force affects the electrons distributed within these bands, a mass 

𝑚𝑒, is allocated to the electrons. In a semiconductor, each state left empty in the valence band 

is referred to as a pseudo-particle called a “hole” which is also allocated a pseudo mass 𝑚ℎ 

[21], [48], [51]. According to classical mechanics, the external force applied to the charge (Fext) 

(for instance an electric field) can be expressed via equation 2.3. 

                                    ∑𝐹𝑒𝑥𝑡 = 𝑚∗ × 𝑎𝑐𝑐𝑒𝑙𝑒𝑟𝑎𝑡𝑖𝑜𝑛                 (2.3) 

Where m* is the mass of either the electron or the hole (known as charge carriers), and Fext is 

the external force applied to the charge. In a semiconductor, the value of these masses m* has 

an important effect on the electrical properties of the semiconductor. Indeed, as described by 

the previous expression, the smaller these masses are, then the bigger the effect of an exterior 

force on them (which also means a higher mobility of the charge carriers). In germanium, the 

masses me and mh are both smaller than those in silicon making germanium a valuable material 

for future electronic devices, giving better conductivity, lower energy consumption as well as 

higher speed circuits [21], [52], [53]. In fact, the mobility of the charge carriers in germanium 

compared to other semiconductors is one of the main reason why germanium is now attracting 

so much interest [34]. 

2.3.3. Doping germanium 

 

Compared to metals, semiconductors have poor conductivity as only a relatively small 

proportion of electrons are free to travel in the material. In table 2.1, it can be seen that 

germanium has a conductivity that is many orders of magnitude lower than that of metals [54].  
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Material Conductivity (S.m−1) 

Insulators 

Glass  10−15 to 10−11 

Hard rubber 10−14 

Semiconductors 

Silicon  1.56×10−3 

Germanium 2.17 

Conductors 

Platinum 9.43×106 

Tungsten 1.79×107 

Aluminium  3.77×107 

Gold  4.1×107 

Copper  5.96×107 

Silver  6.30×107 

 

Table 2.1: Conductivity of example insulators, semiconductors and conductors according to 

[54]. 

 

Undoped semiconductors are described as being intrinsic [21], [48]. In order to introduce 

additional charge carriers into an intrinsic semiconductor, impurities can be implanted into the 

material during a process called doping. In germanium and silicon, the common doping method 

consist of putting in substitutional lattice-site dopants from column III or VI of the periodic 

table of the elements [21], [48], [55]. The introduction of the dopants from these columns will 

result in p-type doping or n-type doping, respectively. As illustrated in figure 2.5, when a 

dopant from column VI is introduced in a lattice site, its extra electron can become a charge 

carrier in the material, otherwise, when a dopant from column III is introduced to a lattice site 

the lack of electron is assimilated to a hole which will also be free to participate in the 

conduction of current [48], [55]. 



52 
 

 

 

Figure 2.5: Schematic showing how the introduction of a dopant from column V or III can 

result in a free electron and a hole, respectively, as just four electrons are required to form a 

covalent bond in the germanium material. From [55]. 

 

In each of these cases, the conductivity, σc, of the doped material can be expressed as a function 

of the dopant concentration Nd and the  mobility µ of the carrier having a charge q [48]: 

𝜎𝑐 = 𝑞𝑁𝑑𝜇               (2.4) 

The mobility of the electrons and the mobility of the holes are given by the following equation 

where τc is the mean free time between collisions [48]: 

𝜇𝑐=
𝑞𝜏𝑐

𝑚∗
                 (2.5) 

To tune the properties of an intrinsic semiconductor via doping (and make it extrinsic), two 

ways are usually used: the diffusion of the chemical elements into the semiconductor (which 

is not the subject of this work) and ion implantation which is discussed below. 
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3. Ion implantation 
 

3.1. Outline of ion implantation 
 

Often used for the purposes of making transistors, and in particular MOSFETs, ion 

implantation was first patented by Ohl, Moyer and Shockley in the 1940s [56]. In this 

technique, ions are accelerated towards a target material inducing several effects such as atomic 

displacement, sputtering or implantation which as will be addressed later can modify the target 

material in various ways [56], [57]. Compared to chemical diffusion, ion implantation presents 

many advantages such as better control of both the dose and the depth [38]. 

For an accelerated ion to be implanted into a target material, it needs to lose its kinetic energy. 

The interaction between the particle and the solid is the result of the ion interacting with the 

target material nuclei (nuclear stopping) and with the target material electrons (electronic 

stopping) [20], [57]. 

3.2. Electronic stopping 
 

The energetic ion may lose a part of its energy via its interaction with the target atoms’ electrons 

[58]. Such interactions are characterised by an electronic stopping power (Se) and can be 

approximated by equation 2.6 in which Se is a function of the atomic number of the target 

material, Z1, and the ion, Z2, the velocity of the ion, ν, the atomic density of the target material, 

N, and the Bohr radius, 𝑎0 [59]. 

 

𝑆𝑒 =
𝑍1

7
6𝑍24𝑎0𝑁𝑣

(𝑍1

2
36+𝑍2

2
3)

3
2

                (2.6) 
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The slowing down via electronic loss is a continuous deceleration of the ion [59]. During this 

process, the Coulomb interactions lead to the ion losing its kinetic energy and the electronic 

stopping is thus described as leading to inelastic energy losses [60]. During the inelastic loss, 

the energy lost to the target material may sometimes modify its electronic properties and/or 

promote electrons to higher energy levels. The lighter the ions and the higher their energy, the 

more the electronic stopping dominates over the nuclear stopping [60]. An example of the 

relative contribution of the nuclear and electronic stopping is shown in figure 2.6. 

 

Figure 2.6: Graph showing a typical example of the relative contribution of the nuclear energy 

loss (in red) and the electronic energy loss (in black) as well as their sum (in blue) as a function 

of the particle energy. This example corresponds to the irradiation of SrTiO3 via xenon ions as 

determined using Monte-Carlo calculations. From [61]. 

3.3. Nuclear stopping 
 

Unlike electronic energy loss where the ions continuously lose energy, the nuclear energy loss 

occurs in discrete events [60], [62]. The nuclear energy loss can be described as a ballistic 
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phenomenon where the ion interacts with the nucleus of an atom of the target material. It is 

therefore commonly treated as a binary collision which can generate displacements and thus, 

defects [63]. However, the binary collision approximation which only considered a two-body 

collision, (i.e. meaning that effects from neighbouring atoms are not taken into account during 

the energy transfer between the ion and the target atom) can only be made when the mean free 

path does not approach the interatomic spacing. Accordingly, if collision events cannot be 

treated individually (which can for instance happen when the ion has a low energy) the binary 

collision approximation cannot be applied [62], [64].  

In this work, the energy regime used for ion irradiation (30 to 300 keV) will make the nuclear 

stopping contribution most significant; consequently, the radiation damage is mainly induced 

by the nuclear collisions. If the incident ion transmits enough energy to displace the target 

atom, that atom will be knocked out from its lattice site whilst the ion may carry on its course 

within the material displacing more atoms. For germanium, the energy required to displace an 

atom is approximately 21 eV (according to DFT simulations reported in [65]). After being 

displaced by the incoming ion, this primary knock-on atom (PKA) can then also travel in the 

material and, similarly to the ion, will be slowed down by electronic and nuclear energy losses 

until it comes to rest in or exits from the target material. Thus, along its path the PKA can also 

induce lattice disorder via recoils through nuclear stopping. Consequently, not only must the 

damage caused by the ion be taken into account for the crystal disorder but also that by the 

recoiling target atoms. The displaced PKAs and their subsequent recoiling targets form what 

is termed an atomic collision cascade [66]. The number of displaced atoms can be calculated 

using the Kinchin-Pease model [66], where the number of displaced atoms is proportional to 

the energy lost by the incoming ion. In a monoatomic material such as germanium the number 

of displaced atom (nd) can be expressed as a function of the PKA energy (E1) using equation 
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2.7 via the Kinchin-Pease formalism. The contribution of electronic loss is often taken into 

account by modifying the previous expression which becomes equation 2.8 [67], [68].  

𝑛𝑑 ≈
𝐸1

2×𝐸𝑑
,                (2.7) 

𝑛𝑑 ≈ 0.8 ×
𝐸1

2×𝐸𝑑
,              (2.8) 

 

It is worth noting that whilst equation 2.8 gives an approximation of the number of displaced 

atoms during irradiation, the final state of the material is dependent on many dynamic processes 

such as the recombination of defects. Such recombination of defects will greatly reduce the 

final defect concentration in an irradiated material and may be estimated via molecular dynamic 

(MD) simulations.  

3.4. Range 
 

The incoming ions may experience a succession of nuclear collisions and electronic 

interactions and ultimately come to rest in, or exit from the material [35]. To an initial 

approximation where diffusion effects are neglected, if the particle is implanted in the target 

material, its implantation depth will depend on both the nuclear and electronic stopping 

interactions (and will typically be smaller for heavy ions than for light ions for a given energy). 

Theoretically, the implantation profile can be approximated as a having a Gaussian distribution 

centred on the projected range, Rp. (It worth noting that this Gaussian distribution for implanted 

ions is more accurate when it comes to amorphous materials). To describe the distribution of 

the ions it is also common to use other parameters such as the straggle, which indicates the 

width of the Gaussian at 60% of the maximum of the implanted ions concentration. The 

straggle thus gives information about how peaked or spread the ion distribution is. 

Additionally, the skewness, is used to show how the distribution of the ions differs from an 
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idealised Gaussian distribution. Instead of a perfect Gaussian, the distribution of implanted ion 

will show a tail towards the surface or towards the backside of the irradiated material. The 

skewness, can therefore be negative if the distribution shows that the ions are relatively more 

located towards the surface or positive if the ions are implanted deeper than the profile depicted 

by the Gaussian. Typically, as shown in figure 2.7, the greater the energy is the more 

pronounced the positive skewness is. In crystalline materials, the profile of the distributed ions 

can be heavily disturbed with a large positive skewness if channelling (described below) 

occurs. 

 

Figure 2.7: The concentration of boron implanted in silicon is shown by the continuous 

line as a function of depth for four different acceleration energies (30, 100, 300 and 800 

keV) and can be compared with the concentration which would result if their distribution 

followed a Gaussian distribution (shown by the dashed lines). Whilst the experimental 

results do not overlap with the Gaussian curves, as shown in the figure, they can be fitted 

with the algebraic curves indicated by black lines in the figure. (These curves are called 

four moment curves and can be used to model skew curves). From [69]. 
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3.5. Channelling 
 

For the purposes of ion implantation into crystalline semiconductors, the relative angle between 

the ion beam and the crystal must be chosen carefully as it can affect the probability of the ions 

being scattered and thus alter the implantation range [57], [70]. Some crystallographic 

orientations are more open than others, giving the ions less probability of colliding with atoms 

in the material [57]. For instance, in germanium the direction [100] is so open that many ions 

may travel in the relatively “hollow” direction, undergoing so-called channelling effects. As 

the channelled ions will encounter fewer atoms, they will travel deeper inside the material. 

For this reason, it is common to tilt the sample in order to avoid irradiation parallel to such 

crystallographic directions [57], [71]. However, as the tilting procedure does not prevent all 

channelling effects, it is common to preamorphise the sample so that the profile and the 

projected range can be better forecast [27], [72]–[74]. Typically, software such as SRIM [75], 

TRIDYN [76] or MARLOWE [77] allow the forecasting of many of the consequences of ion 

irradiation. 

3.6. MONTE CARLO SIMULATIONS: SRIM 
 

Of the various computer codes used to calculate the interaction between ions and matter, the 

Stopping and Range of Ions in Matter (SRIM) code is the most popular one and the one that 

will be used in the current work (this will be described in the next chapter) [75]. Based on 

Monte Carlo (MC) calculations, it includes a suite of programs from which TRIM is the most 

comprehensive one. Using quantum mechanics and statistical algorithms, it treats the 

interaction between ions and amorphous solids at 0 K thus under circumstances where the 

induced defects are immobile. In the simulation which will be described in the next chapter, 

the chosen ion is sent to the target under conditions which can be customised via variables such 
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as its incident angle, its energy and the chemical composition of the materials being subject to 

irradiation [75].  

SRIM gives various information regarding the irradiation, such as the displacement events 

(which allows the displacement per atom (dpa) to be consequently calculated), the nuclear 

energy loss and the range of the ions. However, as SRIM calculations are performed for 

amorphous bulk material with a planar surface, they do not to take into account the crystallinity 

and cylindrical shape of a nanowire. To compensate for the issues regarding the shape of 

nanowires, a MATLAB script designed within the Electron Microscopy and Materials Analysis 

(EMMA) group has been used. Whilst other code such as Iradina and 3DTRIM can also be 

used for this purpose, the MATLAB script has two main advantages. It actually relies on SRIM 

calculations and not on lookup-tables, therefore, its calculations are more accurate (but slower) 

than those of Iradina and it benefits from the fact that SRIM calculations have been intensively 

benchmarked over time [78], [79]. The script is called Ion Damage and RAnge in the Geometry 

Of Nanowires (IDRAGON) and will be described in the Chapter 3 [80]. 

4. Defects 

4.1. Overview 
 

As nuclear stopping tends to displace atoms within the irradiated material, many kinds of 

defects are expected [81]–[83]. The ion-induced damage can be one of the main drawbacks 

resulting from ion implantation. When doping semiconductors, the defects might interact with 

the dopants altering their distribution and/or prohibiting their activation. For instance, indium 

(n-type dopant) in germanium is known to bond with vacancy-type defects enhancing their 

diffusion [84], [85]. 
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Furthermore, the introduction of defects inside the material might induce density changes i.e. 

volume expansion, compressive stress, or strain [86]–[88]. Lastly, accumulation of defects 

might lead to an amorphisation of the crystal [25], [89]. 

4.2. Vacancies  
 

A vacancy is a type of defect which corresponds to a lack of an atom on a lattice site, as 

illustrated in figure 2.8 [90]. When a vacancy is introduced into a crystal, there is a relaxation 

around the missing atom leading to a contraction around the point defect [86].  

In germanium, the study of point defects is mostly done via quantum calculations but the direct 

observation of vacancies has been possible after creation via electron irradiation at cryogenic 

temperatures. The low temperature permitted freezing of the defects and thus limited their 

recombination to make such observations possible [52], [91].  

 

 

Figure 2.8. Schematic summarising the main types of defects in a crystal. From [92]. 



61 
 

4.3. Interstitials 
 

As shown in figure 2.8, interstitials are found in positions that should not be occupied in a 

perfect crystal [21]. If these are native atoms, then they are called self-interstitials. As will be 

addressed later, the fact that in germanium, self-interstitials are expected to have no role, or a 

very limited one, in the diffusion of dopants and for this reason suggests that they only exist at 

a low concentration [43], [84], [93]–[96]. Even though creation of these point defects via 

electron irradiation has been observed at cryogenic temperature [84] their presence under 

thermal equilibrium at RT is suspected to be negligible as compared to that of vacancies  [84], 

[93].  

 In germanium the self-interstitials can in principle occupy several atomic-configurations [21], 

as illustrated in figure 2.9. Two atoms can be put on a single lattice site creating what is called 

a split interstitial. Alternatively, as shown in figure 2.9, a hexagonal type of self-interstitial can 

also be placed at the centre of a hexagon formed by the germanium atoms from the lattice. 

Lastly, a tetrahedral type of self-interstitial will be formed when it bonds to four atoms of the 

lattice [21].  

If an atomic displacement occurs during ion irradiation, an atom in the material can leave a 

vacant site and travel until stopping in an interstitial position [97]. Therefore, as a result of ion 

irradiation pairs of self-interstitials and vacancies known as Frenkel pairs are formed. 

Similarly, to the vacancy, the interstitial stabilizes itself via relaxation. However, in this case 

the relaxation volume corresponds to an expansion [52], [86], [98]. 
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Figure 2.9: Type of interstitials in germanium as they can be of type: (a) split, (b) hexagonal 

(c) tetrahedral and (d) distorted hexagonal. From [21]. 

4.4. Defects at thermal equilibrium 
 

As a result of irradiation, atomic displacements can occur resulting in the formation of several 

types of defects. However, even without radiation damage there will be defects within a crystal 

(typically interstitials and vacancies) [84].  Indeed, it is thermodynamically favourable for the 

crystal to have a fixed number of defects at a given temperature, there is thus for the defects, a 

thermal equilibrium [99], [100].  Using thermodynamics, the intrinsic concentration of defects 

can be deduced from the Gibbs free energy (G) which under equilibrium condition is minimised 

(i.e. equation 2.9 is equal zero and the symbol Δ means the difference between an initial and a 

final state) [99].   

Δ𝐺 = Δ𝐻 − TΔ𝑆               (2.9) 

 

Therefore, under conditions where the temperature (T) is constant, the concentration of defects 

will depend on the enthalpy (H) and the entropy (S). As will be now shown, equation 2.9 means 

that vacancies have an opposite effect on the evolution of the equation and thus on the 
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minimisation of the Gibbs free energy. Indeed, ΔG will be increased by the presence of the 

point defects due to their enthalpy of formation ΔHf, whilst on the other hand ΔG will be 

decreased by their presence as they will induce more disorder within the crystal thus increasing 

ΔS. Consequently, there is a concentration of point defects at a temperature T (i.e. the thermal 

equilibrium concentrations of point defects) at which the terms ΔS and ΔH will be such that 

ΔG=0.  It is worth noting that equation 2.9 also shows the importance of the temperature on 

the final concentration of point defects as a higher temperature will induce a greater effect of 

ΔS on equation 2.9. In semiconductors, the effect of temperature will be critical as it implies 

that a semiconductor will intrinsically have a higher quantity of defects at higher temperatures 

as their presence will tend to minimise the entropy [99]. 

4.5. Diffusion 
 

In germanium, the diffusion of point defects (and particularly of vacancies) is an important 

feature as it mediates the diffusion of the implanted dopants [84], [93]. Diffusion is dependent 

on temperature as the thermal energy is used to activate the motion of atoms. Depending on 

the type of diffusion mechanism, different energy barriers (Em) need to be overcome [99]. As 

shown in figure 2.10, in a vacancy diffusion mechanism the motion of the vacancy is opposite 

to the motion of the atom. Furthermore, as compared with interstitial diffusion, (also shown in 

the figure 2.10), the energy barrier Em to overcome for vacancy diffusion is higher as it 

necessitates stronger inter-atomic bond breaking [99]. 
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Figure 2.10: Vacancy diffusion (top) and interstitial diffusion (bottom) are shown as well as 

the energy barrier corresponding to each of these two diffusion mechanisms (where the 

interstitial shown in the picture represents a smaller atom than these of the material). From 

[101]. 

The flux of atoms Jx (in kg.m−2.s−1) during diffusion indicates the rate of diffusion and 

necessarily depends on the diffusion mechanism. It can be mathematically described using 

Fick’s laws. When the assumption is made that the concentration profile within the sample 

does not vary with time, Fick’s first law shown by equation 2.10 can be invoked and depends 

on the gradient of the concentration (C) (in kg.m−3) and on the diffusion coefficient (D) (in 

m2.s−1). When the concentration profile evolves during diffusion, the non-steady-state of the 

system requires the use of Fick’s second law via equation 2.11 [90], [99]. 
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𝐽
𝑥

= −𝐷
𝑑𝐶

𝑑𝑥
            (2.10) 

𝜕𝐶

𝜕𝑡
= 𝐷

𝜕2𝐶

𝜕𝑥2             (2.11) 

 

The diffusion coefficient can be estimated via equation 2.12 and follows an Arrhenius 

dependence where D0 is a temperature independent constant (in m2.s−1) and Qd is the activation 

energy for the diffusion process (in eV.atom−1) and is the sum of Em and of Qv which is the 

energy formation of the defect [99]. 

𝐷 = 𝐷0𝑒
−

𝑄𝑑
𝐾𝑏𝑇            (2.12) 

 

4.6. Interaction of Vacancies with dopants in germanium  
 

A useful way of indirectly observing and characterising point defects is by studying the 

diffusion of metal impurities, dopants or isotopes and to subsequently deduce information 

regarding the defects which mediate their diffusion [84], [93], [102], [103]. Some of the earliest 

work by Valenta and Ramasastry [102] in 1957 showed that, unlike in silicon where the both 

the concentration of interstitials and vacancies are comparable, vacancies are the main point 

defects present in germanium [102]. To do so, they used a method developed by Reiss and 

Fuller [104] based on the fact that the solubility of acceptor content within n-doped 

semiconductors increases with the concentration of n-type dopants (i.e. dopants which are 

donor species and thus donate electrons), whilst conversely the solubility of donor content in 

the semiconductor increases with the concentration of p-type dopants [104]. As vacancies are 

considered as acceptor content (i.e. they tend to attract negative charges), Valenta and 

Ramasastry managed to increase the concentration of vacancies within the germanium 

specimen using heavy n-type doping. They consequently observed an increase in the self-
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diffusion coefficient of the germanium atoms which was proportional to the increase of the 

vacancy concentration, thus showing that self-diffusion of germanium was mediated by 

vacancies [102].  

More works have since confirmed that self-diffusion and dopant diffusion in germanium is 

mainly controlled by vacancies and that the vacancies are in most doping conditions in a 

negative charge state [84], [94], [103].   

Furthermore, experimental works and DFT calculations have also shown that the  concentration 

of self-interstitials in germanium at thermal equilibrium is low and that the diffusion of dopants 

is not mediated by self-interstitials [84], [94], [102], [103]. It must be noted that a higher 

concentration of vacancies can indeed be expected due to the lower formation energy of 

vacancies compared with that of the interstitials as it is reported to be around 2 eV for the 

vacancy (with a migration barrier of approximately 0.6 eV) [21], [84], [105]–[108], whilst the 

formation energy of the interstitial is about 3 eV (with a migration barrier of approximately 0.3 

eV) [84], [109]–[111]. Furthermore, it was demonstrated that vacancies regulate the diffusion 

rate of dopants [84], [96]. Figure 2.11 shows the diffusion coefficient of several n-dopants 

(antimony, arsenic and phosphorus) and p-dopants (indium gallium, aluminium and boron) in 

germanium as well as of germanium self-diffusion [84]. Interestingly, the diffusion coefficient 

of the donor species is greater than that for self-diffusion. According to several articles in the 

literature, the explanation for the greater coefficient of diffusion is related to the fact that there 

is an attractive Coulomb interaction between the donor species (the n-type dopants) and the 

acceptor vacancies responsible for diffusion. On the other hand, the p-type dopants which are 

also acceptor species do not benefit from the Coulomb attraction and their diffusion coefficient 

is consequently close to that of the self-diffusion [84]. In addition to electronic affinity, steric 

considerations are also proposed as factors that further influence the attraction between 

vacancies and dopants. In this aspect it is proposed that lattice deformations are minimised 
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when a vacancy is in the vicinity of a relatively-big atom, thus enhancing the bonding between 

the dopant and the vacancy and consequently the vacancy-mediated diffusion of relatively large 

atoms such as antimony, whilst reducing that of the smaller atoms such as boron [84]. 

 

Figure 2.11: In the graph the diffusion coefficient as a function of temperature in germanium 

of the p-dopants (in green), n-dopants (in red) can be compared with the self-diffusion 

coefficient of germanium (in black). At temperatures at which diffusion coefficients have not 

been experimentally observed, the extrapolated values are shown as dashed lines instead of 

continuous lines. From [84]. 

 

Lastly, it is interesting to note that according to DFT calculations self-interstitials are expected 

to be subject to a Coulomb attraction with boron atoms which are acceptor species [84]. 

Consequently, the presence of self-interstitials in germanium should therefore enhance 

diffusion of the acceptor dopants such as boron. The fact that the diffusion of p-type dopants 
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is slow in germanium, thus provides further evidence that the concentration of interstitials is 

negligible [37], [84], [94], [96]. 

In semiconductors, during high temperature annealing, the thermal energy ensures the diffusion 

of dopants into substitutional sites [22], [112], [113]. However, it is worth noting that the fast 

diffusion of dopants is typically considered as detrimental to the conductivity of the 

semiconductor and that during annealing their interaction with point defects may lead to the 

deactivation (making them incapable of providing the charges carriers) as well as modifying 

the implantation profile of the dopants within the semiconductor [37], [84], [94], [96]. 

The equation describing the interactions between the vacancy and the n-type dopants is shown 

in equation 2.13 where D represent the donor atom, V the vacancy and the charge states are 

indicated by the superscripts [84]: 

𝐷𝑉− ↔ 𝐷𝑠𝑢𝑏𝑠𝑡𝑖𝑡𝑢𝑡𝑖𝑜𝑛𝑎𝑙
+ + 𝑉2−            (2.13) 

 

As secondary ion mass spectrometry (SIMS) characterisation has shown that there is a 

difference between the concentration of dopants within doped germanium and the expected 

extent of electrically active dopants, it has been suggested that dopants and defects must form 

a neutral complex [84]. Typically, the electrical deactivation of the donor is highly pronounced 

in heavily-doped materials and the main reaction which forms neutral clusters has been 

reported as being described by equation 2.14 [84]: 

𝐷𝑉− + 𝐷𝑠𝑢𝑏𝑡𝑖𝑡𝑢𝑡𝑖𝑜𝑛𝑎𝑙
+ ↔ 𝐷2𝑉

0           (2.14) 
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4.7. Clusters of defects  
 

As previously stated, vacancies and self-interstitials can interact and annihilate each other via 

recombination [114], [115]. However, the opposite can also arise and point defects might 

agglomerate to form more complex defects such as dislocation loops or precipitates as shown 

in figure 2.8 [57].  

Formation of defect clusters has been shown to happen more often when a semiconductor is 

irradiated by heavy ions than when irradiated by light ions. This has for instance been 

evidenced via MD simulations of the irradiation of silicon with boron and arsenic by Caturla 

et al. [116]. When comparing the collision cascades induced by the two ions, the authors kept 

either the range 𝑅𝑝 or the energy density identical for the two ions. It was shown that the 

cascade formed by the heavier ion was denser than the one resulting from irradiation with the 

lighter ion. Furthermore, the authors showed that as a result of the irradiation with the heaviest 

ion (arsenic) more clusters were formed [116].  

Apart from the mass of the ions, other factors can also influence the damage density within 

collision cascades. Nord et al. have demonstrated via MD simulations than the energy of the 

recoil might play a role in the way defects accumulate [117]. In their work on silicon, they 

observed that amorphisation occurs less readily when a semiconductor has relatively high 

energy recoils (recoils of 1 keV as compared with 100 eV). The authors concluded that this 

difference in amorphisation behaviour was the result of more-pronounced dynamic annealing 

as energetic recoils induced a heating effect within the cascade, thus leading to defect 

recombination. Lastly, dense regions of defects and clusters have also been shown to depend 

on the semiconductor material subject to irradiation. In this instance, clusters of defects and 

amorphous pockets are more likely to arise during the irradiation of germanium than during 

the irradiation of silicon or gallium arsenide [117]. 
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The possible structure of agglomerates of defects are numerous, for instance, two vacancies 

might interact to become a di-vacancy [26], more vacancies can also interact together to form 

structures such as tri-vacancies, voids or vacancy loops [26], [57]. Likewise, interstitials may 

agglomerate and form interstitials clusters or interstitial loops [26], [57].  

4.8. Displacement spike and thermal spike 
 

As stated previously, during nuclear collisions, atoms can be displaced resulting in what is 

known as a collision cascade. However, as the mean free path between atomic displacements 

comes close to the interatomic distance, the binary collision approximation is not valid 

anymore [118].  Typically, such a situation occurs when the velocity of the ion is low. At 

reduced velocity, the nuclear cross section greatly increases and consequently the ion may 

collide with several atoms in a confined place, these near-simultaneous displacements of 

neighbouring atoms occurs during what is termed a displacement spike [118], [119]. In the 

displacement spike volume, the binary collision approximation cannot be applied as the 

displacements cannot be considered as a series of individual events [118]. For instance, in 

silicon and germanium the displacement spike generally occurs mainly in the end of range 

(EOR) region, when the ion is about to come to rest in the semiconductor and the nuclear cross 

section is high [27]. 

After the displacement spike, which according to Brinkman occurs in approximately 10−13 

seconds, comes a phase known as the thermal spike. The thermal spike phase, as shown in the 

timescale in figure 2.12, occurs in a region of the target material as a relatively high density of 

atoms in such region dissipate their energy thermally. In most cases, the thermal spike thus 

occurs when the atoms involved in the displacement spike do not provide enough energy to 

dislodge other atoms their lattice sites [27], [120]. Rather, the atoms have an increased vibration 

amplitude and their remaining energy thus dissipates via heat during the thermal spike. 
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Figure 2.12: Logarithmic timescale of the main events, which can occur following an atomic 

collision. It must be noted that the typical duration of a video frame shows the technological 

limitations, which prevent the monitoring of these events. Courtesy of Dr Jonathan Hinks. 

 

The temperature rise due to thermal spikes in semiconductors may be high enough to melt 

materials such as germanium and silicon [27], [121]. As stated above, Caturla et al. simulated 

the irradiation of silicon by light (boron) and heavy ions (arsenic) [116]. They concluded that 

relatively-heavy ions tend to generate disordered regions (amorphous pockets). Indeed, the 

authors observed melting localised in nanometer-sized volumes during the thermal spike 

caused by the arsenic ion then followed by a quenching of these volumes, from which 

amorphous pockets were formed. It is worth noting that the temperature rise was only high 

enough to induce melting when irradiation was performed via heavy ions in that study.  

Furthermore, it has been reported in [27] that as a result of the thermal spike the temperature 

may induce relaxation of the damaged regions in the spike volume and its vicinity.  During this 

relaxation, defects can migrate and rearrange so that the Gibbs free energy of the region is 

reduced. It has been reported that during this period (i.e. the dissipation of the thermal spike 

heat) dynamic annealing can occur and some damage can be repaired due to the enhanced 

mobility of defects at these higher temperatures, whilst conversely agglomeration of defects 

can also be observed depending on their initial spatial distributions after their formation, 
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(which, may for instance impact on the probability of an interstitial encountering another 

interstitial and form a di-interstitial or contrariwise to encounter a vacancy and thus recombine 

with it) [116], [118], [122], [123]. 

4.9. Dangling bonds 
 

Broken bonds also known as dangling bonds, are particularly common at the interface (i.e. 

where the material terminates) of germanium [21]. As shown in figure 2.13, such bonds are left 

“dangling” in semiconductors. The presence of dangling bonds is often problematic as they act 

as traps for charges thus greatly reducing the conductivity of the material [21], [28], [42]. In 

silicon, in order to suppress dangling bonds at interfaces the use of its native oxide layer (silicon 

dioxide) is very effective as it can bond with most dangling bonds. Furthermore the oxide layer 

is also used as an insulator which, as described in chapter 2, is crucial in MOSFET devices 

[42]. Germanium also grows a native oxide layer; however, the oxide is relatively unstable as 

it absorbs water and tend to be dissolved [21], [28], [42]. The difficulty of effectively growing 

a stable native oxide layer on germanium has been the main reason why it has been supplanted 

by silicon technologically, however, new materials are now proposed to suppress dangling 

bonds and serve as insulators on germanium based electronic devices [16], [21], [28], [42]. 
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Figure 2.13: Schematic showing a dangling bond (in green) at the interface between a 

germanium crystal and an oxide layer. The germanium atoms are represented in grey and the 

oxygen atoms are shown in black. From [21]. 

 

5. Amorphisation 
 

5.1. Properties of amorphous material 
 

During ion irradiation of germanium, the long and medium-range order which characterise 

crystalline materials can be lost due to damage accumulation leading to amorphisation  [27], 

[58], [118]. However, the short-range order is preserved as the equilibrium distances between 

atoms still remain [27], [58], [118]. In figure 2.14, the radial density of atoms is shown and 

reflects the probability of finding an atom at a given radius from another atom in germanium. 

In the figure, the radial density function (RDF) is shown for the crystal, the amorphous phase 

as well as the liquid phase of the material [124]. Figure 2.14 illustrates the fact that even in an 

amorphous phase, there is an equilibrium distance between neighbouring atoms (as there is a 

higher probability of the presence of an atom at approximately 2.5 angstrom). However, the 

ordering is much more pronounced in the crystal as the RDF illustrates both the short and long-

range order that characterise the crystal. Indeed, in the crystal there are multiples distances with 
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high probabilities of finding an atom whilst at the other distances the probabilities are close to 

zero. On the other hand, as shown by the RDF, in an amorphous material (or a liquid) the loss 

of long-range order is characterised by a more diffuse probability of finding a germanium atom 

at a given distance. 

It is worth noting that in an amorphous material, the bond angles are not fixed and the distances 

between adjacent atoms are more variable compared with the crystalline phase [27]. This 

characteristic of the interatomic bond distance of the amorphous phase is illustrated by its wider 

peak at approximately 2.5 angstrom compared with the crystalline one at the same interatomic 

distance in the RDF. Furthermore, unlike the crystalline germanium material where the atoms 

are bonded in such a way that they form six membered rings, amorphous germanium has also 

seven and five folds membered rings [81]. Remarkably, it has been shown by MD simulations 

that when 25% interstitial-vacancies pairs are present in silicon, the RDF is indistinguishable 

from that of the amorphous phase. [27] Similarly when 25% interstitial-vacancies pairs are 

present in silicon the contrast of the structure in a microscope was shown to be analogous to 

that of an amorphous material as it results in the formation of 5 and 7 membered rings [89]. In 

the literature, it has thus been suggested that that during irradiation the formation of interstitial-

vacancy pairs are responsible for amorphisation [27], [89], [125]. 
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Figure 2.14: Radial density function (RDF) of single crystal, amorphous and liquid 

germanium. From [124]. 

 

Amorphisation is routinely observed to happen during ion irradiation [23], [27], [121], [126]. 

However, the fluence at which this process occurs as well as the manner in which the ion beam 

induces amorphisation of the crystal is still subject to debate [23], [25]–[27], [89], [117], [125]–

[133].  

Furthermore, the properties of an amorphous phase are more variable than those of a crystal 

[27]. For instance, whilst experimental results have shown that densities of both amorphous 

germanium [20], [121], [134] and amorphous silicon [27] are in most cases lower than their 

crystalline counterparts, these densities can vary widely depending on how the amorphous 

phase has been prepared [20], [27]. For instance, amorphous silicon made by physical vapor 

deposition can be more than 10% less dense than the crystalline structure [27], [135]. On the 

other hand, silicon rendered amorphous via ion irradiation is typically about 1 to 2% less dense 

than crystalline silicon [27]. 
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The density of amorphous germanium can vary extensively during ion irradiation and the 

germanium can even exhibit porosity. The magnitude of such porosity depends on the fluence, 

the angle of irradiation and the energy of the incoming ions [121], [134], [136]. Therefore, the 

density of germanium after irradiation does not have a fixed value but is known to sometimes 

be much lower than its crystalline phase [121], [134], [136]. Porous germanium has for instance 

been reported to be 30% less dense than the crystal after 1 MeV germanium ion irradiation in 

[134]. However, in the same work a change in the density of the ion-bombarded material was 

observed during irradiation as both the emergence and the thickness the porous layer depended 

on the fluence. Indeed, the thickness of the porous layer induced by the ion beam at RT was at 

least three times larger at a fluence of 3×1016 ions.cm–2 compared with a fluence of 1×1017 

ions.cm–2 [134].  

In another work, germanium has been reported to exhibit a foam-like structure after irradiation 

by a 30 or 60 keV ion beam (i.e. at the energy range used in the current work). As can be seen 

in figure 2.15, the porosity of the target material reaches a maximum for both energies when 

the fluence (ψ) is about 5×1016 ions.cm–2 but the roughness of the surface is higher for the 

specimen irradiated at 60 keV [121].  

Other authors have also reported such observations when germanium has been irradiated by 

ions such as gallium or gold [137]. In those studies, the porosity has been attributed to the 

accumulation of vacancies in the vicinity of the surface which migrate to form clusters and 

subsequently voids [121]. Interestingly, in a recent publication the swelling of germanium 

under silver ion irradiation was not observed even though the sponge-like structure was formed; 

thus the authors concluded that the morphology of germanium during ion bombardment is very 

sensitive to the irradiation conditions [136]. 
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Figure 2.15: Scanning electron microscopy (SEM) images showing the evolution of the 

germanium surface during irradiation at RT by a 30 and a 60 keV bismuth ion beam at fluences 

ranging from 5×1013 cm–2 to 1×1017 cm–2 at normal incidence. From [121]. 

5.2. Amorphisation models 
 

5.2.1. Critical density model 
 

One of the main mechanism explaining amorphisation is based on the density of the defects  

induced during ion irradiation within the region made amorphous and has been developed via 

the so-called critical density model, which  as will be addressed later, is defined as a 

homogeneous amorphisation mechanism [23], [26], [27], [127]. According, to this model, 

when defects accumulate in the crystal there is a certain density at which the crystal should 

collapse into its amorphous phase [23], [26], [27], [127]. Through irradiation, the Gibbs free 

energy of the irradiated material increases, thus making it energetically favourable for the 
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material to be amorphous rather than to be a highly damaged crystal [23], [26], [27], [127]. 

This model has been developed mainly for silicon in order to predict the appearance of an 

amorphous layer during implantation as well as the depth of that layer [26].  

In line with this, Swanson et al. have proposed that the threshold density of defects in silicon 

and germanium should be around 0.02 of the atomic fraction [138]. In semiconductors, the 

density of defects is considered proportional to the energy absorbed in the crystal via nuclear 

collisions [27]. Therefore, rather than the density of defects, in the critical energy density model 

the nuclear energy deposited in the target material is instead used to determine when and at 

which depth amorphisation will occur [23], [26], [27], [127]. As these absorbed energies can 

be calculated via software such as SRIM (as for instance shown in figure 2.16), the critical 

density model has been used in the literature to predict the formation of amorphous layers in 

both silicon and germanium [23], [26]. 

 

Figure 2.16: Nuclear energy absorbed by the target material as a function of depth in 

germanium irradiated with 300 keV xenon ions at normal incidence calculated using SRIM. 
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In the critical density model, the strong assumption is that the energy density is homogenous 

within the damaged layer. This assumption is often disputed as the energy distribution during 

irradiation depends not only on the overall energy deposited in the crystal but also on the 

morphology of the collision cascade which might induce localised regions with higher 

concentrations of defects, whilst others regions of the irradiated region might be defect-free 

[27], [116]. However, some authors have stated that a homogenous amorphisation mechanism 

may still hold true as the concentration of defects can become independent of the morphology 

of the collision cascades if Frenkel pairs diffuse and become homogenously distributed in the 

irradiated regions [27]. In such a model, under conditions where dynamical annealing (i.e. 

annealing effects occurring during damage build-up via the ion beam) can be neglected, the 

critical energy density at which amorphisation occurs should therefore remain identical 

irrespective of the ion.  

 

Using the critical dose energy density (Edc) at which germanium becomes amorphous, the depth 

and position of the amorphous layer can be determined as a function of fluence using equation 

2.15, where ψ is the fluence, 𝐸𝑑(𝑧) is the energy absorbed by the target material at a depth z 

and ρ is the atomic density of the target material [26]. 

 

𝜓. 𝐸𝑑(𝑧) = 𝐸𝑑𝑐 . 𝜌            (2.15) 

In germanium, at RT, self-ion irradiation performed at 150 keV has been correlated to the 

depth, z, of the amorphous layer using cross section TEM (X-TEM) in [26]. Using equation 
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2.15, the correlation between critical fluence and the amorphisation depth allowed Claverie et 

al. to conclude that the threshold energy density (Edc) was 5 eV per atom in germanium [26].  

Furthermore, as shown in figure 2.17 the authors analysed results from other publications on 

the irradiation of germanium by phosphorus, germanium and indium ions at RT as well as 

irradiations performed by phosphorus, germanium, arsenic and bismuth ions at liquid-nitrogen 

temperature. They concluded that in all those experiments, the same Edc was shared as the 

predicted amorphous depth corresponded to what could be expected using an Edc of 5 eV. They 

therefore concluded that these results confirmed that the density of defects was irrespective of 

the bombarding ion. Furthermore, as RT and liquid nitrogen experiments were equivalent in 

term of critical energy density, it was also concluded that at RT under the conditions used in 

these experiments the dynamical annealing was low enough to have little effect on the overall 

defect density [26]. 

 

Figure 2.17: Measured amorphous depth due to irradiation of germanium as reported in 

various experiments reported in the literature and summarised in [26] to be compared with the 

predicted amorphous depth if Edc = 5eV. From [26]. 
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However, the authors expressed reservations concerning a value Edc of 5 eV for lighter ions 

[26]. As amorphisation by light ions has been shown to be difficult or even impossible, the 

authors irradiated germanium with boron at RT and at liquid nitrogen temperature. They 

observed that a reduced amorphisation layer was induced by the ion beam compared with that 

predicted by the Edc calculated with heavier ions. Whilst the authors did not explicitly quantify 

the reduction in the amorphisation layer compared with the model and the value Edc value of 5 

eV, they explained that the discrepancy was due to enhanced Frenkel pair recombination in 

very dilute cascades. It is also worth noting that unlike in the work of Claverie et al. work (in 

[26]) the effect of temperature on the density of defects during self-ion irradiation has been 

reported elsewhere as being an important factor as Edc = 5 eV at RT but only 1.2 eV when the 

irradiation is performed at liquid nitrogen temperature [23]. 

5.2.2. Heterogeneous model 
 

As stated above, according to [26] the critical energy density model based on a homogenous 

amorphisation mechanism seems to accurately predict the formation of amorphous layers in 

several cases [26], [139]. However, TEM observations have shown evidence of discrete 

amorphous regions heterogeneously distributed within irradiated crystals [27]. As shown in 

figure 2.18, the presence of amorphous clusters can be directly observed when heavy ions such 

as bismuth are used to perform the irradiation and are also predicted by MD simulations [116], 

[125], [139].  

According to Morehead and Crowder [140] it is the overlap of these amorphous region which 

causes the global amorphisation of the irradiated crystal [140]. The amorphous region is 

generated along the path of the ion. As shown in figure 2.19, the amorphous section with a 

radius 𝑅0 − 𝛿𝑅 depends on both the damage generated during irradiation and on subsequent 

diffusion of defects. Indeed, an original highly disordered region of radius 𝑅0 is induced by the 
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incoming ion. However, in a sheath 𝛿𝑅, the defects can diffuse out of the region 𝑅0. The highly 

disordered region will therefore be proportional to a region (𝑅0 − 𝛿𝑅)2. Consequently, in this 

model the accumulation of these amorphous regions will lead to complete amorphisation, (at 

which point the amorphous fraction fa of the irradiated material reaches 1) [140]. 

 

Figure 2.18: BF-TEM images of crystalline silicon with black spots, identified as amorphous 

pockets due to irradiation by 30 keV germanium, lead or tellurium at either 77 K or RT. From 

[139].  
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Figure 2.19: Schematic showing the original disordered region of radius R0 along the path of 

the ion and the resulting amorphous region of radius R0−δR (referred to in the text). From 

[140]. 

 

However, the nature of the highly disordered region as well as its size is strongly dependent on 

the ions used for the irradiations [27], [116]. With light ions, the size of the highly disordered 

region is smaller whilst heavy ions create larger highly disordered regions. Furthermore, and 

as stated above, single impacts from heavy ions can generate amorphous pockets [139]. On the 

other hand, the pure heterogonous model may not apply for light ions as it is unlikely that a 

single impact from theses ions generates a discrete amorphous region [25], [27], [125], [138]. 

As the formation of an amorphous region due to a single impact is expected to arise only with 

heavy ions, a modified version of the heterogeneous model for lighter ions has been proposed 

by Gibbons [25], [27], [125], [138]. For lighter ions, the collision cascade is less dense and 

therefore the formation of amorphous pockets is less likely [116], [138]. With lighter ions a 

number 𝑚 of overlapping cascades is needed to render the highly disordered region amorphous 

[25], [125], [138]. Therefore, equation 2.16 developed by Gibbons [128] is used to describe 
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the amorphous fraction as a function of the ion per unit volume D and the volume of an 

amorphous zone 𝑉 with a broader range of ions [25], [27], [125], [138]. 

𝑓𝑎 = 1 − ∑
(𝑉.𝐷)𝑘

𝑘!
𝑒−𝑉.𝐷𝑚−1

𝑘=0            (2.16) 

A recent study has associated equation 2.16 with the evolution of fa via the direct observation 

of the selected area diffraction patterns (SADPs) during in situ irradiation within a TEM) by 

30 keV helium and 80 keV xenon in silicon [25]. Via the fitting between the monitoring of the 

SADP during irradiation, which allowed the authors to determine experimentally fa and the 

equation 2.16 the authors identified the values V and m each of the ions. They noted that xenon 

was able to cause direct amorphisation whilst four overlapping cascades were needed to make 

a highly damaged region of volume VHe amorphous when the irradiation was performed via 

helium ions [25]. 

Furthermore, it has also been observed experimentally that the mass of the ion has an influence 

on the shape of the curves describing the build-up of amorphous fraction. As shown in figure 

2.20, refractive indexes, which are assumed to be proportional to fa, were measured during ion 

irradiation of silicon in [141]. Consequently figure 2.20 indicates that the amorphous fractions 

evolve in a linear fashion during heavy ion irradiation and tend to evolve in a super linear 

fashion (but only after a higher dose is reached) as the ions become lighter as expected by 

equation 2.16 [27], [142]. 
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Figure 2.20: Relative increment of volume fraction of amorphous material (proportional to fa) 

as a function of fluence during irradiation of silicon by several ions at RT. From [27]. 

 

5.2.3. Intermediate models 
 

In [26] the observation of sharp delimitation between the amorphous irradiated semiconductors 

and the crystalline layer via X-TEM have been reported as being an indication that the region 

with a high enough density of defects has collapsed into an amorphous phase, thus suggesting 

a homogenous amorphisation model [26], [27]. However, as stated in [27], [143], the presence 

of amorphous pockets during heavy ion irradiation seems to indicate otherwise. The nucleation 

limited model is an intermediate model compatible with both the presence of heterogeneously 

distributed clusters of defects and the collapse of the crystalline phase into an amorphous one 

[27], [143].  

In this model, the amorphous pockets formed in the crystal during irradiation may act as sites 

where the remaining defects will interact. The interaction between these sites and the defects 

can result in the growth of the amorphous regions or, conversely, to them shrinking. In this 

model, the concentration of defects surrounding the amorphous pocket will determine whether 



86 
 

an amorphous pocket will grow or shrink. Consequently, below a critical defect density the 

metastable amorphous pockets will shrink due to their interaction with the defects. Conversely, 

above a critical defect density the interaction between the defects and the nucleated amorphous 

regions will result in growth of the amorphous phase [143]. This mechanism, therefore, 

describes an all or nothing type of situation as the presence or non-presence of a continuous 

amorphous layer will depend on whether amorphous growth is more favourable than shrinkage 

of the amorphous regions [27], [143]. This would explain why several experimental results 

seem to indicate that ion irradiation induces two distinct regions delimited by a sharp interface, 

one which is completely amorphous and one which is crystalline (thus suggesting the collapse 

of one of the regions into an amorphous state). [26], [27], [143].  

To describe the evolution of the amorphous fraction during irradiation several models have 

been proposed to relate the evolution of the amorphous fractions to two distinct cross sections: 

one that is related to the direct impact amorphisation cross-section and the other to interaction 

between the amorphous zones and the defects, with the former mechanism being more 

pronounced during heavy ion irradiation and the latter during irradiation with light ions [144]–

[146].  

6. Recrystallisation 
 

6.1. Thermal recrystallisation 
 

During ion irradiation, a semiconductor can suffer more or less severe degrees of amorphisation 

but if the damage range and the fluence are adequate then the target material may become fully 

amorphous [25]. During irradiation of single crystalline semiconductors, it may be possible to 

adjust the irradiation parameters so that a layer of crystal remains buried within the target 

material [26], [32]. If so intended, the purpose of this layer is to serve as a seed to regrow a 
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single crystal via a process called solid phase epitaxial growth (SPEG). For this process to be 

possible, the specimen must be heated to a temperature high enough to induce the 

reorganisation of the amorphous phase. Such reorganisation will occur by using the remaining 

crystalline phase as a template for the reordering of the atoms at the amorphous-to-crystalline 

interface (as will be described below) [147]. In the absence of a crystal within the irradiated 

material, recrystallisation typically occurs at a significantly higher temperature (≈400°C in 

germanium) via a process called random nucleation and growth (RNG). In this case, the 

temperature must be high enough to prompt the nucleation of crystallites within the amorphous 

material. However, in such instances the subsequent growth from the numerous nucleated 

crystallites leads to a polycrystalline material.  

Germanium has the advantage of being able to recrystallise via SPEG at a temperature of 

approximately 300°C which corresponds to a temperature substantially lower than SPEG in 

silicon (about 200°C lower) [26], [27], [148], [149]. However, some factors such as an applied 

pressure on the semiconductor or the doping might enhance, delay or even prevent the SPEG 

process. One of the major factors which affects the recrystallisation rate is the crystallographic 

nature of the interface between the amorphous region and the crystalline layer [143]. Indeed, it 

has been observed that the growth rate depends strongly on the growth orientation. For 

instance, in germanium and silicon, SPEG occurs the fastest in the <100> directions and the 

slowest in the <111> directions. According to Faust et al., an atom from the amorphous phase 

can be subject to recrystallisation, only if it has at least two bonds shared with the crystalline 

phase [27], [113], [143]. As can be seen in figure 2.21, only one atom from the amorphous 

region will need to bond with the crystal at a (100) interface to respect this rule, whilst two of 

them need to bond with a (110) interface and three are needed to satisfy this requirement at a 

(111) interface. For these reasons the regrowth at the (100) interface is the easiest and therefore 

the fastest [143].  
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Figure 2.21: Schematic of a diamond type crystal lattice in <110> projection showing the (100) 

(111) and (110) interfaces and six-fold rings formed via epitaxial crystallisation represented in 

crosshatched. Modified from [143]. 

 

6.2. Preventing amorphisation via irradiation at elevated temperatures 
 

A simple way of preventing the growth of an amorphous layer is to perform irradiation at 

elevated temperature (also called hot implantation) [33], [150], [151]. This technique has been 

successfully used with silicon and germanium; however, the minimum temperature at which 

the growth of an amorphous layer has been prevented depends on many factors such as the ion 

species and the flux [33], [150]–[152]. For instance, as heavy ions tend to induce amorphisation 

at a relatively fast rate, a higher temperature is required to successfully prevent amorphisation 

(the annealing rate must be faster than the amorphisation rate) [150]. 
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 Fukata et al. have irradiated silicon nanowires with boron and phosphorus to achieve n doping 

and p doping, respectively [33]. Their aim was to achieve heavy doping, therefore the 

nanowires were irradiated to high fluences. Irradiated at RT, the nanowires became fully 

amorphous at the fluence used during phosphorus ion irradiation (i.e. above 1016 ions.cm−2). 

The nanowires were subsequently heated at a temperature of 900°C to activate the dopants and 

to recrystallise the nanowires. However, because the nanowires were fully amorphous after 

irradiation, the single crystalline characteristic could not be recovered and the nanowires 

became polycrystalline after RNG. For the reasons stated above, performing irradiation at 

300°C enabled the authors to avoid amorphisation of the silicon nanowires. It is also worth 

noting than the silicon nanowires irradiated at elevated temperatures presented a higher 

activation ratio after annealing compared to those irradiated at room temperature with 

subsequent annealing [33]. 

6.3. Annealing effects of electron beams 
 

Whilst epitaxial recrystallisation can occur via an input of thermal energy into the specimen, 

several experiments have shown that recrystallisation may also result from the interaction of 

the specimen with an electron beam. In [153], [154] germanium, silicon and gallium phosphide 

specimens were irradiated with 50 keV xenon ions under conditions where the flux and the 

fluences were low enough to induce the formation of isolated amorphous pocket within the 

single crystalline specimens which were subsequently annealed using electron beams. The 

authors in [153], [154] clarified that prior to their experiments it was believed that 

recrystallization of amorphous regions could occur only when the energy transferred by the 

electrons to the atoms in the target material was elevated enough to exceed the displacement 

threshold of the specimens [153]–[156]. In germanium, silicon and gallium phosphide 

crystalline specimens this corresponds to an electron beam with a minimum energy of 350 keV, 

145 keV and 200 keV, respectively [153], [154]. It worth noting that due to the small mass of 
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the electron, the electron beam energy needs to be relatively high (compared with the energy 

of an ion beams) to displace atoms in the target material. 

As illustrated by figure 2.22 showing the regrowth of the crystalline structure as a function the 

electron beam energy, the authors in [153] observed that the annealing effect of the electron 

beam started at a value too low to reach the displacement threshold reported above (i.e. between 

25 and 50 keV). They concluded that electrons did not need to displace atoms from the target 

material to induce recrystallisation and that energy transferred to the target material below the 

displacement threshold could induce bond rearrangements at the interface between the 

amorphous phase and the crystal. They also concluded that when the electron beam energy was 

200 keV, 100 keV and 125 keV, for germanium, silicon and gallium phosphide, respectively, 

the electron beam annealing effect was minimised. Furthermore, above these energies, the 

electron beam annealing effect increased as such energies were, according to the authors, high 

enough to induce atomic displacements and cause recrystallisation of the amorphous pockets 

via mass transport. The authors speculated on the reason why electrons may be able to displace 

germanium, silicon and gallium phosphide below their displacement threshold voltages (i.e. 

350 keV, 145 keV and 200 keV, respectively), and proposed a lower displacement threshold 

for atoms in the amorphous phase compared with those in the crystal. It must also be noted that 

the authors dismissed the electron beam heating effect as a cause for the recrystallisation of 

amorphous pockets as the maximum temperature increase was calculated to be only 7°C.   
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Figure 2.22: Regrowth rate of amorphous pockets observed via TEM in germanium, silicon 

and gallium phosphide as a function of the electron beam energy. From [153]. 

7. Nanowires 
 

7.1. Top-down / bottom-up  
 

In 1964 the first paper reporting the growth of a nanowire was published by Wagner and Ellis 

[157]. As with the germanium and silicon nanowires used in the experiments presented in the 

current work, Wagner’s nanowires were obtained by the vapour liquid solid growth (VLS) 

method. The germanium and silicon nanowires used in the present work, were commercially 

acquired from Nanowire Tech Ltd (product number GNWsI15) and Sigma-Aldrich (product 

number 731498), respectively. 
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Wagner and Ellis used a gold particle as a seed to grow a single crystalline nanowire [157]. 

The nanowire was therefore made from “scratch” and is obtained via what is classified as a 

bottom-up approach [158]. Indeed, there are two main approaches to obtain nanowires, the so 

called “ bottom-up” and “top-down” techniques [158]. The top-down techniques are based on 

processes that involve cutting through a crystal to obtain the desired structures. This kind of 

approach offers the advantage of better control over the positioning and alignment of the 

nanowires [159], [160]. However, bottom-up based processes are more promising for 

applications requiring high quality nanowires. Indeed, via this approach, the production of high 

purity nanowires is more likely as well as the production of nanowires which present less 

surface roughness compared to those processed via top-down techniques. Furthermore, this 

approach is more suitable for large scale processing [159], [160]. 

7.2. Nanowire applications 
 

Nanowires have numerous properties specific to their reduced sizes that make them interesting 

for a great number of applications. For instance, these structures have high surface-to-volume 

ratios as well as novel optical features [35], [161].  In addition to this, their mechanical 

properties often differ from those of the bulk materials. For instance, whilst bulk germanium 

is considered a brittle material, germanium nanowires can have an ultimate strength that is 

orders of magnitude above that of their bulk counterpart [162]. Furthermore, when the diameter 

of a semiconductor nanowire is below a certain size, they are subject to a quantum confinement 

that affects their electronic band structure [161]. Therefore when quantum confinement is 

sought, germanium nanowires may be a better alternative than silicon nanowires as their 

relatively larger exciton pair Bohr radius make them more readily subject to quantum 

confinement [163]. 
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As stated in the first part of this chapter, germanium nanowires have been suggested by the 

ITRS as being integrated into future transistors to replace bulk silicon and satisfy Moore’s law 

by continuing the miniaturisation of devices [71]. However, they may also be interesting for 

applications unrelated to transistors. Properties of germanium nanowires could for instance be 

put to good use on future lithium batteries anodes, taking advantage of their large surface to 

volume ratio which means more available surfaces where electro-chemical reactions can 

happen [164]. Furthermore, numerous publications have shown the potential of germanium to 

overcome its indirect band gap nature [165], [166]. In germanium, the indirect band gap is 

characterised by an energy of 0.66 eV. However, the difference between the bottom of the two 

conduction bands shown in figure 2.2 is only ≈0.14 eV (i.e. it is this 0.14 eV that makes it an 

indirect band gap semiconductor) [166]. It has been predicted via DFT calculations that strain 

could change the band gap structure of the germanium making it optically active by turning it 

into a direct band gap semiconductor [166]. As germanium nanowires have the particularity to 

be more resistant to such strain than the bulk, nanowires have recently been the subject of 

intensive research on their optoelectronic properties via the possibility of achieving the tuning 

of their band gap via strain [165]–[170]. 

7.3. Ion irradiation of nanowires 
 

The effects of ion irradiation on nanowires (and nanostructures) have been reported to differ 

from those in the bulk. As will be addressed below, these differences are both due to the 

reduced size of the target material and to their shape. For instance, as stated in [35], [171] the 

sputtering yield can be strongly influenced by the ratio between the implantation 

depth/nanowire diameter (or nanoparticle) and MC calculations have shown that under 

conditions where the range of the ion is comparable to the nanostructure diameter the sputtering 

yield was enhanced. As shown in figure 2.23, this has been attributed to the large surface area 

from which atoms can be sputtered. Indeed as shown in the figure, in the circular shape of a 
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nanowire, atoms can leave from many directions whilst in the bulk only the ion-beam facing 

side of the specimen enable atoms to escape [35]. In [171] the same authors have also observed 

the enhanced sputtering yield when silicon nanowires of various diameters were irradiated by 

argon ions. The authors observed that the sputtering yield was maximum when the range of the 

ion was comparable to the nanowire diameter. On the other hand, as described in [35]  if the 

ion range is smaller than the nanowire diameter most of the atoms are sputtered from the front 

of the nanowire (the ion beam-facing side) whilst a high ion beam energy will only induce 

sputtering from the back of the nanowire (i.e. the surface from which the ions will escape the 

nanowire). It is worth noting that a high surface to volume ratio of nanowires also influences 

the doping profile as incident ions and sputtered atoms have more opportunities to escape from 

the target. 

Furthermore, as surfaces can be considered as sinks for defects (based on experimental 

observations and MD simulations [172]–[174]) where they may either recombine and/or be 

involved in surface rearrangement [35], the interaction between defects and surfaces of 

nanostructures may have significant consequences. For instance as will be addressed below, 

rearrangement of the defects near the surface of nanostructures has been proposed as being 

responsible for the so called “ion-induced bending” phenomenon [122]. 
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Figure 2.23: Schematic to illustrate (a) the interaction between an ion and a solid where the 

recoils can leave the target material from the surface (as illustrated by the red arrow), whilst in 

the case of a nanostructure (b) more surface is available for recoils to be sputtered away. From 

[35]. 

7.4. Ion induced bending (IIB) 
 

7.4.1. Context 
 

One of the most noticeable effects of ion irradiation on nanostructures is the deformation that 

may be induced. This ion-induced bending phenomenon has been observed in a large range of 

nanostructures such as nanowires, nanotubes, nanopillars and cantilevers [20], [22], [41], [97], 

[114], [122], [171], [175]–[181]. It also affects a wide range of materials including 

nanostructures made of germanium, silicon, aluminium, zinc oxide, gallium arsenide, carbon, 

and silver. Furthermore, several authors have reported that the deformation induced by the ion 

beam could occur either away from the ion beam or towards it depending on the irradiation 

conditions (i.e. the ion species, the energy of the incoming ions, the fluence, the angle of 

irradiation or the nanostructure diameter or width [20], [22], [41], [97], [114], [122], [171], 

[175]–[183].  

Ion irradiation might be used to modify the properties of the irradiated material and more 

particularly as stated above, ion beams can be utilised to dope semiconductors [33]. In this 

case, the IIB may be a side effect of the doping process and the shape modification of the 

nanostructures may be deleterious. For instance, in [22] whilst performing doping of a silicon 

nanowire by gallium ions, the authors had to develop a way of making sure that the nanowire 

was attached at both ends to a substrate in order to prevent the bending effect during 

irradiation[22]. 
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Conversely, IIB is also considered as an efficient and relatively simple way of manipulating 

nanostructures after growth. Indeed, because often the spatial orientation of nanostructures is 

dictated by their crystallographic growth direction on a substrate it is challenging to fully 

control their spatial orientation. Moreover, the spatial orientation of the nanostructures is lost 

if they are removed from the growth substrate [158], [177], [184]. In such instances, IIB can 

be used to readily control the spatial orientation of the nanostructures as reported in [178] where 

an array of nanowires was aligned towards the ion beam. Consequently, due to the interest of 

using IIB to align nanostructures a patent has been used to protect an IIB method by Hewlett-

Packard company© where the authors described a manner of aligning nanowires via irradiation 

by inert gases [185].  

Performing IIB with inert gases can be useful as their effects on the chemical and electronic 

properties of the target material are relatively small. Moreover, as IIB has been observed to 

occur via the use of several ion species, including both inert gases and ion species used for 

doping purposes [114], [178], IIB can be readily used during the fabrication of electronic 

devices as their fabrication often requires irradiation with both inert gases and dopants [25], 

[72]. 

The literature about IIB clearly shows both the opportunities that IIB can offer as well as its 

detrimental effects. To both master its capabilities and avoid it, the mechanisms behind the 

phenomenon must be understood. However, the literature shows that no consensus has been 

reached regarding the cause of the IIB effect. The main mechanisms proposed in the literature 

at the time when the work presented in this thesis was being carried out will therefore be 

presented below and tested in later chapters. 
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7.4.2. Typical characteristic of shape modification induced by IIB 
 

Ion-induced bending may be used to manipulate nanostructures as they can bend away or 

towards an ion beam [114]. Typically, as shown in figure 2.24 during IIB towards the ion beam, 

nanostructures such as nanowires may first take on a circular shape while bending towards the 

beam [176]. Ultimately, they are aligned towards the incoming ions when the fluence reaches 

a threshold value [176].  

 

Figure 2.24: Schematic illustrating how (a) a straight nanowire will (b) first become curved 

during IIB towards the ion beam until (c) it becomes aligned with the ion beam. 

The degree of bending has been found to depend in all cases on the fluences used during 

irradiation, meaning that the higher the fluence the more the structure will bend [20], [97], 

[114], [122]. Thus, unless there is a change of the side exposed to the beam during the shape 

modification of the nanostructure, once a permanent bending in a given direction is achieved, 

the end-result is just a function of the fluence and this statement seems to be true whatever the 

ion or the energy used during the process as shown by several authors [20], [97]. For this 

reason, the use of in situ ion irradiation within a FIB (Focused ion beam) has enabled the ability 
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to precisely manipulate nanostructures, because once the desired configurations were obtained 

irradiation was simply stopped [20], [179]. 

However, forecasting the behaviour of a nanowire before irradiation is a challenging task as it 

implies knowing whether bending will occur, in which direction and a correlation between the 

fluence and the degree of the phenomenon. To be able to answer those questions, the 

mechanisms behind IIB must be understood. However, as detailed below, there is currently no 

consensus regarding how bending occurs and several different mechanisms are currently 

proposed in the literature. 

7.4.3. Thermal Gradients 
 

Based on thermal expansion, a mechanism which relies on an uneven heat transfer occurring 

during irradiation, has been proposed by Tripathi et al. [179]. The authors irradiated composite 

carbon nanopillars and cantilevers with a 30 keV gallium ion beam using a FIB. During 

irradiation, the structures bent towards the ion beam and with sufficient fluence became aligned 

parallel with the ion beam direction. Furthermore, after being bent for the first time, nanopillars 

irradiated from a different angle realigned once again with the incoming ions. Interestingly, 

based on the results of many irradiations made at different energies and with different ions, it 

was noted that at a given radius the nanopillars bent only above a threshold ion beam power 

(This threshold power, in watts, was irrespective of the combination of current and acceleration 

voltage used in the FIB) [179]. 

The authors explained that during a time 𝑡𝑝 (corresponding to the time for which the ion beam 

was focused on the pillar), the ion beam deposits its energy which is converted into heat [179]. 

The authors stated that the thermal energy due to the ion beam and the radiative heat loss in the 

pillar give rise to an uneven thermal distribution in the pillar as shown in figure 2.25. As the 

composite carbon nanopillars were expected to have a negative thermal expansion coefficient, 
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it was stated that the thermal distribution shown in figure 2.25 might result in the structure to 

bending towards the ion beam as the ion-beam-facing-side of the pillar is hotter than its 

opposite side. 

 

Figure 2.25: Schematic showing the correlation between the temperature and the volume 

expansion within the nanopillar. The extent of the volume expansion is qualitatively illustrated 

by the length of the arrows within the nanopillars. From [179]. 

 

7.4.4. Surface rearrangement 
 

Bettge et al. [178] and Rajput et al. [122], [175], [176] almost concurrently proposed 

mechanisms based on surface energy reduction to explain the bending of nanostructures. The 

former authors irradiated silica nanowires with a 30 keV gallium ion beam and reported the 

alignment of the wires towards the ion beam [178]. The authors considered that a contraction 

of the surface of the nanowire on the side facing the ion beam was the reason why the nanowires 

bent towards the beam.  As the surface energy per unit volume of a nanowire is inversely 

proportional to its radius, it was concluded that a tendency to reconfigure the nanowire shape 

by increasing the nanowire radius (whilst reducing its length) must be expected as this would 
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result in the diminution of the surface energy. Bettge et al. [178] concluded that such surface 

relaxation resulting in the shrinkage of the length could be thermally activated and/or be the 

result of atom transport during irradiation. As ion irradiation can provide both thermal energy 

and enhanced atom transport in the vicinity of the irradiated surface [178], the authors 

concluded that ion irradiation can be considered as an ideal technique for inducing such surface 

rearrangement and consequently the bending of various nanostructures. 

Rajput et al. also investigated the role of surface rearrangement in the IIB of nanostructures 

towards the ion beam and concluded that the bending occurs when their surface layers shrink 

during irradiation [122], [175], [176]. The contraction of the surface was said to affect the sub 

layers and thus cause the bending of the nanostructures towards the ion beam.  

During irradiation, the incoming ions are expected to induce both damage and dynamic 

annealing in metallic materials or semiconductors bombarded in [122], [175], [176]. The 

authors stressed the fact that damage near the surface (such as voids due to agglomeration of 

vacancies as well as surface roughness due to sputtering) have been reported to potentially 

induce stress to the same order (several GPa) as that expected during the bending of 

nanostructures. According to Rajput et al., the damaged surface and subsurface release this 

stress by rearranging the atoms taking advantage of the thermal energy given by the incoming 

ions [122], [175], [176]. 

For instance, in [175] aluminium nanowires were irradiated with 30 keV gallium ions at an 

angle of 45°. Using SRIM, the authors showed that creation of voids near the surface can be 

the result of such irradiation as vacancies were mainly generated within the first 15 nm. Also 

using SRIM, they calculated that each impinging ion would induce a temperature rise of at least 

350°C due to phonon generation in the interaction region [175]. 
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The combination of defect generation and rearrangement of these defects near the surface was 

also investigated by Rajput et al. using MD simulation in [122].  Emulating their experimental 

conditions, single crystalline silicon nanowires were irradiated with a 16 keV gallium ions. The 

results indicated dynamic annealing of the defects as well as a recrystallisation which 

consequently induced nucleation of grains [122]. 

In figure 2.26 reported in the same work in [122] the evolution of both the temperature and the 

defects (which are indicated in a purple colour) are shown after a gallium ion has impinged the 

target material.  After 0.26 picoseconds, the temperature due to the thermal spike is about 

700°C and the defect concentration is at a maximum. Subsequently, whilst the temperature 

drops the simulation shows that there is a relatively long period (140 ps) during which the 

annealing of the defects occurs. According to another of their MD simulations, it is during this 

period of annealing that an internal compressive stress in the front facing side of the nanowire 

is induced which also affects the sublayers and causes the bending of the silicon nanowire 

towards the ion beam [122]. 

 During observation in a TEM of an IIB bent silicon nanowire, Rajput et al. [122] noticed that 

the tip of the nanowire was slightly deformed. The authors concluded that this deformation 

might be the result of the reactivation of the surface rearrangement due to an excessive heating 

localised in the tip of the nanowire under the electron beam [122]. 
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Figure 2.26: MD simulations displaying the evolution of the displaced atoms (shown in blue) 

as a function of time. The figure shows (a) the temperature evolution during the thermal spike 

phase, (b) the displaced atoms at 0.054 ps (when the temperature reaches a maximum). The 

region with the highest temperature of 1254.4 K is delimited by the white line. (c) A transitional 

phase at which sputtering occurs where the sputtered atoms are shown within the region 

delimited by the white line. (d) At 0.26 ps, the stage at which the disorder reaches its peak. (e) 

The remaining defects after the system is cooled down to 298K. From [122].  

 

7.4.5. Distribution of self-interstitials and vacancies  
 

As seen previously, a change of bending direction of the whole or a part of the nanowire can 

sometimes happen due to the motion of the nanowire during bending. Indeed, when the 

nanowire moves during IIB it may happen that the ion-beam facing side of the nanowire 

changes due to its motion [122]. However, whilst such geometric considerations (i.e. the ion 
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beam hitting one side or the other) typically influence the bending direction of nanowires in all 

proposed mechanisms, nanowires have also been observed to either bend away from or towards 

the ion beam depending on factors unrelated to a change of the irradiated side [97], [114]. A 

mechanism based on an uneven distribution of point defects proposed by Borschel et al. has 

the advantage of explaining both the bending towards the ion beam and the bending away from 

it. 

In their work, Borschel et al. irradiated single-crystal gallium arsenide nanowires or single-

crystal zinc oxide nanowires [97], [114]. They observed that the bending direction was 

dependent on the diameter of the nanowires, the energy of the ion beam and the ion species. In 

their experiments, they irradiated the nanostructures under conditions that would either 

promote radiation damage in the whole cross section of the nanowire (deep implantation) or 

within the first half of it (shallow implantation) [97], [114]. Furthermore, in [97] by choosing 

medium energy conditions (i.e. such that the range of the ions is somewhere in the middle of 

the nanowire at the beginning of the irradiation) they observed that the bending direction of the 

nanowires changed depending on the way in which the implantation varied during the nanowire 

motion. In their studies, the authors wanted to visualize the distribution of point defects in the 

irradiated structures which they did using MC calculations [97], [114]. SRIM is routinely used 

to simulate the interaction of ions with flat target materials. However, due to its inability to 

reproduce the circular cross section of nanowires, the authors used either a TRIM based 

program “3dTRIM” or their in-house code “Iradina” [97], [114]. The two aspects that were 

monitored using the simulation were the distribution within the nanowires of the implanted 

ions and of the induced point defects. 

The authors reported that when shallow implantation was performed such that the range of the 

ions was less than half of the nanowire cross section, the nanowire bent away from the ion 
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beam [97], [114]. For instance in [114] 60 nm diameter zinc oxide nanowires were observed to 

bend away from the ion beam when irradiated with a 20 keV argon ion beam [114].  

As explained above, during a nuclear collision when an atom is displaced from its lattice site 

it can leave behind a vacancy and travel within the material until it comes to rest at some 

distance. Therefore, as stated by Borschel et al. [97], [114] one might expect that overall more 

self-interstitials will be located deeper (and more vacancies shallower) within the target 

material. As annihilations of pairs of self-interstitials and vacancies are more likely to occur 

when the two point defects are located close to each other, the self-interstitials and vacancies 

formed within the same simulation voxel were considered as having recombined [97], [114]. 

As can be seen in figure 2.27, this method showed that an excess of vacancies is expected very 

close to the surface and an excess of self-interstitials a few nanometres deeper [114]. To 

determine the final distribution of these point defects, the authors also considered sputtering 

effects and concluded that a thin surface layer which was rich in vacancies was removed during 

sputtering thus leading to a net excess of self-interstitials in the irradiated part of the nanowire 

[114]. The self-interstitials would therefore induce a volume expansion of the upper part (i.e. 

the ion-beam-facing side) of the nanowire while the lower part (i.e. the opposite side) would 

remain unaffected. According to the authors, such differences between the two sides of the 

nanowire would induce opposite stresses and therefore a bending moment leading the nanowire 

to bend away from the ion beam [97], [114]. 

On the other hand, as also reported in the same work, for the irradiation of 90 nm zinc oxide 

nanowires by a 100 keV argon ion beam, the authors observed that deep implantation resulted 

in the nanowires bending towards the ion beam [114]. As explain above, the nature of nuclear 

collisions during ion irradiation is likely to generate an uneven distribution of vacancies and 

self-interstitials. However, as shown in figure 2.27, in the case of the deep implantation 

conditions the unequal distribution results in an excess of vacancies in the upper part of the 
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nanowire and an excess of self-interstitials in the lower part. In this case, according to the 

authors the bending moment will be due to a volume reduction in the upper part richer in 

vacancies and a volume expansion in the lower part which is richer in self-interstitials and thus, 

according to the authors, will induce the bending of the nanowire towards the ion beam [114]. 

 

Figure 2.27: Iradina MC simulation results and schematic depicting shallow and deep 

implantation in the top and the bottom row, respectively. In the left column (a), (d), implanted 

ions are represented in a purple colour gradient. In the middle column (b), (e), excess of 

interstitials are represented in purple whilst excess of vacancies are shown in red. In the right 

column (c), (f), the direction of the ion beam is represented by the dark blue arrow and the part 

of the nanowire affected by the ions is coloured in light blue. From [114]. 

Furthermore, the same authors dismissed the influence of the implanted ions in the volume 

change of the nanowires as their effect must be marginal compared to that of the point defects 

as the number of vacancies and self-interstitials generated during irradiation is much higher 

(orders of magnitude higher) than the number of implanted ions. For this purpose, the authors 

showed that the number of point defects generated during the experiments performed on zinc 

oxide is about 5×103 per incoming ion [114]. 
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Choosing an energy such that the range of the incoming ions was about half of the nanowire 

diameter, the authors irradiated gallium arsenide nanowires with xenon ions [97]. By imaging 

the nanowires ex situ in a scanning electron microscope (SEM) at successive irradiation steps, 

they observed that the bending direction of the nanowires changed during the experiment. 

When the irradiation commenced the nanowire initially started to bend away from the ion 

beam, then during the bending the range was increased as the relative angle of irradiation 

changed (due to the bending) and the nanowire then started to bend towards the ion beam. In 

terms of the mechanism described earlier, this bending behaviour was explained by invoking 

the change of range due to the angle of incidence which affects the distribution of point defects 

thus, switching the irradiation conditions from shallow implantation to deep implantation 

conditions, leading to an alternate bending direction [97]. 

7.4.6. Amorphisation based mechanism 
 

Like the mechanism based on the distribution of point defects, amorphisation based 

mechanisms can also explain both the bending away from and towards the ion beam [20], [177], 

[184].  

As stated above, ion irradiation of silicon and germanium can lead to amorphisation. It is 

therefore not surprising that IIB applied to germanium and silicon nanowires has also induced 

amorphisation when taken above a certain fluence. In [20], 30 keV gallium ion irradiations 

were performed on single crystal germanium nanowires, by Romano et al., whilst in [177], 

[184] ion irradiations have been performed by Pecora et al. on tapered single crystal silicon 

nanowires under 45 keV germanium ions in both cases inducing amorphisation and bending 

[20], [177], [184].  

The work performed on germanium nanowires by Romano et al. gave different results from 

that on silicon because during irradiation onto the same side of the nanowire, a change of the 
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bending direction was observed [20]. In addition, Romano et al. showed that it was possible to 

reverse the bending direction numerous times by irradiating opposite sides of the nanowires. 

As seen in the top row of figure 2.28, the germanium nanowires at first bent slightly away from 

the ion beam at low fluence before bending towards the ion beam at higher fluences [20]. On 

the second and third row of images in figure 2.28, it can be seen that the bending direction can 

be modified by repositioning the ion beam to the opposite direction prompting the nanowires 

to then realign with it. However, unlike the IIB towards the ion beam which could be repeated 

several times, the nanowires did not bend away the ion beam when it was repositioned [20].  

 

Figure 2.28: SEM images of germanium nanowires under 30 keV gallium irradiation. The 

direction of the ion beam is indicated by the white arrows. As indicated, the incidence direction 

is changed during irradiation, inducing a change in the bending direction. From [20]. 

Romano et al. observed that the nanowires became partially amorphous after the irradiation by 

the 30 keV gallium ion beam to a fluence of 3.5×1013 ion.cm−2. This fluence matched the 

moment at which the authors first observed the nanowires bending away from the ion beam. 

Above this fluence, the germanium nanowires continued to bend away from the ion beam until 

complete amorphisation was reached. As stated above, germanium is known to become less 
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dense when it amorphises. Romano et al. invoked the stress between the two germanium phases 

(the expanded amorphous phase constrained by the denser crystalline phase) to explain the 

bending away of germanium nanowires under irradiation [20]. According to the authors, as the 

bending away from the ion beam is dependent on the existence of such stress (and consequently 

on the presence of both phases), the absence of bending away from the ion beam can be 

expected when the nanowires are fully amorphous as the stress between the two phases is 

cancelled at this point. Consequently this would explain why germanium nanowires did not 

bend away repeatedly upon changing of the irradiation direction as the nanowires were already 

fully amorphous [20]. 

Once the nanowires became fully amorphous the same authors observed the bending towards 

the ion beam. After sufficient irradiation, the germanium nanowires were aligned with the beam 

and could endure at least six iterations of the IIB reversal before suffering noticeable sputtering. 

As the bending towards seemed to be activated only once the nanowires became fully 

amorphous, the authors proposed two mechanisms related to amorphisation. One of the 

mechanisms they suggested was a possible relaxation of the amorphous phase during 

irradiation leading to densification, the other mechanism was a viscoelastic flow process known 

as ion hammering [20], [186]. Also proposed by Pecora et al. [177], [184] to explain tapered 

silicon nanowires bending towards the ion beam, this viscoelastic flow process occurs only in 

amorphous material. Ion hammering is due to an anisotropic heating during electronic energy 

loss. By the transiting ion, this anisotropic heating leads to an anisotropic thermal expansion, 

which, after relaxation, will lead to a net deformation of the amorphous material. Ultimately, 

as a result of ion hammering, an expansion perpendicular to the ion beam will be observed as 

well as a shrinkage of the irradiated material in the direction parallel to the ion beam [20], 

[177], [184], [186]. This effect, whilst inducing a macroscopic deformation of the irradiated 

material, depends on the cumulative deformation induced by each impinging ion and increases 
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with the electronic energy per ion deposited in the system [187]. Indeed, the anisotropic thermal 

expansion mentioned above occurs in the cylindrical track formed by each ion and most 

importantly at energy regimes where thermalization occurs largely due to electronic loss [187], 

[188]. As a result, ion hammering typically necessitates ions to be accelerated at least at a few 

MeV to be observed [187], [188]. As this crucial feature of the ion hammering effect normally 

means that it must not occur in the experiments reported by Romano et al. in [20], the authors 

suggested that the bending of the germanium nanowires towards the ion beam under the 30 

keV gallium ion beam indicates that ion hammering might occur in nanostructures even when 

the electronic energy deposited is relatively low [20].  

Pecora et al. irradiated tapered silicon nanowires in a way that would render fully amorphous 

the top part of the nanowires but would not have sufficient range to make the nanowires fully 

amorphous in the larger part of the tapered nanowires [177], [184]. Using TEM diffraction and 

imaging techniques to observe the microstructure, they observed that the bent parts of the 

nanowires were fully amorphous, while on the unbent part a thin crystalline strip was coexisting 

with the amorphous phase. Pecora et al. suggested that the rigid crystalline part was preventing 

the nanowire from bending towards the ion beam. Thus, they concluded a necessity for the 

nanowire to be fully amorphous for the hammering effect to be able to induce bending towards 

the ion beam [177], [184]. 

Annealing of the bent tapered silicon nanowires was performed afterwards at 600°C and 800°C 

by the same authors [177], [184]. They observed that the nanowires unbent during SPEG but 

remain bent when RNG was induced. They concluded that during SPEG the aforementioned 

crystalline strip acted as a seed for the regrowth. Furthermore, as they observed that the removal 

of the amorphous phase during SPEG was accompanied by the unbending of the structure, they 

concluded that the unbending was further proof that the presence of the amorphous phase was 

responsible for the initial bending towards the ion beam [177], [184]. 
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Chapter 3: Experimental method 
 

1. TEM 

1.1. History 
 

Often, relatively small things will govern the relatively large ones and whilst this preceding 

statement might at first seems paradoxical, numerous scientific investigations have proven that 

it is often by looking into what can be considered small details of a specimen that we can 

unravel features having a dramatic effect at a much larger scale. For these reasons, scientists 

study proteins to help cure cancer [189], observe defects in crystals in order to understand how 

more-resistant materials can be designed to be used in future nuclear plants [190] or study how 

the geometry of nanomaterials can influence the future quantum computers[191]. For centuries, 

the natural reflex when observation was needed was to use light [192]. Indeed, microscopes 

were, until the 20th century, always based on focusing visible light onto the specimen that one 

wanted to study. 

It was only in the 1930s that the first rudimentary TEM was designed [193]. However, as with 

many innovations in science, the invention of the TEM was not solely due to the spontaneous 

genius of one individual, but the result of decisive discoveries which were shaping and 

redefining science. 

For instance, Thomson [194], [195] and Millikan [196] provided fundamental information 

regarding the electron. The former determined the ratio between the charge of the electron and 

its mass in 1897 whilst the latter calculated its charge and mass. In the 1900s, scientists such 

as Birkland and Poincaré showed that electron trajectories can be influenced and guided via 

the use of magnetic fields [197]. Investigations, which, led to the ability to control the 

trajectories of electrons using the kind of magnetic field now used in TEMs permitted Busch 
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to establish what became known as electron optics [198]. Out of those advances, one of the 

most crucial must be credited to Louis de Broglie. By establishing in 1924 that electrons are 

not only particles but also have wave-like properties, he opened the possibility that similarly to 

light they might be used to observe matter [199]. 

A few years later, the big step was taken by Max Knoll and Ernst Ruska who on the 4th June 

1931 unveiled the first image obtained by an electron microscope during a conference in Berlin 

[193]. As the resolution of their images was already below 10 nanometres, their work had a 

consequent impact and triggered the urge to develop TEM, thus earning Ruska a Nobel prize 

in 1986 [193]. 

1.2. Magnification 
 

In order to distinguish what cannot be observed by an unaided human eye, an object of interest 

must be magnified [200]. In a TEM, this is done by transiting electrons through the object and 

then guiding them using a series of lenses in such a way that an enlarged image of the object is 

formed (and then converted into light). [201].  

In a TEM, it is the magnetic lenses that are typically used to guide the electrons [201]–[203]. 

These lenses are able to converge and focus electron beams. As can be seen in figure 3.1, a 

convergent lens will bend the incoming rays depending on the angle �̂� that they make with the 

plane of the lens. The lens will converge more strongly the ray forming a small angle �̂� as 

compared with those forming a larger angle �̂�. Via this process, an image of the object will be 

formed behind the TEM lens to a specific distance from the lens’ central plane. As shown in 

the picture at such distance all the rays coming from a point of the object will have been focused 

at the same position behind the lens, on the image plane [201]–[203].  
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Figure 3.1: Schematic showing how individual rays (represented with coloured lines) are 

bent depending on their optical pathways and the angle they form with the central plane 

of the convergent lens. In front of the lens in the image plane an image of the object is 

formed were the rays meet.  

 

1.3. Structure of the microscope 
 

1.3.1. Emission of electrons 
 

As will be addressed later, during the interaction between the electron and the sample some 

important imaging properties (such as the diffracting effects, the resolution and the brightness) 
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are improved if the electron has a lower wavelength (i.e. a higher velocity), however, before 

being accelerated, electrons need to be emitted from a source. The most common ones are the 

so-called thermionic sources. In addition to be easily engineerable these sources must be able 

to provide electrons. To escape from the source, enough energy must be provided to the 

electrons so that they can overcome the work function, Ф, of the material. The work function 

defines the minimum energy that need to be given to an electron to be removed from this 

material, and thus reach the vacuum level. To provide such energy, a filament may be heated 

so that enough thermal energy is given to the electrons allowing them to escape from the tip of 

the source. In these cases, the sources are referred to as working via thermionic emission. They 

must therefore be able to withstand high temperature (or have a low enough work function) 

and be formed into a tip. As they satisfy those conditions, the thermionic tips typically chosen 

in TEM are made of LaB6 or tungsten. The density of current, 𝐽, they emit is given by equation 

3.1 where A is Richardson’s constant (A.m−2.K−2 ) [201]–[203]. 

𝐽 = 𝐴𝑇2𝑒
−

Ф

𝐾𝐵𝑇                  (3.1) 

Most TEMs based on such type of emission were equipped with an electron gun made of a V-

shaped tungsten filament [203] as shown in figure 3.2. The tungsten filament is heated to a 

temperature of about 2500°C in order to emit electrons [201]–[203]. However, this type of 

electron gun has been gradually replaced by those made of LaB6 crystals as shown in figure 

3.2 [203]. Having a lower work function, LaB6 needs only be heated to a temperature of about 

1500°C [203]. To understand why this type of electron gun is now favoured over those using 

a tungsten filament, it is important to understand two main factors which influence the quality 

of an electron gun: the spatial coherence and the temporal coherence [201]–[203]. The former 

describes the degree to which electrons come from a single “point” in the source. The latter 

depends on the variation of the energy between the emitted electrons (i.e. the energy spread). 
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Typically, the colder is the source, the less this latter varies and the better is the temporal 

coherence of the source. Tungsten filaments are relatively low-cost and simple to look after 

when it comes to their maintenance. However, they offer less coherence than LaB6 which are 

more expensive but deliver electrons with better spatial (due to finer tips) and temporal 

coherence (due to a lower temperature required during emission). As shown in figure 3.2, in 

thermionic sources the use of a Wehnelt cylinder placed below the source focuses the electron 

beam to a position called the gun crossover, additionally by repelling some of the electrons (i.e. 

the less temporally coherent) it may improve the coherence of the electron beam [201]–[203]. 

 

Figure 3.2: Schematic showing a typical thermionic electron gun structure with 

photographs of the two most common thermionic sources used in TEM (tungsten and 

LaB6). From [204]–[206]. 

An alternative to the thermionic emission source is shown in figure 3.3: the electrons are 

stripped from a cathode tip by applying a tension of a few thousand volts relative to the anodes. 

The applied voltage generates a strong electric field that extracts electrons from the tip of the 
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cathode. This type of emission is used in a field emission gun (FEG). FEG sources offer the 

best spatial and temporal coherence. For these reasons, they are therefore often used in 

microscopes which are specialised in imaging at high resolution or when high resolution is 

required for spectroscopy. It is worth noting that a hybrid type of field emission gun is also 

often used: the hot FEG. In a hot FEG, in addition to the electric field, the source is heated to 

avoid contamination and to provide thermionic assistance to extract more electrons and thus 

attain a higher beam current. However, as can be seen in table 3.1, this happens at the expense 

of the coherence compared to cold field emission guns which rely solely on the electric field 

to extract the electrons [201]–[203].  
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Figure 3.3: Schematic showing a field-emission type of electron gun where two anodes under 

a voltage shown in the picture by V1 and V2 are used as electrostatic lens to guide and focus 

the beam. Furthermore, as stated in [203], V1 typically delivers a voltage to extract the 

electrons from the tip whilst anode 2 is used to accelerate the electrons. 

 

Type of source 
Energy 

distribution (eV) 

Size of the 

source’s 

tip 

Tungsten 2.5 50µm 

LaB6 1 5µm 

Thermal FEG 0.75 25nm 

Cold FEG 0.35 5nm 

 

Table 3.1 Typical values of energy distribution and source sizes of the main type of sources 

used in TEM according to [207]. 
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Another feature which differentiates the various types of electron gun is the brightness, β, of 

the source. The calculation of β is shown in equation 3.2, where ie is the emission current, d0 is 

the diameter of the electron beam at its cross-over point (located below the Wehnelt cylinder 

as discussed below) and α0 is the divergence which can be approximated as the semi-angle 

formed by the electron beam when it emerges from the gun crossover:  

𝛽 =
𝑖𝑒

𝜋(
𝑑0
2

)2𝜋(𝛼0)
2
                           (3.2) 

It is intuitive that the higher the brightness is, the easier it potentially will be to extract 

information from the portion of the specimen being illuminated. However, increased brightness 

is more likely to damage a specimen susceptible to such effects. Typically, the brightness 

increases with the acceleration voltage. Furthermore, for a given acceleration voltage, the 

brightness also depends on the type of source. Usually, the lowest brightness comes from 

tungsten-type electrons gun followed by LaB6, then hot FEG, whilst the greatest brightness are 

found in TEMs equipped with cold FEG sources. 

Once the electrons leave the source, they are accelerated to several hundreds of kilo electron-

volts (in most TEM) [201]–[203]. To achieve this, a voltage between the ground and the source 

is created by holding the source at a high negative voltage (typically between –80 kV and –300 

kV in the TEMs at the MIAMI facility) [208]. 

 

1.3.2. Lens system 

1.4.2.1. The electromagnetic lens 

 

As described above, the invention of the TEM was in part dependent on the design of a new 

type of lens which could influence the trajectory of electrons using magnetic fields instead of 
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the traditional lenses used to bend light. In this type of lens, a magnetic field is created by 

running a current in a set of coils wrapped in metallic cases called pole pieces.  

As stated by the Lorentz law, a force (𝐹 ) dependent on the velocity 𝑣  of an electron in a 

magnetic field �⃗�  is generated such that: 

𝐹 = −𝑒(𝑣 × �⃗� )                         (3.3) 

Looking at this equation, it is therefore evident that the direction of the electron going through 

the magnetic lens will be modified depending on its initial direction as the force generated will 

take the direction of the cross product between 𝑣⃗⃗⃗   and �⃗� . Consequently, the direction of the 

force acting upon the electrons will also vary as  𝑣⃗⃗⃗    changes direction [201]–[203]. 

Except for a rotation of the position of electrons when they escape from the field, the net effect 

of the TEM lens on electrons will be similar to a convergent optical lens on photons. The 

magnetic lens will converge electrons unless they are aligned with the optical axis of the lens 

(as 𝑣   and �⃗�  are collinear in this instance) and can therefore be used to create a magnified image 

of an object, similarly to the example illustrated in figure 3.1 [203].  

The analogy with optical lenses also holds for the aberrations than they can both suffer. One of 

the most important aberrations is spherical aberration. In a lens, the strength with which 

electrons are bent depends on the distance they are from the optical axis – the further they are 

from the optical axis, the more strength with which they will be bent. In some modern TEMs, 

there are now systems which enable the correction of the spherical aberration. Indeed, often, 

TEMs dedicated to high resolution offer the correction of both this aforementioned aberration 

and a less severe one: the chromatic aberration corrected. Chromatic aberration is the result of 

the electron beam not being perfectly monochromatic (i.e. monoenergetic). Consequently, the 

electron beam is not bent uniformly by the lens as the Lorentz force depends on the velocity of 
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the electrons. Whilst most TEMs are not equipped with spherical and chromatic aberration 

correcting systems, they are fitted with other features which, as discussed below, are essential 

in order to correct other factors which can interfere with the image formation [202], [203].   

1.4.2.2. Feature of the Lens system 

 

In a TEM, several magnetic lenses can be found along the column, focusing the electrons and 

ultimately projecting a magnified image onto the viewing system. However, as the features 

which need to be observed are often on the order of nanometres, angstroms or even less in size, 

it is evident that any slight deviation of the electron beam or electron energy such as small 

imperfections in the lenses can be deleterious for the resolution. Therefore, each lens system is 

equipped with a set of features which are shown in figure 3.4 [202], [203]. 

As expected, even in the best-case scenario, at the scale considered in a TEM, the incoming 

electrons cannot be considered as coming exactly parallel to the lens’ optical axis. To consider 

this, magnetic fields are generated by deflectors in order to bend the electron beam. As seen in 

figure 3.4, the first set of deflectors can be used to deflect the beam towards the axis, whilst 

further deflection via a second set will enable further correction of the misalignment between 

the incoming electrons and the lens. It is, however, worth noting that deflectors may be used to 

purposely deflect the beam off the optical axis to perform techniques that will be addressed 

below (e.g. dark-field (DF)) [202], [203].  
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Figure 3.4: Schematic of an electromagnetic lens system and associated components. In 

the example depicted in the figure the electron beam shown in red is tilted towards the 

optical axis of the lens by the deflectors. As illustrated in the image on the right bottom-

corner the astigmatism (represented by a distorted electron beam) is corrected when the 

electron beam passes through the stigmators (or more precisely by the field they generate) 

and is then skimmed by the aperture. 

 

Another feature of TEM that can be considered is the non-perfect uniformity of the magnetic 

field generated by the lens. An unequal magnetic field can result in a lens being stronger in 

some directions than in others, which is called astigmatism. In the same way that optical lenses 

can suffer from astigmatism and bend a beam of photons in an uneven manner, the same effect 

occurs in magnetic lenses. As shown in figure 3.4, stigmators are used to correct this problem 
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by slightly distorting the electron beam via a magnetic or an electromagnetic field to correct 

for the distortion introduced by the associated lens  

Lastly, the current running into the coils can be influenced by heat which, in metal, reduces the 

conductivity. As changing temperature will thus affect the magnetic field, the magnetic lenses 

are maintained at a constant temperature via a cooling system [202], [203]. 

 

1.3.3. Vacuum system 
 

To enable the electrons to travel within the TEM column, a good vacuum must be maintained 

(about 10−6 Pa in a typical TEM) as electrons would otherwise be scattered by gas atoms. To 

reach and maintain a desired level of vacuum, a set of pumps are used. These pumps operate 

at different pressures and are complementary [203]. Indeed, it is important to understand that 

if a pump is operated at an insufficient level of vacuum relative to its normal use, damage can 

result. 

Typically, at a low level of vacuum from atmospheric level to ≈10−1 Pa, the first pump used to 

lower the pressure is called a backing pump. Figure 3.5(a) shows a type of backing pump 

known as a rotary pump in which the gases will be dragged via a rotating fan. The gas which 

leaves via the exhaust is filtered to remove any vacuum pump oil and then released outside the 

column [203]. 

When the level of vacuum is sufficient, the oil diffusion pump carries on lowering the pressure. 

In a diffusion pump, oil is heated at the bottom of the pump so that molecules evaporate and 

travel up the centre of the pump at relatively high speed before being deflected back in the 

opposite direction down the outer region of the pump. They then collide with gas molecules 

and transfer momentum in the direction of the exhaust at the bottom of the pump. As the outside 

of the pump is maintained at a lower temperature, the oil will condense and re-join the liquid 
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oil being heated at the bottom of the pump as shown in figure 3.5(b). Diffusion pumps can be 

very efficient and are able to provide ultra-high vacuum (≈10−9 Pa). In this work, these pumps 

are mainly used to reach a vacuum of 10−7 Pa [203]. 

To achieve higher vacuum, turbo molecular pumps are used. As shown in figure 3.5(c), the 

principle is in fact quite simple as it relies on a set of propellers which spin at very high speed 

(typically up to 60,000 rotations per minute) to drive the gases out [203].  

Lastly, ion getter pumps permit vacuum to reach ultra-high vacuum (UHV) but can be operated 

only at pressures starting from 10−3 Pa. As shown in figure 3.5(d), the principal components of 

an ion pump are a positively and a negative-charged plate which operate within a magnetic 

field. The cathode emits electrons that remain within the magnetic field. These electrons can 

ionise the molecules in the gas to form positively-charged ions. These will then be accelerated 

by the anode towards the cathode to be trapped. Additionally, titanium is sputtered away from 

the cathode by the impinging ions and tends to form compounds with gas molecules and so 

trap them within the pump [202], [203].  
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Figure 3.5: Schematics of: (a) a rotary pump, from [209]; (b) a turbo-molecular pump, 

from [210]; (c) an oil diffusion pump, from [203]; and (d) an ion getter pump, from [203]. 

 

1.3.4. Sample Chamber 
 

Samples need to be moved in and out the microscope without significant deterioration of the 

vacuum. The goniometer airlock permits the insertion of the sample without exposing the 

column to a sudden rise of pressure.  
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The sample holder (or rod) into which the sample is placed is inserted in the antechamber. Once 

sealed in this position, a roughing pump starts to evacuate the antechamber of gases until the 

required pressure has been reached (approximately below 10−6 Pa in the microscope in the 

MIAMI facility). Once such a pressure is attained, the sample holder can be inserted fully into 

the microscope. When operating the TEM, contamination of the sample can occur even under 

vacuum as traces of gases including hydrocarbons, for example, will remain in the chamber or 

because the electron and/or ion beam causes outgassing, sputtering or hydrocarbon cracking. 

To reduce contamination of the sample, liquid nitrogen is poured into a reservoir on the 

microscope so as to cool a metal surface called a “cold finger” surrounding the sample. The 

cold finger acts as a trap for impurities as these will tend to condense onto the trap rather than 

going onto the sample [202], [203]. 

1.3.5. Type of sample holders 
 

There are several types of sample holders which can be used in a TEM. One of the most 

common options that sample holders offer is the possibility of tilting the sample. In the TEM, 

the sample can be moved by shifting the sample along the x-axis or the y-axis to bring the area 

of interest under the electron beam. However, as explained below, it is often also necessary to 

tilt the sample to fully determine the morphology of the sample, to perform high-resolution 

microscopy or to excite an electron beam reflection off a specific set of crystallographic planes. 

Some holders are single-tilt which allow an x-tilt whilst double-tilt holders permit both x-tilt 

and y-tilt as shown in figure 3.6 [202], [203].  
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Figure 3.6: TEM holder with the two tilting directions represented by the green arrows. 

 

Furthermore, there are holders which allow the rotation of the sample about the z-axis. They 

have proven in the current work to be especially useful during in situ irradiation of nanowires 

as they allow the orientation of the specimen into a position with the desired angle with respect 

to the ion beam. 

For radiation damage investigations, the temperature often plays an important role. For 

instance, as explained in the literature review, the mobilities of defects are greatly influenced 

by the temperature of the specimen. For this reason, holders allowing control of the temperature 

by heating the sample or on the contrary by bringing down the temperature via the use of liquid 

nitrogen or liquid helium are often used. These types of holder may also be able to tilt the 

sample such as the heating double-tilt holders used in the current work. 
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Additionally, other types of holder can also be found such as straining or gas-flow holders 

which permit the sample to be mechanically tested or to allow the study of specimens in low-

pressure gaseous environments [202], [203]. 

1.3.6. Eucentric height 
 

As will be explained later, the image seen on the phosphorescent screen (or any other viewing 

system) is the magnified version of the image formed by the objective lens. However, there is 

a plane of reference in which the object of interest should be placed: the eucentric plane. When 

the sample and the objective lens strength are adjusted so that the image is formed based on an 

object placed in this particular plane, the sample is said to be positioned at the eucentric height. 

If the height is not properly adjusted, using a tilt will also induce a shift and a change of height 

of the specimen. To have the sample at the eucentric height, the sample’s plane must both be 

perpendicular to the lens optical axis and include the sample holder axis (to avoid the specimen 

to move during the tilt). As it is defined above, there is obviously not only one plane that satisfy 

these conditions, however, the eucentric height is unique because the sample height must also 

be adjusted when the objective lens’ current is fixed at a reference value. In fact, in a TEM all 

the planes in the imaging system are (by default) arranged and set based on this current 

reference value. 

In most TEMs, the electron beam travels from the top to the bottom of the TEM column passing 

through the magnetic fields generated by the different lenses. In such a TEM column, the 

settings are typically adjusted in a way that makes one (or several) of the lower lenses form a 

magnified image from an object at a fixed position above it. This fixed position will therefore 

be the object plane that lens, this object plane should also be in an ideal condition the image 

plane of the lens located directly above it. In fact, due to the multiple magnifications, each 

object plane should correspond to the image plane of an above-located lens leading to an in-
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focus image. However, this is not always the case and the final image formed might not 

correspond to an in-focus image, meaning that one (or several lenses within the column) have 

formed an image from an object plane which did not correspond to the image plane of the 

above-located TEM lens. Typically, setting the focus is done via the objective lens which as 

shown in figure 3.7 may lead to a focused or a defocused image. As shown in figure 3.7 if we 

consider that the lens directly below the objective lens has its object plane defined at a fixed 

height (i.e. such a plane is shown in the figure via a dashed line) and that the specimen position 

and the objective lens strength are set in such a way that the image of the specimen will be 

formed at the height defined by the red rays, the image formed will be in focus. On the other 

hand, if the position and the strength of the objective lens are such that the rays are too strongly 

converged (illustrated by the green rays) and thus forming an image of the specimen above the 

object position of the lens below, this would lead to an overfocused image. Similarly, if the 

image is formed relatively too low (e.g. illustrated by the blue rays)  the image will be in  

underfocus [202], [203].   
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Figure 3.7: Schematic illustrating situations where the conjugate image of an object is either 

well focused onto the object plane of the lens positioned below in the TEM column (red line), 

overfocused (green lines) and underfocused (blues lines). In the example shown here the lens 

below in the TEM (not shown for clarity of the figure) is set such as its object plane is at a 

fixed height.  
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1.3.7. Viewing system 
 

In TEM, the images formed by the electrons are observed using a viewing system which allows 

the formation of an image that is visible to the human eye. One of these is photographic films, 

which are electron sensitive and can therefore be used to capture images.  

Another method of observation is the fluorescent screen, typically a phosphor screen, which is 

not used to capture images but rather to monitor the live image in the TEM.  

“Direct” electron detectors directly produce a signal as the electrons hit the detector. An 

example is the complementary metal-oxide-semiconductor (CMOS) device. They are thus, 

used as a way of providing image and live observation using the flux of electrons hitting the 

device at each position [211], [212]. Typically, with such detectors as the signal is directly 

generated by the electrons there is a relatively good correlation between the signal detected and 

the position or the number of the impinging electron. As it will be addressed below, this is not 

the case for charge coupled device (CCD) cameras because they are indirect electron detectors.  

Lastly, the CCD camera also allows live observation and imaging of the specimen.  As CCD 

cameras were used routinely in this work (and in most modern TEMs) they are described in 

more detail below. 

As shown in figure 3.8, the top part of the CCD camera is made of a material which performs 

the function of a scintillator. In a CCD camera, the scintillators are usually made from a single 

crystal of yttrium aluminium garnet (YAG) and have the ability to convert electrons into 

photons. Below the scintillator, typically a fibre optic bundle will carry the photons generated 

by the electrons to the CCD. The CCD will count the signal at each pixel available and therefore 

compile an image in which the intensity at each pixel depends on the number of counts detected 

by the CCD. Thus, the intensity of the image will depend on how the sample has interacted 

with the electrons [202], [203], [213]. 
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However, unlike in this ideal description the photons generated by the electrons are in fact 

emitted in many directions so not all will enter the fibre optic bundle, thus affecting the 

conversion between electrons and photons. The conversion between electrons and photons is 

one of the main limiting factors of CCD camera as other effects might affect this conversion. 

For instance, an electron impacting the scintillator material might induce more than one photon. 

In some cases, the electrons can also leave the scintillator material only to be scattered back 

into the scintillator at positions unrelated to the original point of entry thus leading to the 

generation of photons at a position unrelated to its original position. Furthermore, some photons 

can also be transmitted to the CCD laterally far from the position hit by the electron when 

entering the camera and thus contribute to noise. For all these reasons, the signals transmitted 

by the fibre optic bundle are not perfectly representative of the initial position where the CCD 

has been hit by the electrons nor perfectly representative of the number of electrons. 

 

Figure 3.8: Schematic of a camera based on a CCD showing how an electron is captured by 

the scintillator that translates the electronic signal into photons to ultimately give rise to a signal 

via the CMOS. Modified from [214]. 
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1.4.  Image formation 
 

1.4.1. Ensemble view 
 

Figure 3.9 shows how the parts of the TEM previously presented are used in order to form a 

magnified image or a diffraction pattern. Firstly, an electron beam is generated by the electron 

gun and accelerated to the desired energy using the accelerator stack. The electron beam is then 

formed into a probe on the sample using the condenser lens system [202], [203].  

Once the electron beam goes through the sample it is converged by the objective lens system 

the purpose of which, is to form the first magnified image (and diffraction pattern) of the 

sample. This is then further magnified using the intermediate and projector lens systems, which 

comprise one or several intermediate lenses and a final projector lens that will deliver a final 

magnified image to the viewing system. The object will thus be observed magnified by a factor 

of several thousand times (or million times), owing to the multiple lenses in the column [202], 

[203]. 

As described above, most lens systems are equipped with deflectors and stigmators allowing 

adjustment of the electron beam relative to the optical axis and to reduce astigmatism, 

respectively. Furthermore, apertures are used to select the electron beams which will be used 

to form the image and diffraction pattern. In the following section, going from the top of the 

microscope to the bottom, the different functions of the microscope are described in more 

detail. 
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Figure 3.9: Ensemble view showing the main sections of the TEM. The image shown in the 

figure illustrates a simplified example as the actual TEM is more complex and may possess 

more lenses. 
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1.4.2. From the Electron Gun to the sample 
 

The illumination system takes the flux of electrons generated by the electron gun to the 

specimen. Using the Wehnelt cylinder, an image of the source is formed at the position where 

the beam coming from the gun has been condensed (the gun cross-over). As shown in figure 

3.10, this image of the source serves as an object for the C1 lens which will condense (or de-

condensed) its image at the C1 cross-over position. 

Typically, in the simplest condenser lens system, a second lens C2 is used to illuminate the 

specimen. The C2 lens can be used to send a condensed beam onto the specimen thus 

performing techniques such as convergent-beam electron diffraction (CBED). In this work, the 

illumination system was mostly exploited to bring an (almost) parallel electron beam onto the 

specimen. For this reason, the illumination is underfocused and the C2 cross-over will be below 

the sample position. However, as can be seen in figure 3.10, the nominally-parallel beam is not 

really parallel as there is a very small angle β which typically is under 0.006°, which means 

that the electrons are not exactly spatially coherent [202], [203]. In theory, the C2 lens should 

be as underfocused as possible so that the angle β is minimised. However, in order for the 

specimen to be illuminated with sufficient electron intensity (i.e. a more condensed less-

parallel beam) a compromise must be found.  Lastly, as shown in figure 3.10 a diaphragm (with 

a hole in its centre called an aperture) can also make the beam more parallel but will reduce the 

number of electrons hitting the sample as it skims part of it. 

There are many instances where the beam will need to be translated or tilted (e.g. when 

performing centred dark-field (CDF) as discuss below). As described above, coils can be used 

to deflect the electron beam along the column. Indeed, the set of deflectors can be used to shift 

or tilt the beam before it enters the sample. However, a calibration of the deflectors is often 
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necessary to perform a controlled tilting or shifting procedure so that tilting the beam does not 

shift it, and shifting the beam does not tilt it. 

 

Figure 3.10: Electron ray path from the gun crossover to the sample showing how the C2 lens 

focuses the beam onto the specimen and how the diaphragm can act as a beam skimmer in a 

simplification of an actual TEM which is more complex and typically will possess more lenses. 

From [203]. 
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1.4.3. Sample and objective lens 
 

As stated above, the sample should be in the eucentric plane to avoid sample shift whilst tilting 

via the goniometer. As shown in figure 3.11, the objective lens will condense the electron beam 

in such a way that a diffraction pattern will be formed at its back focal plane. As will be shown 

later, the diffraction pattern gives valuable information regarding the microstructure of the 

specimen in the diffraction mode of the TEM. Lower in the column, the magnified image of 

the sample is formed in the image plane. In imaging mode, this is further magnified by the 

intermediate and projector lenses onto the viewing system [202], [203].  

As shown in figure 3.11, choosing whether an image or a diffraction pattern is projected onto 

the viewing system is determined by setting the object plane of the intermediate lens to coincide 

with either the back focal or image plane of the objective lens in diffraction or imaging mode, 

respectively [202], [203]. 

During this PhD, most of the diffraction patterns were acquired whilst employing the selected 

area diffraction (SAD) aperture. This aperture was used to select the area of the specimen which 

was of interest. To do so, the SAD aperture cannot be physically placed at the sample position 

and so the aperture is therefore positioned in the image plane of the objective lens. Using the 

image of the specimen to select which area is used to create the diffraction is equivalent to 

having a virtual aperture at the position of the specimen [202], [203]. 

In imaging mode, an objective aperture might be utilized to select whether the image is formed 

using one of the diffracted electron beams or the direct beam (which is made mostly of 

unscattered electrons) to perform operations such as bright field (BF) and dark field (DF) 

imaging. 
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Figure 3.11: The ray diagram on the left shows an example of how a TEM can be operated to 

produce a diffraction pattern on the viewing system and on the right to produce an image. As 

shown in the picture the projector lens has a fixed height at which its object plane is positioned 

(i.e. Intermediate image 2). Consequently, the formation of a DP or an image will depend on 

whether at this position (i.e. the intermediate image 2) the intermediate lens forms a DP or an 

image. From [203]. 
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1.4.4. Bragg angle 
 

As will be summarised below, the electron beam impinging on the specimen can lead to 

different kinds of interaction. Electrons can for instance be scattered without significant loss of 

energy (elastic scattering).  The geometrical construction in figure 3.12 will be used to describe 

how coherent elastic scattering events constructively interact [202], [203]. 

In figure 3.12, two planes separated by a distance d in a crystal are shown as well as elastic 

scattering events and the resulting wave fronts. The wave front W1 is scattered and becomes 

Wd. The geometrical construction shows that there is a difference in path-length of two beams 

that encounter the adjacent scattering points, B and C.  Indeed, 𝑅1
⃗⃗⃗⃗  travels a distance that is 

longer than 𝑅2
⃗⃗ ⃗⃗   by a quantity equal to:𝐴𝐶 + 𝐶𝐷 = 2𝑑 sin 𝜃 

 

Figure 3.12: Scattering occurs from B and C, which are two points lying on the planes P1 and 

P2. The path difference between the two beams is equivalent to AC+CD. From [203]. 
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In figure 3.12, the diagram shows two beams, 𝑅1
⃗⃗⃗⃗   and 𝑅2

⃗⃗ ⃗⃗  , from the same wavefront. Before 

scattering 𝑅1
⃗⃗⃗⃗   and 𝑅2

⃗⃗ ⃗⃗  are in phase as they come from the same wave front. However, after being 

scattered the difference of path length which depends on the angle 𝜃 will determine whether 

they still are in phase. In fact, there are values of 𝜃 called Bragg angles 𝜃𝐵 at which the two 

beams will be in phase. 𝑅1
⃗⃗⃗⃗   and 𝑅2

⃗⃗ ⃗⃗  will be in phase when AC + CD = nλ (where n is an integer), 

thus when equation 3.4 is satisfied. This is the Bragg law and is equivalent to equation 3.5 

(when n=1) [203]. 

 

𝑛𝜆 = 2d sin 𝜃𝐵                          (3.4) 

2 sin 𝜃𝐵 =
𝜆

𝑑
                (3.5) 

 

When the Bragg law is satisfied, thus when θ = θB, the beams may constructively interfere thus 

adding their intensities. The beams reflected through the Bragg angle correspond to the 

diffracted spots in the back focal plane of the objective lens. 
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Figure 3.13: Illustration of vectors, which represent the wavefront prior to scattering, 𝑘𝑖
⃗⃗  ⃗, and 

after diffraction, 𝑘𝑑
⃗⃗⃗⃗ . The difference between these two is the vector �⃗⃗� . 

 

The wave propagation vector �⃗�  (of magnitude 
1

𝜆
) can also be shown during the scattering 

keeping in mind that because it is elastic scattering that is considered here, the magnitude of 

the propagation vectors remains unchanged before and after scattering. As can be deduced from 

figure 3.13, the change in the vector due to the interaction is given by equation 3.6 and the 

magnitude of �⃗⃗�  can be expressed as equation 3.7. 

 �⃗⃗� = 𝑘𝐷
⃗⃗ ⃗⃗  − 𝑘𝐼

⃗⃗  ⃗               (3.6) 

 |�⃗⃗� | =
2 sin𝜃

𝜆
.              (3.7) 

Whilst �⃗⃗�  represents the general case, if it takes values at which the Bragg law conditions are 

met then �⃗⃗�  is called the diffraction vector, 𝑔 , whose magnitude is equal to (1/d). As stated 

above, constructive interference will occur when 𝜃 = 𝑛𝜃𝐵. So, at the Bragg angle it can be 

written: 
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 |𝑔 | =
2 sin𝜃𝐵

𝜆
               (3.8) 

1.4.5. Reciprocal space and Ewald Sphere 
 

As 𝑔  can be expressed as 
1

𝑑
 it therefore has units of reciprocal length and exists in reciprocal 

space in which the lattice is expressed with reciprocal vectors 𝑟∗⃗⃗  ⃗ which depend on reciprocal 

unit-cell vectors 𝑎∗⃗⃗⃗⃗ , 𝑏∗⃗⃗  ⃗, 𝑐∗⃗⃗  ⃗: 

𝑟∗⃗⃗  ⃗ = 𝑚1𝑎
∗⃗⃗⃗⃗ + 𝑚2𝑏

∗⃗⃗  ⃗𝑚3𝑐
∗⃗⃗  ⃗                         (3.9) 

Where, 𝑚1, 𝑚2, 𝑚3 are integers 

Furthermore, these reciprocal vectors are defined with respect to the unit lattice in real space 

such that: 

𝑎∗⃗⃗⃗⃗ . �⃗� = 𝑎∗⃗⃗⃗⃗ . 𝑐 = 𝑏∗⃗⃗  ⃗. 𝑐 = 𝑏∗⃗⃗  ⃗. 𝑎 = 𝑐∗⃗⃗  ⃗. 𝑎 = 𝑐∗⃗⃗  ⃗. �⃗� = 0                              (3.10) 

𝑎∗⃗⃗⃗⃗ . 𝑎 = 1; 𝑏∗⃗⃗  ⃗. �⃗� = 1; 𝑐∗⃗⃗  ⃗. 𝑐 = 1               (3.11) 

Consequently, these vectors are defined such that 𝑎∗⃗⃗⃗⃗  is normal to 𝑐  and �⃗� , 𝑏∗⃗⃗  ⃗ to 𝑐  and 𝑎 , 𝑐∗⃗⃗  ⃗ to 

�⃗�  and 𝑎 . Also, the bigger the unit lattice represented by 𝑎 , �⃗�  and 𝑐  in real space the smaller is 

the reciprocal unit lattice. The Bragg conditions correspond to value of 𝑔  equal to 
1

𝑑
 and can 

therefore be expressed via vectors 𝑔ℎ𝑘𝑙⃗⃗ ⃗⃗ ⃗⃗ ⃗⃗  defined in reciprocal space, such as: 

𝑔ℎ𝑘𝑙⃗⃗ ⃗⃗ ⃗⃗ ⃗⃗ = ℎ𝑎∗⃗⃗⃗⃗ + 𝑘𝑏∗⃗⃗  ⃗ + 𝑙𝑐∗⃗⃗  ⃗            (3.12) 

 

One way of thinking about diffraction conditions is to consider an “Ewald sphere” in reciprocal 

space. As shown in figure 3.14 this sphere is usually drawn using the wave vector 𝑘𝑖
⃗⃗  ⃗ to 

represent CO where C is the origin of the sphere and O is the origin of the lattice in reciprocal 
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space. As vectors 𝑘𝑖
⃗⃗  ⃗ and 𝑘𝑑

⃗⃗⃗⃗   have the same magnitude which is 
1

𝜆
, the surface of the sphere of 

radius 
1

𝜆
 can only intersect reciprocal lattice points satisfying Bragg’s law. In figure 3.14, a 2D 

representation of the Ewald sphere in the reciprocal lattice is shown. The surface of the Ewald 

sphere may intersect two reciprocal lattice points such that 𝑘𝐷
⃗⃗ ⃗⃗  − 𝑘𝐼

⃗⃗  ⃗ = 𝑔  and in this situation 

the Bragg conditions are met and diffraction will occur [202], [203]. 

However, whilst in a reciprocal lattice discrete points are considered.  The diffraction 

conditions are represented by a lattice made of relrods (which are ovoids centred on the 

reciprocal lattice points), meaning that even if the sphere does not exactly fall on the reciprocal 

lattice point it might still intersect a relrod and diffraction can occur. The shape of the relrods 

comes from the shape of the electron-irradiated section of the sample, which can be 

approximated as a thin cylinder or short-fat ovoid in real space. In reciprocal space, their shape 

is preserved, however, the relationship between length in real and reciprocal space being 

inverted, the thin illuminated region of the sample is a long column (or ovoid) in reciprocal 

space. 

As stated above, the Ewald sphere does not need to exactly fall on lattice points for diffraction 

to occur. Furthermore, because the magnitude of 𝑘𝑖
⃗⃗  ⃗ and 𝑘𝑑

⃗⃗⃗⃗   is 
1

𝜆
, a small wavelength will result 

in an Ewald sphere with a bigger radius, which, consequently will have much more 

opportunities to encounter a relrod. It is worth stating that this correlation between the 

wavelength and the probability of diffraction phenomenon is the reason why diffraction occurs 

more readily in a TEM compared with X-ray diffraction which typically occurs at a larger 

wavelength [203].  
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Figure 3.14: The Ewald sphere and the relrods in 2 D: as the relrods are not discrete points, a 

sphere with a large radius may encounter numerous relrods. From [203].  

 

1.4.6.  Diffraction patterns 
 

Each set of planes might give a diffraction spot at the back focal plane of the objective lens and 

the region of the specimen to generate those diffraction spots can be selected via the selected 

area aperture. In the selected region, however, some planes which satisfy the Bragg condition 

might not give a diffraction spot in the diffraction patterns if they are “forbidden reflections” 

and the intensity of the diffraction spots can vary for similar reasons as discussed below [203]. 

To describe the strength of a reflection or to know if they are forbidden, the structure factor 𝐹 

is determined using equation 3.13 where 𝑓𝑖 is the scattering factor of the atoms in the lattice 

and where F2 is proportional to the intensity of the reflections. In germanium there is only one 

type of atom, therefore the amplitude of the diffracted beam will just be dependent on the 

scattering factor of germanium and to the eight (x,y,z) positions occupied by the atoms in the 

unit cell of: (0,0,0); (0.5, 0 ,0.5); (0, 0.5, 0.5); (0.5, 0.5, 0); (0.25, 0.25, 0.25); (0.25, 0.75, 0.75); 

(0.75, 0.25, 0.75); and (0.75, 0.75, 0.25): 

𝐹(𝜃) = ∑ 𝑓(𝜃)𝑗𝑒
2𝜋𝑖(ℎ𝑥𝑗+𝑘𝑦𝑗+𝑙𝑧𝑗)

𝑗             (3.13) 
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When the different values of ℎ𝑘𝑙 in germanium are replaced in equation 3.13, some reflections 

are found to be forbidden (i.e. F = 0): when h, k and l are not all even or all odd; and when h, 

k and l are all even and not divisible by four. Otherwise, when h, k and l are all odd then F2=32f  

and when h, k and l are all even and divisible by four then F2 = 64f. 

 

Clearly, if the area producing the diffraction pattern contains more than one crystal then this 

will affect the diffraction pattern. For instance, crystals spatially oriented in different ways 

might give two sets of diffracted spots in the same diffraction pattern and these will appear 

misoriented relative to each other [202], [203].  

Three typical types of microstructure that have been observed in this work are shown below. 

Figure 3.15(a) shows the diffraction pattern of a single crystal; the bright spots are 

characteristic of the sets of reciprocal lattice points that intersect the surface of the Ewald 

sphere. The diffraction pattern in Figure 3.15(b) is typical of a polycrystalline material; many 

spots are located at the same distance from the direct beam indicating that many crystallites 

with different spatial orientations are present. Lastly, in Figure 3.15(c) amorphous germanium 

has been used to generate the diffraction pattern. In this case, there are no bright spots, but only 

faint rings are observed. Stated in the previous chapter, even though the material is amorphous 

there is still some order within the material. A short-range order is ensured by the interatomic 

potential, meaning that there is an equilibrium distance between atoms. Indeed, as shown in 

figure 2.14 where germanium’s RDF is presented, even in an amorphous material there are 

certain distances from an atom where there is higher probability of finding another atom. As 

there is a relatively high probability of finding neighbouring atoms at some distance d, 

diffraction will occur due to these neighbouring atoms and will causes rings in the diffraction 

pattern. It should be noted that in an amorphous material the distance d has a broader spread of 
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values than in a crystal (as illustrated by the RDF in figure 2.14). The amorphous rings are 

therefore relatively diffuse [202], [203]. 

It is worth noting that in this work, as ion irradiation was performed some of the material 

underwent amorphisation whilst other areas were perfect or defected crystal. In such cases, 

amorphous rings and bright spots might both appear in the diffraction pattern at a ratio which 

is representative of the level of disorder induced by the irradiation [202], [203]. 

 

Figure 3.15: Examples of typical diffraction patterns: (a) single crystal diffraction pattern with 

the characteristic distinct bright spots; (b) fully amorphous specimen diffraction pattern with 

the characteristic faint rings and no bright spot apart from the 000 spot and (c) polycrystalline 

crystal diffraction pattern with the characteristic rings made from a multitude of bright spots. 

 

1.4.7. Kikuchi line 
 

There is a useful type of diffraction called Kikuchi diffraction, which becomes intense if the 

sample is thick enough to cause sufficient amounts of incoherent elastic scattering (the 

incoherent electrons waves are not in phase) but still thin enough to be electron transparent. If 

those conditions are met, Kikuchi lines can be observed in the diffraction pattern [202], [203]. 
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As shown in figure 3.16, Kikuchi lines are the result of scattering occurring in all directions 

(but mainly forwards). Thus, some of the scattered beams will be in the Bragg condition. 

However, unlike in a diffraction pattern, electrons which are in a Bragg condition come as 

stated above, from all directions. There is consequently a range of vectors ki and likewise a 

range of vectors kd satisfying the Bragg condition. As geometrically described via figure  3.16, 

this results in cones of diffracted electrons called Kossel cones. In projection on the viewing 

system, these cones will appear as parabolas, which are often approximated as straight lines 

due to the relatively long camera length of the TEM. As shown in figure 3.16, Kikuchi lines 

appear in pairs separated by an angle of 2𝜃𝐵 with one line appearing brighter as it results from 

the scattering of the beams which were closer to the optical axis. Kikuchi lines are useful 

indicators of the orientation of the crystal because if the crystal moves then the Kikuchi lines 

will move with it which is not the case for DPs [202], [203]. 
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Figure 3.16: Illustration of the formation of Kikuchi lines during interaction of the electron 

beam with a sample: (a) the intensities of the two lines which each represents one Kossel cone 

differ as they emerge close to the incident electron beam; and (b) are approximated as lines on 

the camera or the phosphorescent screen. From [203].  
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In this work, basic use of Kikuchi lines was made as they were used whenever the sample 

needed to be tilted to conditions where the intensities of the spots in the diffraction pattern were 

symmetric (i.e. down-zone axis conditions). As will be described below, this type of crystal 

orientation was used when investigating amorphisation mechanisms and when performing 

high-resolution microscopy using the phase contrast mechanism. 

1.4.8. Bright Field and Dark Field 
 

As the electron beam encounters the sample, different kinds of interactions can arise as 

summarised in figure 3.17. Three main pathways shown are: (a) electrons go through the 

sample without being subject to scattering; (b) electrons interact and transfer energy, they are 

inelastically scattered (these electrons might for instance generate X-rays, or secondary 

electrons) or absorbed; and (c) electrons which are scattered without losing energy might be 

elastically scattered forwards (forming diffraction patterns) or backscattered. 
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Figure 3.17: Summary of the principal possibilities for the electrons which are accelerated 

towards a specimen: (a) unscattered; (b) inelastically scattered; or (c) elastically scattered. 

From [215]. 

 

Thus, electrons can be blocked by the specimen, transmitted with little or no deviation from 

the optical axis and interact strongly at certain angles (i.e. diffraction). One particularly 

important point is that, diffraction effects are dependent on the microstructure of the specimen. 
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Indeed, as stated above, diffraction may induce scattering of intense electron beams at certain 

angles (i.e. the diffracted beams). Those diffracted beams can be observed in the back focal 

plane of the objective lens where they form the diffraction pattern. To understand BF and DF-

TEM images, it must be recalled that in the diffraction pattern, the intensities of the spots are 

related to how strongly the electron beam diffracts and is transmitted in a given direction. 

Diffraction effects thus contain information about the directions taken by the diffracted beams 

(and consequently about the crystal structure). As explained earlier and shown in figure 3.11, 

it is possible to observe an image formed by only a selected diffracted electron beam by 

inserting an objective aperture into the back focal plane so that only the selected beam will be 

able to propagate down the TEM column and contribute to the image. This is shown in figure 

3.18(a), assuming the direct beam has not been tilted off the optical axis. The aperture can be 

positioned so that it allows the passage of only the direct beam, where most of the specimen is 

not strongly diffracting the electrons. Positioning the objective aperture like this allows the 

formation of an image which is mostly bright and for this reason, such an image is called a 

bright-field image [202], [203]. 

Similarly, as shown in figure 3.18(b) the objective aperture may be positioned so that a single 

diffracted beam is allowed through to the image plane and therefore used to form the image. 

As only the part of the incident beam scattered by the sample in a particular direction is used 

to form the image, the image is typically dark expect for the regions which have interacted with 

the electron beam and scattered it in the selected direction. For these reasons, the image is 

bright where such diffraction events have taken place and dark everywhere else. These type of 

images are therefore called dark-field images. However, in most cases displacing the aperture 

off the optical axis to create a dark-field image should be avoided as off-axis electrons tend to 

suffer from greater aberrations and astigmatism. Consequently, a better methodology is to 
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perform centred dark-field imaging by tilting the incident beam to bring the desired diffracted 

beam onto the optical axis is as shown in figure 3.18(c) [202], [203].  

 

  

Figure 3.18: Schematic illustrating various imaging modes using the objective aperture: 

(a) BF imaging by selecting the direct beam on the optical axis; (b) a DF imaging mode 

by moving the objective aperture to select an off-axis diffracted beam; and (c) centred DF 

imaging where the incident electron beam is tilted in such a way that the diffracted beam 

becomes aligned with the optical axis.  

  

1.4.9. Amplitude and mass-thickness contrast 
 

The contrast, 𝐶, between region 1 and region 2 is defined as the difference in intensity, 𝐼, 

between these two regions divided by the lower intensity [203]: 

𝐶 =
(𝐼2−𝐼1)

𝐼1
              (3.4) 
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For a human eye to notice the difference of intensity between two adjacent regions, the image 

of those two regions must form two distinct points and thus satisfy the so-called Rayleigh 

criterion (which defines the minimum resolvable distance two points) and, the contrast must 

be approximately above 5% [203]. In a TEM, the intensity depends on the number of electrons 

which contribute to the image in different regions of the image. Therefore, the contrast between 

two areas of a specimen is related to a difference between the way in which the electrons 

interact with these. 

To comprehend amplitude contrast, it might be more convenient to mainly consider the 

particle-like nature of electrons instead of their wave-like nature. Secondly, it is important to 

note the fact that the scattering events increase with the thickness of the sample, the atomic 

number of the sample and its density. Amplitude contrast can be seen as a variation of the 

amount of the electron beam that is able to get through or be given to a given direction to form 

the image. For instance, in BF image mode two grains made of distinct chemical elements can 

be differentiated due to their respective cross section, the higher the atomic number is of an 

element the more it may scatter the electron beam. In this view, if a specimen contains a volume 

with atoms of a higher atomic number and/or atomic density, then the surrounding matrix will 

appear brighter as the electrons will have relatively higher probability of passing through from 

that region. In BF mode, scattering events can prevent electrons from contributing to the image 

formed via the direct beam. An example of amplitude contrast can be seen in figure 3.19, where 

the difference of thickness of a monoatomic specimen is clearly apparent. It is worth noting 

that amplitude contrast is not only relevant in BF image mode as diffraction contrast can also 

be used to form a DF image in which the contrast will be inverted [202], [203]. 

 



152 
 

 

Figure 3.19: BF-TEM image of a wedge-shaped single-crystal germanium specimen, the 

darker regions corresponds to the thicker parts. 

 

1.4.10. Phase contrast 
 

Whilst most of the work regarding radiation-induced damage using in situ TEM relies on 

characterisation of defects via diffraction contrast, another main type of contrast is phase 

contrast. Explaining phase contrast in detail would be outside the scope of this work; however, 

a basic explanation of phase contrast can be given by considering the incoming electrons as 

waves with a wave function [202], [203]. 

As the electron has a wave function, it will have a certain amplitude and an oscillating phase 

before interacting with the sample. Because only elastic scattering is considered in this type of 



153 
 

contrast, the amplitude will remain the same after scattering but the phase of the electron wave 

will be strongly affected by all the scattering events in the sample. These scattering events will 

induce phase shifts which can result in a change of contrast. The change of contrast being 

characteristic of the scattering events, the image will provide information regarding the 

scattering events (for instances atoms) in high resolution TEM (HRTEM) micrographs [202], 

[203].  

 

 

Figure 3.20: (a) HRTEM micrograph of a germanium nanowire obtained at the MIAMI-2 

facility on a Hitachi H-9500. Measurements have confirmed that the representation of (111) 

lattices are shown in the image. (b) HRTEM micrograph captured at the MIAMI-1 facility on 

a JEOL JEM-3010 showing of a gold nanoparticle. 

As shown in the examples of high-resolution images obtained in the MIAMI facilities during 

this work, in figure 3.20 using HRTEM lattice fringes or even columns of atoms can be 

resolved. 
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1.5. EELS and EFTEM 

1.5.1. Basic idea  
 

The interaction between electrons and the specimen can lead to emissions which are specific 

to the bombarded material. Such emissions include X-rays and Auger electrons. In the same 

way as analysing these emitted signals to probe the material characteristics (i.e. via techniques 

such as X-ray photoelectron spectroscopy XPS or Energy-dispersive X-ray spectroscopy 

XEDS), the analysis of the energy lost during the interaction can also provide valuable 

information. In this work, this aspect of the interaction between electrons and specimens has 

been used when the thickness of the sample needed to be characterised, thus the basic idea 

behind such analysis will be summarised below [202], [203], [216]. 

When inelastic scattering occurs, the energy loss can give useful information if its quantity is 

known. Typically, this is done first by using apparatus such as a magnetic prism which both 

acts as spectrometer and a lens. The magnetic field will deflect the electrons. The prism will 

converge the electrons onto the prism’s image plane and their position will depend on the 

energy they have lost as the prism will deflect electrons that have lost more energy at a higher 

angle. In an electron energy loss spectroscopy (EELS) system, a spectrum will thus be acquired 

showing the electron intensity against energy loss. Furthermore, via energy-filtered TEM 

(EFTEM), it is also possible to form an image which includes only those electrons which have 

lost a specific amount of energy or conversely to form an image which does not include 

electrons having lost specific energies.   

1.5.2. Typical EELS spectra 
 

As shown in figure 3.21, the most intense signal in an EELS spectrum is generally the zero loss 

peak consists of electrons transmitted without noticeable energy loss [202], [203], [216].  
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Electrons can also lose energy exciting phonons. Phonons are collective vibrations of the 

atoms. They correspond to a temperature rise in the specimen. However, because they have a 

wide range of energy losses their signal is spread on the EELS spectra and contribute to the 

background noise. Lastly, as they can induce very small energy losses (< 0.1 eV), the zero loss 

peak in a conventional TEM contains some of the electrons which have lost energy to phonons 

[202], [203], [216], [217]. 

 

Figure 3.21: Typical EELS spectrum with the typical most-intense signals in the spectrum, 

(the zero loss peak and the plasmon resonance) as well as the less-intense signals which can be 

found at higher energy losses. From [218].  

As shown in figure 3.21, at higher energy losses in the spectrum are plasmons, which are a 

collective excitation of the “free electrons” in the valence or conduction band. Because they 

are damped quickly, these oscillations are quite localised (≈ tens of nm). The energy losses due 

to plasmons are confined below 50 eV and can be used for band gap characterisation or to 
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determine the thickness of a sample. The former requires EELS to be performed at low 

temperature and to have a high enough resolution to see the minimum energy loss due to 

plasmons (that is the energy lost to electrons at the bottom of the band gap). In germanium, the 

band gap is around only 0.6 eV and the first plasmon peak will be hidden by the zero loss peak 

since in conventional TEMs with thermionic emission electron guns the zero loss peak typically 

has a width of 1 eV. Therefore, in this work,  as the composition of the materials was known, 

electron energy loss has been used only to determine the thickness of the region of the sample 

which is irradiated [202], [203], [216], [217], [219]. The thickness was determined using the 

following expression 3.14: 

𝑡

𝜆𝑝
= ln (

𝐼𝑡

𝐼0
)                  (3.14) 

With 𝜆𝑝, 𝐹 and 𝐸𝑚 determined via equations 3.15, 3.16 and 3.17, respectively. In these 

expressions, 𝜆𝑝 is the mean free path for inelastic scattering (mainly from plasmons), 𝑡 is the 

thickness of the specimen, 𝐼𝑡 is the integrated intensity of the spectrum, 𝐼0 is the integrated 

intensity of the zero loss peak, 𝐸0 is the incident energy, 𝐸𝑚 is the mean energy loss, F is a 

factor which is used to take into account relativistic effects and 𝑍 is the mean atomic number 

of the specimen [203]. 

𝜆𝑝 ≈
106𝐹

𝐸0
𝐸𝑚

ln (2𝛽
𝐸0
𝐸𝑚

)
            (3.15) 

𝐹 =
1+

𝐸0
1022

(1+
𝐸0
511

)2
             (3.16) 

𝐸𝑚≈7.6𝑍0.36             (3.17) 
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It is worth noting that while most of the experiments have been performed at a reduced 

acceleration voltage of 200 kV for reasons which will be addressed in chapter 6, the thickness 

of the samples was calculated at the normal operating voltage where the EELS system was 

accurately calibrated which is 300 kV . 

As shown in figure 3.21, the energy losses described above are found in the low-loss region 

near the zero-loss peak. Nevertheless, in the higher-loss region there can be found signals 

which are specific to the energy given to electrons of the inner-shell of the atoms and thus are 

used to identify the atoms involved in the interactions. Typically, an atom-core-loss results in 

a relatively easily identifiable edge in the spectrum (as shown in figure 3.21). However, in their 

vicinity they are fine structures signals which are more complex to analyse but may provide 

details about the composition of the specimen such as the energy-loss near-edge structure 

(ELNES) which is very sensitive to electronic structure and the extended energy-loss fine 

structure (EXELFS) which may provide information about the chemical arrangement of the 

specimen [202], [203], [216], [217]. 

2. Sample Preparation 
 

2.1. Nanowires 
 

High purity (99.999%), single-crystal germanium nanowires were purchased commercially 

(product reference: GNWsI15) from Nanowire Tech Ltd. The nanowires were grown on a 

silicon wafer by a chemical vapour deposition VLS process. The wafer was put into an ethanol 

solution and the nanowires were harvested using an ultrasonic bath. A few minutes were 

sufficient to dislodge the nanowires from the wafer. 

The sample preparation aimed at producing a sufficient density of nanowires in the ethanol 

solution and dispersion on a TEM grid so as to permit to easy location of nanowires in the 
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TEM. However, as experiments regarding bending of nanowires were to be performed, it was 

necessary to limit the density of the nanowires in solution as entangled nanowires might be less 

inclined to bend during IIB experiments. Typically, for about 1 cm2 of wafer, 2 ml of solution 

was produced to achieve this. 

A drop of solution was transposed onto a molybdenum TEM grid with no support film, which 

was then left to air dry. As a result, some nanowires were left hanging freely from the mesh of 

the TEM grid. In figure 3.22, a TEM micrograph shows a typical distribution of nanowires at 

the edge of a grid. The nanowire lengths ranged from 200 to 1500 nm with diameters ranging 

from 15 to 60 nm. Molybdenum grids with no film were chosen instead of the typical copper 

grids with a carbon support film as often used in TEM nanoparticle experiments because the 

carbon film might interfere with the bending of the nanowires, be sputtered away or curl during 

irradiation. Furthermore, it has been observed during experiments using copper grids that the 

copper can diffuse into the nanostructures at elevated temperature and during irradiation. 

 

Figure 3.22: BF-TEM image of germanium nanowires. Some nanowires are potentially 

entangled together whilst others are isolated enough to bend without interference from 

neighbouring nanowires. 
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2.2. Bulk Germanium 
 

High purity (5n), (111) single crystalline germanium was purchased from Goodfellow (product 

reference: GE003051) in the form of discs of diameter 2 cm and a thickness of 0.5 mm. Using 

wax which can be dissolved in acetone, each disc was attached to a metallic support in order 

to be cut into small discs measuring a diameter of 3 mm (a diameter at which they can be placed 

in a TEM sample holder) via a TEM specimen disc grinder. To reduce the thickness of the 

small discs, silicon carbide abrasive grinding paper (grit P800) was used to mechanically polish 

each side of the disc until it reached a thickness of approximately 100 µm. The thickness of the 

sample was further reduced at the centre of the sample via a dimpler. The dimpler allowed 

mechanical thinning and polishing in the centre of the disc. It was operated using diamond 

paste (grade: 2 µm) to polish a disk-shaped region in the centre of the specimen, which after 

the process was about 20 µm thick in the vicinity of the dimple. 

The samples were then thinned to electron-transparency via a Gatan precision ion polishing 

system (PIPS). Using argon ions typically at energies from 0.5 to 6 keV, the PIPS was used as 

a way to sputter away material from the sample. Thus, as shown in figure 3.23 which 

summarises the sample preparation, the samples were thinned and polished by the dual ion 

beam at low angles (typically between 1° to 6°). During the process, the ion beam located above 

the sample is thus used to polish the top of the sample and the ion beam located below the 

sample polishes the bottom of the sample. The operation is stopped once a hole is made at the 

centre of the sample (making the region in the vicinity of the hole is electron-transparent). It is 

worth noting that choosing a relatively high polishing angle (e.g. 6°) enables to polish the 

sample at a faster rate but results to specimens with a steeper wedge. 
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Figure 3.23: Schematic showing the main steps of the preparation of an electron transparent 

germanium foil. The electron transparent region is located in the vicinity of the hole made by 

ion milling. From [220]. 

3. SRIM calculation tools 
 

SRIM was used to compute the interaction between ions and target materials. It considers the 

scattering cross section of the target material as well as its density and uses the binary collision 

approximation for its calculations. When a collision occurs, an evaluation of how much energy 

is lost by the ion during the discrete event is made. Afterwards, the trajectory of the ion is 

considered as a straight line until it collides with a subsequent atom. Furthermore, as the ion 

routinely transmits enough energy to PKAs for them to induce recoils in the materials, SRIM 

can be utilised to take into account the subsequent collisions of the PKAs using the same binary 

collision and conditions [75]. The calculations are performed for every collision at least until 

the total energy lost by the ion is such that it cannot displace other atoms of the target material 

or until it leaves the target material. Applying a Monte Carlo method, the calculations are 
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performed with a large number of ions in order to acquire enough statistics about the average 

characteristics of the interaction between the ions and the target material. When run in “detailed 

calculation for full damage cascade” mode SRIM is, according to the software designer able to 

better evaluate all collisional damage induced by an ion as it follows the collisions induced by 

each recoil. This mode was thus used to estimate the dpa. Indeed, using the SRIM output files: 

vacancy.txt and novac.txt, which, give the displacement per ion per depth (κ), the dpa averaged 

in the region of thickness t can be readily calculated using equation 3.18 where a is the atomic 

density of the target material and ψ is the fluence [25]: 

𝑑𝑝𝑎 =
𝜅×𝜓

𝑎
× 𝑡            (3.18) 

To consider the damage rate and therefore determine how fast the damage will accumulate 

(dpa.s−1), the fluence in equation 3.18 must be replaced by the flux. Other information is given 

by SRIM, such as an estimation of the sputtering yield, the nuclear energy loss as a function of 

depth, the average range of the ions or the percentage of electronic energy loss. 

 

As stated in chapter 2, SRIM only computes the interaction of ions with flat targets. Therefore, 

to study the interaction of ions with nanowires an in-house developed MATLAB code has been 

used. This code is named IDRAGON for Ion Damage and RAnge in the Geometry Of 

Nanowires and allows the use of SRIM for the circular cross section of a nanowire by cutting 

it into slices which can be calculated individually. As shown in figure 3.24, the SRIM 

calculations are run on each slice that together represent a section of the nanowire. Typically, 

IDRAGON was used by dividing a nanowire into 100 slices for which SRIM performed a 

calculation using 5000 ions for each slice. For each slice was thus determine the damage and 

the implantation depth of the ions via the use of the SRIM output files, range.txt, which 

provides the range of the ions, or the files vacancy.txt and novac.txt, which as stated above 
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provide the displacements induce by the ions. Furthermore, the normalised damage depth, Ω, 

which corresponds to the average damage depth normalised with respect to the diameter of the 

nanowire was calculated by IDRAGON using equation 3.19 where the number of atomic 

displacements given by SRIM is 𝑎𝑚,𝑛 and has been calculated in slice n at depth xm and where 

Ø is the nanowire diameter [80]. Please note that the straggle, hence the profiles generated via 

IDRAGON may not be truly accurate close to the nanowires’ edges (i.e. slices one and ten in 

figure 3.24). A qualitative explanation of this discrepancy lies in the fact that the IDRAGON 

code does not take into account that collision cascades might escape from a slice in the lateral 

direction. However, as it will be explained in the example below, for most slices the influence 

of the lateral projection of the collision cascades does not affect the profile generated by the 

code. For instance, a collision cascade initiated in slice six of figure 3.24 might also induce 

some displacements in the adjacent slices (i.e. slices seven and five). However, the damage 

induced by the volume of the cascade leaving slice six will be compensated by this of the 

cascades leaving slices seven and five and entering slice six. Thus, meaning that as the collision 

cascades initiated in the adjacent slices will also affect slice six, the overall effect of collision 

cascades leaving slice six will be counteracted by those entering it. 

𝛺 =
∑ (

∑ (𝑎𝑚,𝑛 𝑥𝑚,𝑛)100
𝑚=1

∑ 𝑎𝑚,𝑛
100
𝑚=1

)100
𝑛=1

100×Ø
            (3.19) 
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Figure 3.24: The cross-section of a nanowire is divided into slices that will be treated 

individually in SRIM as flat targets. Typically, the nanowires were divided into 100 slices that 

were recomposed in the IDRAGON MATLAB code to model the nanowire cross-section. For 

clarity, the nanowire is divided in only 10 slices in the figure. 

 

Furthermore, a variant of IDRAGON has also been used to model the collision cascades in 3D 

via the output file: Collision.txt, which, provides the position of each recoil and PKA in the 

collision cascade. Like IDRAGON, the variant uses SRIM the output files within the program 

MATLAB. As this file can provide the position of recoils and PKAs, the modified version of 

IDRAGON was used to reconstruct a 3D model of the collision cascade. An example of a 

zirconium sample irradiated with 5 xenon ions at an energy of 300 keV at normal incidence is 

shown in figure 3.25.  In the figure, the PKAs generated along the tracks of the ions can be 

clearly observed (in red) as well as the numerous recoils (in blue). Furthermore, using this 

modified version of IDRAGON, the average position and density of the recoils was determined. 

To do so, SRIM was run with 1 ion and after reconstruction of the collision cascade, the 

MATLAB code was used to count in the 3D plot the number of recoils within cylinders of 
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radius rx whose axis is centred with the ion beam direction as inputted in SRIM. The density 

of recoils was then determined within each of the cylinders of radius rx, for a range of cylinders 

whose radius rx ranged between 0.1 nm to a radius large enough to include all recoils and using 

the increment in rx 0.05 nm. It should be noted that this code is designed for flat target materials 

unlike IDRAGON which is used for nanowires.  

 

 

Figure 3.25: The modified DRAGON 3d plot showing the recoils (in blue) and the PKAs (in 

red) after a zirconium flat target is irradiated with 5 xenon ions accelerated to 300 keV at 

normal incidence.  
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4. MIAMI-1 and -2 
 

4.1. Overview 
 

The study of radiation damage often requires the emulation of radiation that occurs in extreme 

environments such as a nuclear plant, in space or during ion beam doping of semiconductors 

[31], [221]–[223]. Subsequently to the irradiations performed on the specimens, they are 

analysed via techniques such TEM or X-ray microscopy [224], [225]. However, by exploring 

the effect of radiation damage in this way (i.e. ex situ), information regarding the evolution of 

the material during irradiation is lost [137], [223], [226]. Irradiation performed in situ in a TEM 

allows access to dynamic effects such as bubble formation and growth or to alternate bending 

direction of nanowires during irradiation (as will be demonstrated later in this thesis) [80], 

[173], [208], [221], [223]. For those reasons, in situ ion irradiations have attracted a lot of 

attention; indeed, since the first system to perform ion irradiation in situ a TEM was designed 

in 1968 more than 30 other facilities have been built of which 13 were operational in 2014 

[208], [227]. 

In this work, the irradiations were performed at the MIAMI facilities, which is home to two of 

in situ systems, namely MIAMI-1 and MIAMI-2. As will be described in more detail below, 

in addition to allowing the use of TEM and associated sample holders (e.g. temperature 

control), it is possible in the facility to investigate the effect of radiation damage of most ions 

(from hydrogen to lead) accelerated to various energies from low to medium (2 keV- to 350 

keV for singly charged ions) [208]. 

4.2. Creation of ions 
 

In MIAMI-1 and MIAMI-2, the ions are generated via an electric current which is run through 

a metallic filament thus heating it. Electrons are then emitted by the filament via thermionic 
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emission once the energy given to the electrons is high enough for them to exceed the work 

function described by equation 3.1. As a gas is flowing in the source, the emitted electrons will 

then react and ionize the gas. During this work, only inert gases were used as a means to 

produce singly-charged ions. However, ions with multiple charges can also be run in both 

MIAMI-1 and MIAMI-2 if needed [208]. 

4.3. Mass selection 
 

As other ions might be generated during the process described above, a bending magnet is 

operated as a way to mass select the ion species. Depending on the mass of the incoming ions, 

these will be more or less bent by the magnetic field. To go through the bending magnet section, 

ions must be bent to the right extent by the magnetic field, indeed, those which are too heavy 

will not be bent enough to go through the magnet section whilst those too light will be bent too 

much to go through it, as dictated by Lorentz law. Therefore, using a bending magnet at a given 

value will ensure that only one ion species is selected. Furthermore, as the force acting upon 

the ion is also sensitive to its charge, the bending magnet can equally be used to select its charge 

state [208]. 

4.4. Accelerations of ions 
 

To avoid having to apply an excessive strength field in the bending magnet, most of the 

acceleration is typically performed only after mass selection. The ions enter the acceleration 

column with an energy of a few keV and are accelerated by a set of elements spanning the 

voltage gradient from a high voltage to the ground state [208]. 

4.5. Targeting with ions 
 

For the ions to target the specimen, they must be guided and focused. In MIAMI, this is done 

by several sets of deflectors and Einzel lenses, which modify the trajectory of the ions using 
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electric and magnetic fields. The deflectors are placed along the track of the ions and enable 

them to enter the microscope at the desired angle whilst the purpose of the Einzel lenses is 

mainly to focus the ion beam [208]. 

4.6. Monitoring the ion beam 
 

To monitor the ion beam, (its shape, its position and flux) a few devices are positioned along 

its track.  

The ion beam goes through rotating wires, which serve to monitor the shape of the beam by 

measuring the current of secondary electrons which are emitted by the wires when they are 

being hit by ions; skimming diaphragms are used to both skim the beam and measure the ion 

beam current; and Faraday cups which can be inserted or retracted are also used to measure the 

ion beam current [208].  

As shown in the schematics of MIAMI-1 and MIAMI-2, all these components are placed within 

the ion beam system along the ion track so that measurements can be achieved at different 

positions from the source to the sample. However, to exactly know the beam current at the 

sample position, an in-house designed TEM-rod has been built allowing a Faraday cup to be 

placed exactly at the sample position before and after each experiment. It thus, allows the 

measurement of the flux of ions on the specimen. This current metering rod is also equipped 

with a negatively charged plate the purpose of which is secondary electrons suppression [208]. 

4.7. MIAMI-1 
 

Used in this thesis to investigate the IIB effects, MIAMI-1 is able to deliver low energy ions 

and therefore implant light ions such as helium into TEM specimens.  Whilst undergoing a 

reconfiguration at the time of writing, a schematic and picture of the system at the time when 

the work reported here was carried out are shown in figure 3.26. Some specifications of both 
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the ion beam system and the microscope attached to it (a JEOL JEM-2000FX) are given in 

table 3.2.  

It is worth noting that the angle between the incident ion beam and the electron beam is 30° 

and the angle between the projection of ion beam onto the sample plane and the x-axis (the axis 

running along the TEM rod) and the y-axis is 45°. 

 

Figure 3.26 Picture of MIAMI-1 and schematic displaying the layout of the system. From 

[208]. 
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Specifications 

TEM JEOL JEM-2000FX 

Electron acceleration 

voltage 

80 to 200 kV 

Ion acceleration 

voltage 

1 to 100 kV 

Ion species Most ions from H to W 

Angle between electron 

and ion beams 

30° 

Ion flux 

Up to 1.5×1014 cm–2 s–1 

for 6 kV He (for example) 

Temperature 100 to 380 K or RT to 1570 K 

Image capture 

Gatan ES500W and 

Gatan Orius SC200 (4 MP) 

 

Table 3.2: The table shows the main characteristics of the MIAMI-1 system. It is worth noting 

that these characteristics were accurate at the time when the work presented in this thesis was 

undertaken and consequently may not reflect the newest upgrades made to MIAMI-1. 
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4.8. MIAMI-2 
 

The newer system, MIAMI-2, started to be operational in March 2017 and offers numerous 

advantages compared with MIAMI-2 such as the possibility to perform spectroscopy 

techniques such as EELS and EFTEM, to accelerate ions to higher energy and to use dual ion 

beam system. Some specifications of both the ion beam system and the microscope attached to 

it (a Hitachi H-9500 TEM) are given in table 3.3. A schematic and a picture of the system are 

shown in figure 3.27. In MIAMI-2 the ion beam forms an angle of about 18.7° with the electron 

beam and its projection onto the sample plane is parallel to the y-axis.

 

Figure 3.27: Picture of MIAMI-2 and schematic displaying the layout of the system. From 

[228]. 
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Specifications 

TEM Hitachi H-9500 

Electron acceleration 

voltage 

60 to 300 kV 

Ion acceleration 

voltage 

20–350 kV (NEC) 

and 1–20 kV (Colutron) 

Ion species Mass 1 –200 amu 

Angle between electron 

and ion beams 

18.7° 

Environment 

Temperature: 

100 to 1570 K 

Gas injection system 

Image capture 

Gatan OneView 

25 fps (4K)  

300 fps  (512×512 pixels) 

Analysis 

EELS 

(Gatan Imaging Filter) 

 and Bruker EDS 

Tomography 

Tomography holder  

and software 

Table 3.3: The table shows the main characteristics of the MIAMI-2 system.  
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5. Angle between freely hanging nanowires and the ion beam 
 

5.1. Reasons for the calculation 
 

Because nanowires are seen in projection in the TEM, the correct interpretation of the image 

can be counter-intuitive and result in an erroneous judgement regarding the shape, the length 

or the position of a nanowire if not performed correctly. For this reason, a tilting procedure is 

needed to interpret TEM images of nanowires. For example, as seen in figure 3.28 a bent 

nanowire might seem straight when observed in a TEM. In this example, the curvature of the 

nanowire is normal to the image plane and tilting the nanowire using the goniometer permits 

its curvature to be revealed. It is worth noting that the curvature always appears less pronounced 

that it really is, unless the circular part of the nanowire lies parallel to the image plane.   

Furthermore, as stated above, when nanowires are deposited onto a molybdenum grid with no 

carbon film they are attached to it only on one end and therefore hang free. Even if such a 

nanowire is straight, interpreting the image can still be problematic as it might be inclined if 

there is a slope which can be characterised by an inclination angle 𝑖̂. This angle 𝑖̂ influences 

how the nanowire appears in the TEM image and the length of the nanowire is underestimated 

unless the nanowire is parallel to the image plane (i.e. 𝑖̂ = 0). Most importantly within the 

context of this work, knowing  𝑖̂ is crucial as the angle between the ion beam and the nanowire 

depends on it and consequently impacts the ion beam induced damage in the target nanowire. 
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Figure 3.28: Example of how tilting can reveal the bent shape of a nanowire using the x-tilt of 

a TEM holder: (a) the nanowires appears bent towards the left when tilted at +45°; (b) straight 

when untilted; and (c) bent towards the right when tilted at –45°. At 0° the nanowire is actually 

bent upward as revealed by the tilting. It is worth noting that if the nanowire were bent 

downward it would appear bent towards the right when tilted at +45° and bent towards the left 

when tilted at −45 °.  

5.2. Calculation of  𝑖̂  
 

A nanowire of length 𝑙 can be tilted by an angle �̂� with respect with the x-axis or the y-axis of 

the goniometer. As seen in figure 3.29, by doing so the angle of inclination 𝑖̂ might be modified 

to become 𝑖′̂ and the free end of the nanowire might also rotate. To simplify the calculation of 

𝑖̂, an imaginary vector (in orange in the figures) of length 𝑡 attached to the free end of the 

nanowire and connected perpendicularly to the axis of tilt is introduced in figure 3.29(a). 

The axis of tilt lies on a plane P which remains still and onto which the nanowire of length 𝑙 is 

projected before and after tilting. As shown in figure 3.29 (b) and (c), before tilt, the nanowire 

is represented by [AB] and its projection by [A’B’] (projection of which will be referred as 
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Nw1). After the tilt, the nanowire is illustrated via [AC] and its projection via [A’C’] will be 

referred as Nw2.  As stated above (in addition to the tilting angle �̂�), in a TEM the only 

information that the observer has access to are the projections and thus the projection of the 

nanowire before tilting and after tilting.  

 

 

Figure 3.29: (a) Schematic showing the nanowire (brown) and the vector (orange) of length t 

(i.e. KB = KC = t), (b) the nanowire and its projections are shown (b) before and (c) after tilting. 

The abbreviations used to name distances are shown in (d). 
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Figure 3.30: (a) Schematic showing the vector (orange) of length t, and its projection as seen 

along the axis of the tilt before and after tilting, (b) the nanowire (brown) and its projections 

are shown before and (c) after tilting. The abbreviations used to name distances are shown in 

(d). 

As shown in figure 3.30, the vector of length 𝑡 is normal to the axis, therefore both the 

projection of B and B are aligned with K, meaning that KBC is a straight line and [B’C’] can 

be defined by equation 3.20 

𝐾𝐵′ − 𝐾𝐶′ = 𝐵′𝐶′ = (𝑡2 − 𝑑1
2)

1/2
+ (𝑡2 − 𝑑2

2)
1/2

                    (3.20) 

From figure 3.30(a), figure 3.31 and figure 3.29(b) and (c) it can be seen that: 

• 𝑡 =
𝐵𝐶

2sin (
�̂�

2
)
                 (3.21) 

• 𝐵𝐶 = ((𝐵′𝐶′)2 + (𝑑2 − 𝑑1)
2)1/2              (3.22) 

• 𝑑1 = (𝑙2 − 𝑁𝑤1
2)

1

2                (3.23) 

• 𝑑2 = (𝑙2 − 𝑁𝑤2
2)

1

2                (3.24) 

If 𝑡 𝑑1 and 𝑑2 are replaced from equation 3.20, using equations 3.21, 3.22, 3.23 and 3.24 l can 

be determined via equation 3.25 as Nw1, Nw2 and 𝐵’𝐶’ are known from the TEM image and �̂� 

is the tilting angle which is chosen by the experimenter: 

𝐵′𝐶′ = ((
((𝐵′𝐶′)2+((𝑙2−𝑁𝑤2

2)
1
2−(𝑙2−𝑁𝑤1

2)
1
2)

2

)1/2

2sin (
�̂�

2
)

)2 − (𝑙2 − 𝑁𝑤1
2))

1/2

+

((
((𝐵′𝐶′)2+((𝑙2−𝑁𝑤2

2)
1
2−(𝑙2−𝑁𝑤1

2)
1
2)

2

)1/2

2sin (
�̂�

2
)

)2 − (𝑙2 − 𝑁𝑤2
2))

1/2

                      (3.25) 
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As it can be seen from figure 3.29(b), once 𝑙 is known, 𝑖̂ can be calculated via equation 3.26:  

𝐶𝑜𝑠 (𝑖̂) =
𝑁𝑤1

𝑙
                            (3.26) 

 

5.3. Calculation of the angle between the ion beam and the nanowires 
 

Once the position of the nanowire is known, the angle between the ion beam and the 

nanowire can be determined. An example of such a calculation is shown below and in figure 

3.31 based on the geometry of the MIAMI-1 system. In the figure, the nanowire is inclined 

upward (𝑖̂ is thus defined as being positive) and its projection forms an angle �̂� with the x-

axis. In the MIAMI-1 system, the ion beam forms an angle of 30° with the electron-beam 

(and the z-axis) and its projection is at 45° to the x- and the y-axis. 
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Figure 3.31: Schematic showing a nanowire in the MIAMI-1 system. The ion beam forms an 

angle of 30° with the x-axis whilst its projection forms an angle of 45° with x-axis and the y-

axis. 

As can be deduced from figure 3.31: 

• The length of the projection of the ion beam vector onto the image plane is defined as 

𝐼𝑏𝑝𝑟𝑜 = cos 60° with the length of the ion beam vector chosen such as it is equal to 1. 

• The projection of the ion beam onto the x-axis is 𝐼𝑏𝑝𝑟𝑜 cos 45°  

• The projection of the ion beam onto the y-axis is 𝐼𝑏𝑝𝑟𝑜 sin 45°  

• The projection of the ion beam onto the z-axis is −cos 30°  

➢ Therefore the ion beam vector can be defined via equation 3.27 
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 𝐼 𝑏 = (cos 60 × cos 45)𝑥 + (cos 60 × cos 45)𝑦 − (cos 30)𝑧                   (3.27) 

The vector representing the nanowire 𝐴𝐵⃗⃗⃗⃗  ⃗ can also be deduced from figure 3.31 where, in the 

following example, �̂� will be chosen as being equal to 45°.  

• The projection of the nanowire onto the x-axis is 𝐴′𝐵′ × cos 45° 

• The projection of the nanowire onto the y-axis is 𝐴′𝐵′ × sin 45° 

• The projection of the nanowire onto the z-axis is cos 𝑖̂ with the length of the nanowire 

vector  𝐴𝐵⃗⃗⃗⃗  ⃗ also chosen such that it is equal to 1. 

➢ Therefore, the nanowire vector can be defined via equation 3.28 

 𝐴𝐵⃗⃗⃗⃗  ⃗ = (𝐴′𝐵′ × cos 45°)𝑥 + (𝐴′𝐵′ × sin 45°)𝑦 + (cos 𝑖̂)𝑧                 (3.28) 

Consequently, after being tilted, the angle between the ion beam and the nanowire (α’) can be 

determined via equation 3.29. However, it is worth noting that if the ion beam induces a 

motion of the tilted nanowire, then α’ will only be representative of the initial spatial 

configuration of the nanowire: 

cos 𝛼′ = 𝐴𝐵⃗⃗⃗⃗  ⃗. 𝐼𝑏⃗⃗⃗                          (3.29) 

In the previous example 𝐼𝑏⃗⃗⃗   has been defined for MIAMI-1. However, in this thesis some 

irradiations were performed in MIAMI-2 where the ion-beam forms an angle of 18.7° with 

the electron beam and is normal to the x-axis, in a direction opposite to 𝑦 . Therefore, using 

the same reasoning as previously, in MIAMI-2, 𝐼𝑏⃗⃗  ⃗ is defined via equation 3.30. 

 𝐼𝑏⃗⃗⃗  = (sin 18.7)𝑦 − (cos 18.7)𝑧                         (3.30) 
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In many instances, the determination of α’ will permit valuable information such as the dpa or 

the range of the ions using SRIM to be obtained. However, in SRIM the input regarding the 

spatial configuration of the ion beam and its target material is not α’ but α which is the angle 

between the ion beam and the normal to the nanowire. Therefore, in order to avoid confusion, 

the angle α will be used and be defined as in SRIM (i.e. the angle between the ion beam and 

the normal to the surface onto which the calculations are performed). 
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Chapter 4: Ion induced bending of nanowires at 

elevated temperatures 
 

1. Motivation for irradiation at elevated temperatures 
 

In this chapter, experiments designed to induce bending of germanium nanowires via the use 

of ion beams at elevated temperatures will be presented. As will be shown, the results presented 

herein are of both a practical and a fundamental interest. Indeed, they aim to engineer bent 

single crystalline germanium and silicon nanowires in a context where previous results in the 

literature have shown that such an outcome is unlikely via IIB at RT [177], [184]. From a more 

fundamental perspective, they will give an insight on the mechanisms responsible for the IIB 

phenomenon. 

To introduce this chapter, the six main mechanisms proposed in the literature to explain the 

bending of nanostructures are summarised below: 

i. A mechanism based on uneven thermal expansion within the structure during 

irradiation which has been proposed to leading the nanowires to bend towards 

the ion beam [179]. 

ii. A rearrangement of the surface and its vicinity as a way to stabilise the highly 

damaged structure via mass transport. Such rearrangement leading to bending 

towards the ion beam was proposed as readily occurring during irradiation and 

to benefit from both the displacement of atoms via nuclear stopping and the 

increased atomic mobility due to the input of thermal energy [122], [175], [176], 

[178]. 

iii. A third mechanism proposed in the literature was based on an uneven 

distribution of point defects resulting in an uneven volume change (volume 
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expansion for regions rich in self-interstitials or volume contraction in volume 

rich in vacancies) which depending on the distribution of the point defects could 

lead to IIB away from or towards the ion beam [97], [114]. 

iv. To explain the bending away from the ion beam, a mechanism based on a 

difference of density within the nanowire was proposed after experiments on 

germanium nanowires. As amorphous germanium has been reported to be less 

dense than its crystalline phase it has been stated that if amorphisation occurs 

on the ion-beam-facing side of the nanowire (whilst the opposite side remains 

crystalline) the uneven volume density may cause bending of the nanowire [20]. 

v. A viscoelastic flow process that occurs in amorphous materials and leads to an 

anisotropic deformation (the ion hammering effect) was reported as being 

responsible for the bending towards the ion beam. This mechanism which was 

first proposed after experimental work on germanium and further developed 

after experiments on silicon nanowires is supposedly only effective enough to 

bend the nanowires towards the ion beam when they are fully amorphous [20], 

[177], [184]. 

vi. A change of density in irradiated amorphous material was briefly introduced in 

the literature as causing the bending towards the ion beam.  The authors stated 

that, during irradiation, a contraction of the irradiated side of the amorphous 

nanowire could induce the bending moment leading to IIB towards the ion beam 

[20]. 

  

Out of the proposed mechanisms, mechanisms iii to vi are based on an internal volume change. 

However, in all these cases, the volume changes occur due to the accumulation of damage 

induced by the ion beam. Indeed, mechanisms iv, v and vi can occur only when the 
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accumulation of damage is such that amorphisation is induced.  For its part, mechanism iii can 

occur only via an accumulation of point defects during irradiation. For these reasons, it is of 

interest to verify whether or not bending can still occur (and in which direction) when the 

accumulation of defects is prevented. 

Another motivation for preventing damage accumulation is associated with the experiments 

reported by Pecora et al. in [177], [184]. In their irradiation experiments, the authors caused 

bending of single-crystal silicon nanowires towards the ion beam. As explained in the literature 

review, the bending of nanostructures towards the ion beam is probably more convenient as a 

nanomanipulation technique compared to bending away as it allows better control of the 

orientation of the structure. Regrettably, such bending was observed to occur only when full 

amorphisation was observed [20], [177], [184]. As a crystalline seed would not be present to 

induce recrystallisation via SPEG, the impossibility of having a nanowire bend towards the ion 

beam whilst it is still crystalline is problematic. However, by irradiating tapered silicon 

nanowires the authors managed to bend only the fully amorphous narrow tip of a nanowire 

whilst the wider base was still partially crystalline. Unfortunately, during SPEG the nanowire 

shape changed becoming straight again [177], [184]. Therefore, even in this example, the 

engineering of single crystalline nanowires bent towards the ion beam was unsuccessful and 

therefore performing IIB without the deleterious effect of amorphisation was an additional 

motivation for this work. 

To answer both fundamental questions regarding the IIB phenomenon and to overcome the 

challenge of engineering bent single crystalline germanium nanowires, irradiations at elevated 

temperatures have been performed. 
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2. Design of the experiment 
 

As stated in the experimental methods chapter, germanium nanowires were deposited onto a 

molybdenum TEM grid and were in most cases isolated enough to be free to move during IIB 

without any interference from adjacent nanowires. 

The thickness of the nanowires varied from one to another. For this reason, the prepared 

samples contained nanowires which according to the literature could exhibit opposite 

behaviour when subject to ion irradiation as the bending direction has been reported to be 

influenced by the nanowire diameter [97], [114]. 

The nanowires were irradiated in situ of a TEM in the MIAMI-1 facility with a 30 keV xenon 

ion beam. To follow whether bending occurred, the microscope was operated in BF image 

mode. The microstructural evolution was also monitored using DF imaging as well as the 

SADP which enables the detection of the amorphous rings to identify any regions in which 

major amorphisation was induced [31]. 

The nanowires were irradiated at either RT or at elevated temperature as it had been verified 

in previous work that such temperatures could prevent amorphisation [33], [150], [152], [229]. 

The ion irradiations were performed at a temperature of 400°C using a double-tilt heating 

holder with fluxes ranging from 5×1012 to 2.5×1013 ions.cm–2.s–1. Whilst the flux was chosen 

to have values high enough to rapidly induce IIB during the experiments, higher fluxes were 

avoided as they might induce an accumulation of damage that surpassed the dynamic annealing 

and thus lead to the amorphisation of the nanowires [152]. 
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3. Results and discussion 

3.1. Bending of germanium nanowires towards the ion beam at 

400°C 
 

The bending of germanium nanowires towards the ion beam when irradiated at elevated 

temperature (400°C) was observed during these experiments. It has been shown in the literature 

that there is a competition between the annealing rate and the damage rate [27], [152]. 

Therefore, as the elevated temperature does not necessarily guarantee that amorphisation will 

not occur, the selected area diffraction patterns (SADPs) before and after irradiation were 

captured to verify whether the nanowires were still single crystalline after irradiation. The 

presence of strong diffraction spots without accompanying amorphous rings indicated that the 

nanowires were indeed still crystalline after irradiation [125]. To illustrate this, an example of 

a bent single crystal germanium nanowire is shown in figure 4.1 with a BF-TEM image of the 

nanowire and its SADP (a) before and (b) after irradiation.  In both SADPs, the presence of 

amorphous rings was not observed indicating that the irradiation conditions were adequate to 

prevent any major amorphisation. SADPs were captured along the length of the nanowires to 

ensure that the existence of diffraction spots and the absence of the amorphous rings were 

consistent – particularly in the bent regions. This procedure has confirmed that, even in the 

most curved regions of the nanowires, amorphisation was not detected. 
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Figure 4.1: BF-TEM images and SADP of a nanowire: (a) before irradiation; and (b) after 30 

keV xenon ion irradiation at 400°C to a fluence of 7.1×1014 ions.cm–2. The projection of the 

ion beam direction onto the image plane is indicated by the red arrow in (a). The scale bar in 

(a) also applies to image (b). The SADPs before and after irradiation are characteristic of single 

crystalline material. 

It might be argued that major amorphisation has in fact occurred during the IIB and that the 

amorphous material induced by the ion was stable enough during the bending of the nanowire 

but had recrystallised when the SADP was captured (the elevated temperature of 400°C is 

known to be elevated enough to prompt SPEG in germanium) [22], [26]. To limit this 

possibility, the SADPs were captured immediately after the ion irradiation. Furthermore, an 

additional irradiation was performed during which the SADP was monitored whilst the 

nanowire was bending due to the irradiation. It should be noted that execution of such an 

experiment can be problematic as the specimen can move due to the ion irradiation and that 

consequently the area selected by the aperture can change requiring constant readjustment and 

may briefly include surrounding nanowires or other material. However, as can be observed 

from the SADPs in figure 4.2, amorphisation was prevented and a rotation of diffraction spots 
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around the 000 spot was induced. To accurately interpret the SADPs, it must be understood 

that some spots may appear or disappear during the irradiation depending on which planes 

happen to satisfy the Bragg conditions as the bending proceeds [203]. Therefore, in the SADP 

at two different fluences shown in figure 4.2(a) and (b) only selected diffraction spots indicated 

by the blue arrows are chosen to illustrate the rotation which was caused by the bending of the 

nanowire during IIB. 

 

 

Figure 4.2: SADPs of a nanowire captured during irradiation to fluences of (a) 8.8×1014 

ions.cm–2 and (b) 9.6×1014 ions.cm–2. The diffraction spots indicated by the blue arrows have 

been chosen to illustrate the evolution of the SADP. A diffraction spot chosen as reference is 

indicated by the dashed black arrow. During the bending of the nanowires, several spots such 

as spots (i) and (ii) moved during the motion of the nanowire. However, whilst the intensity of 

the diffraction spot chosen as a reference varied, it did not move during irradiation. Indeed, the 

intensities of the diffraction spots may vary during the ion irradiation and some may appear 

and disappear as the intensities of the spots depend on how close to the Bragg conditions the 

diffracting planes are during the nanowire motion.  
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Further evidence of the single-crystal character of the bent germanium nanowires comes from 

the centred dark-field (CDF) TEM images. In figure 4.3(a) and (b), BF-TEM images of a 

nanowire are shown before and after irradiation, respectively. After irradiation the nanowire is 

aligned with the ion beam similar to the nanowire presented above in figure 4.1(b), the SADP 

in figure 4.3(b) shows that no major amorphisation has occurred.  However, another effect of 

radiation damage is observable in that the nanowire is clearly thinner after irradiation. The 

thinning of the nanowire is attributed to sputtering and may be a factor which limits the degree 

of manipulation of the nanowires (especially if IIB is to be induced multiple times on the same 

nanowires) [230]–[234]. Figure 4.3(c)-(e) shows the nanowire at another tilt angle with (c) 

featuring a BF-TEM image and (d)-(e) CDF images. As can be observed, the nanowire is bright 

across its whole diameter in the CDF images. If one side of the nanowire were amorphous and 

the incident electron beam were parallel to the interface between the amorphous and the 

crystalline phase, the nanowire would have been only partially bright on the crystalline side 

and dark on the amorphous side. In other configurations, (i.e. the incident electron beam not 

exactly parallel to the interface), it is very likely that the side most exposed to the ion beam 

(the one facing the ion beam in projection) would have appeared more or less dark depending 

on how much of the amorphous phase cut across the incident electron beam [203]. In contrast, 

in figure 4.3 the contrast can be considered as uniformly bright across the nanowire. On the 

other hand, it must be noted that even if only regions along the nanowires are bright, it is to be 

expected that not all of a bent nanowire will be in the same Bragg condition. For this reason, 

two different Bragg conditions have been selected to generate the CDF-TEM images which are 

shown in figure 4.5(d) and (e). 
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Figure 4.3: (a) BF-TEM image of a nanowire before irradiation at 400°C temperature and (b) 

after irradiation to a fluence of 2.4×1015 ions.cm−2 inducing bending and sputtering of the 

nanowire. The SADP in (b) shows that amorphisation has not been detected after the bending 

of the nanowire towards the ion beam. The same nanowire after irradiation is shown in (c) at 

another tilt angle in BF-TEM image mode and in a CDF-TEM image mode which correspond 

to (d) a (004) condition and in (e) to a (1̅31) condition. The projection of the ion beam direction 

onto the image plane is indicated by the red arrow in (a). The scale bar in (a) is also valid for 

the other images in the figure. It must be specified that the images (b), (c) and (d) were taken 

at a different tilt angle (close to zone axis) for the reason that they were captured during a post-

analysis whose aim was to perform HRTEM.  
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3.2. IIB mechanisms 
 

In the literature, the first work reported on the bending of germanium nanowires via the use of 

ion beams has defined amorphisation as a requirement for the IIB to occur [20]. Indeed, in [20] 

bending away was observed to occur when partial amorphisation was induced, whilst the 

bending of the nanowires towards the ion beam was said to be possible only when full 

amorphisation was achieved and ion hammering was identified as being the cause of IIB 

towards the ion beam. It is therefore interesting to have induced bending of germanium 

nanowires towards the ion beam without amorphisation. It is worth noting that the same 

conclusion has also been reported for the bending of silicon nanowires towards the ion beam 

[177], [184]. To compare to that work in a similar manner, an equivalent experiment has been 

carried on silicon nanowires again at elevated temperature. The results of this experiment are 

presented in Appendix A and demonstrate that silicon nanowires too can be bent towards the 

ion beam without becoming amorphous. For these reasons, ion hammering as a cause of the 

bending of nanowires irradiated at elevated temperatures can be dismissed. More generally, 

this mechanism is not to be totally ruled out as it may still play a role during bending at RT. 

However, these experiments cast doubt on the influence of ion hammering as it is now clear 

that another mechanism can induce the bending of nanowires towards the ion beam under 

conditions where ion hammering cannot occur. 

An important feature of irradiations performed at elevated temperature is that the thermal 

energy provided must be great enough to prevent the damage accumulation that would 

otherwise lead to the amorphisation of the structure. If full crystallinity is to be retained, the 

thermal energy must ensure that the recombination of defects is able to occur at a higher rate 

than their accumulation. As stated in the literature, the requisite temperatures to perform such 

irradiations depend on numerous factors and can therefore vary depending on the experimental 
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conditions [152]. In the work presented here, even at high fluences the nanowires remained 

crystalline. For instance, the nanowire shown in figure 4.4 is still crystalline after being 

irradiated at 400°C to a fluence of 2.7×1015 ions.cm–2 corresponding to a peak of 35 dpa (i.e. 

the dpa is calculated in the region containing the peak of the damage profile with a width 

measuring ±0.1 of the total damage range). Knowing that germanium has been reported to 

become amorphous above 0.3 dpa when irradiated at RT with germanium ions [23], it is 

reasonable to assume that the nanowire shown in figure 4.4 would have suffered amorphisation 

if the irradiation had been performed under the same conditions but at RT as the peak dpa is 

two orders of magnitude greater than 0.3. As amorphisation has not been observed even at this 

relatively high fluence, it is reasonable to conclude that the elevated temperature has prevented 

major damage accumulation. This observation regarding the prevention of damage 

accumulation is in disagreement with a proposed mechanism based on the distribution of point 

defects within the nanowires used to explain the bending [97], [114]. Indeed, for this 

mechanism to operate, point defects must generate enough volume expansion and/or 

contraction to induce an imbalance sufficient to make a nanowire bend towards or away from 

the ion beam. As major damage accumulation has been prevented in the experiments reported 

here, this mechanism is also unlikely to explain how the germanium (and silicon) nanowires 

have bent towards the ion beam at elevated temperature. 
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Figure 4.4: BF-TEM image and SADP of a germanium nanowire irradiated at 400°C to a 

fluence of 2.7×1015 ions.cm–2 showing that in this case the elevated temperature may have 

prevented the bending from occurring. The projection of the ion beam direction onto the image 

plane is indicated by the red arrow. 
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Figure 4.5: IDRAGON profile showing the distribution of implanted xenon atoms in the cross 

section of the nanowire shown in figure 4.1. According to this calculation, most of the ions 

were implanted within the half of the nanowire nearest to the irradiated surface.  

 

Whilst major accumulation of damage has been prevented, the effect of xenon ions which might 

have been implanted into the nanowire must be considered as they may induce volume 

expansion. Indeed, even though inert gases have often been reported to diffuse out of the target 

material as they do not bond with the lattice [97], TEM observations have also shown that they 

could remain implanted and agglomerate in the vicinity of their average implantation depth 

[235]. To consider this possibility, IDRAGON was run for the nanowire shown in figure 4.1 to 

determine where the xenon ions would be implanted. The outcome of the calculation is shown 

in figure 4.5 and indicates that unless atomic diffusion or channelling occurred, the majority of 

the ions were implanted closer to the ion-beam-facing side of the nanowire. If the xenon ions 



193 
 

did not diffuse out of the structure and remained close to this implantation depth, they may 

have induced a volume expansion in that side of the nanowire. In such a situation, similar to 

the mechanism described by Borschel et al.  [97], [114] and detailed in the literature review of 

the current work, a volume expansion of the ion-beam-facing side of the nanowire could induce 

a bending of the nanowire away from the ion beam [97], [114]. As the nanowire in this case 

has instead bent towards the ion beam then it can be assumed that if a volume change due to 

the implanted ions were operating then it is not a primary cause of bending as it has been 

overcome by another mechanism. 

The mechanism based on the uneven thermal expansion was proposed on a material whose 

thermal expansion coefficient was negative. However, in the case of germanium and many 

other materials such as silicon [184], gallium arsenide [97], aluminium [175] and zinc oxide 

[114], bending towards the ion beam has been observed despite a positive thermal expansion 

coefficient over a large range of temperature [236]–[239].  

In [20], IIB has been induced on germanium nanowires irradiated with a 30 keV gallium ion 

beam at RT at an angle of 45° relative to the ion beam. Via the IDRAGON implantation profile 

of such a nanowire, it was determined in the present work that most of the ions were implanted 

in the ion-beam-facing side of the nanowires irradiated in [20]. In such a case, if the thermal 

energy provided by the ion beam were responsible for internal volume changes then it would 

induce an expansion in the ion-beam-facing side of the nanowire. This swelling could 

consequently lead the nanowire to bend away from the ion beam. However, in reality the 

nanowire bent towards the ion beam meaning that some other mechanism must be responsible 

for the bending. Likewise, in [176] a 100 nm wide silver cantilever was irradiated by a 30 keV 

gallium ion beam at an initial angle α of 52°. According to SRIM, the ion range and most of 

the energy loss to phonons are within the first 10 nm of the target material.  However, similar 

to the germanium nanowires given as examples above in figures 4.1 and 4.3, the cantilever also 
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bent towards the ion beam whereas a mechanism based on thermal expansion would have 

driven it in the opposite direction.  

In conclusion, out of all the mechanisms proposed in the literature, only those reported in [122], 

[175], [176], [178] and based on the dynamic atomic rearrangement of the surface and 

subsurface are capable of explaining the bending of the nanowires towards the ion beam as 

reported here. 

In figure 4.6(a), the BF-TEM image of a germanium nanowire before irradiation is shown and 

in figure 4.6(b) the BF-TEM image of the nanowire bent after irradiation is shown as well as 

the SADP, which attests that the nanowire remained crystalline. However, in addition to the 

shape modification of the nanowire, it can be observed that the ion irradiation has caused a 

degree of sputtering.  
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Figure 4.6: BF-TEM images of a nanowire (a) before and (b) after 30 keV xenon ion irradiation 

at 400°C to a fluence of 1.2×1015 ions.cm–2. The projection of the ion beam direction onto the 

image plane is indicated by the red arrow in (a) and the zones corresponding to the sections 

where the sputtering yield was measured are shown by the red arrows. The scale bar in (b) also 

applies to image (a). The SADP after irradiation is indicative of single crystal material. 

 

The method to evaluate the sputtering yield (Sy) during irradiation at an initial angle α of the 

nanowire of radius (R) (cm) based on its radius (r) (cm) after sputtering is described below. 

The number of atoms Nat removed from a nanowire irradiated surface per cm2 (atoms.cm−2) at 

a fluence ϕ is expressed by equation 4.1. 

𝑁at = 𝑆y × 𝜙               (4.1) 

Therefore, the number of atoms sputtered away (As) when a nanowire of length 1 cm has 

reached a radius (r) is expressed in equation 4.2 with the approximation that the nanowire is 

cylindrical and remains cylindrical during irradiation. 
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𝐴𝑠 = 𝑆𝑦 × 𝜙 × 2 × 𝑟 × 1 𝑐𝑚               (4.2) 

The volume sputtered (Vs) from the nanowire can therefore be calculated as a function of the 

atomic density (ad) in atom.cm−3 of germanium as shown in equation 4.3. 

𝑉𝑠 =
𝑆𝑦×𝜙×2×𝑟

𝑎𝑑
× 1 𝑐𝑚                          (4.3) 

The volume sputtered can also be expressed as a function of the radius of the nanowire before 

irradiation (R) and after and irradiation step (r) as expressed in equation 4.4. 

𝑉𝑠 = (𝑅2 − 𝑟2) × 𝜋 × 1 𝑐𝑚              (4.4) 

The expression 4.4 can be rearranged to equation 4.5. 

𝑟 = √𝑅2 −
𝑉𝑠

𝜋
                (4.5) 

Finally, an equation 4.6 which formulates the decrease of the radius of the nanowire as a 

function of the sputtering yield is deduced below.  Indeed, as R2 − r2 = (R − r) × (R + r), the 

value of (R − r) can be express using equations 4.4 and 4.5 and is shown to be a function of Vs 

which itself depends on the sputtering yield Sy. 

𝑅 − 𝑟 =
𝑅2−𝑟2

𝑅+𝑟
=

𝑉𝑠

𝜋(𝑅+√𝑅2−
𝑉𝑠
𝜋

)

              (4.6) 

It is worth noting that in equation 4.6 Vs varies during irradiation as it depends on the value of 

r which obviously decreases during the irradiation. 

After 30 keV xenon ion irradiation to a fluence of 1.2×1015 ions.cm–2, the sputtering yield from 

the nanowire shown in figure 4.6 has been calculated at three different positions along its length 

using the equations above. As the nanowire diameter was uneven before irradiation, three 

positions were used to examine whether the sputtering differed along its length. 



197 
 

A sputtering yield has been estimated in the region which has bent during irradiation (i.e. the 

tip of the nanowire) using a section whose diameter went from 33 to 22 nm during irradiation. 

Sputtering yields were also deduced for regions: just below the bending tip using a section for 

which the diameter was 44 nm before irradiation and 33 nm after; and close to the base of the 

nanowire in a section measuring 63 nm before irradiation and 52 nm after. The calculations 

have shown that the sputtering yield was constant along the nanowire and was between 63 and 

64 atoms per xenon ion. The sputtering yield measured has been compared with the SRIM 

calculation applied to this nanowire. According to the SRIM calculation, the sputtering yield 

is expected to have a value of approximately four atoms per ion. The discrepancy between 

SRIM and the experimental observations is considerable. However, it is worth noting that 

sputtering of nanowires is often substantially higher than that predicted for the bulk as SRIM 

does not take into account the cylindrical shape of the nanowire [35], [171] and that the 

sputtering yields of materials bombarded at elevated temperature has also been reported as 

being often greater than those observed at lower temperature [230], [232], [240]. 

Regardless of any enhancement to sputtering yield, the sputtering yield was consistent along 

the nanowire meaning that the whole nanowire must have been subject to irradiation. 

Nevertheless, one clear observation is that, as shown in figure 4.6, the nanowire did not react 

in the same manner to the ion bombardment as only the tip has bent during irradiation. As only 

the thinner part has experienced IIB, parallels can be drawn with [97], [114] in which it was 

observed that the value of the ratio 
𝑟𝑎𝑛𝑔𝑒 𝑜𝑓 𝑡ℎ𝑒 𝑖𝑜𝑛

nanowire diameter
 = θ,  dictates the bending direction during 

ion irradiation. According to [97], [114], an elevated value of θ (i.e. above 0.5) would induce 

a bending towards the ion beam and a lower one (i.e. below 0.5) would induce bending away 

from it. As this nanowire displays a clear difference regarding its diameter at the thin tip and 

the rest of its body, it might be suggested based on these publications that the thicker part of 

the nanowire, which represents most of the nanowire length, should have a tendency to bend 
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away from the ion beam. However, bending away from the ion beam has not occurred 

anywhere in this nanowire. In fact, only a small section of the nanowire has been subject to IIB 

and this was towards the ion beam. This section would have had a higher value of θ and has 

bent towards the ion beam whilst the rest of the nanowire which might have been expected to 

have a tendency to bend away from it, remained straight. This observation might imply the 

irradiation at 400°C has allowed bending to occur only towards the ion beam whilst bending 

away was prevented. Although the behaviour of this nanowire only suggests such a conclusion, 

more evidence of such hindrance due to the temperature of irradiation will be shown below via 

the comparison between the effects of irradiations performed at elevated temperature and those 

performed under the same conditions but at RT. 

 

Figure 4.7: BF-TEM images and SADPs of a nanowire (a) after a 30 keV xenon ion irradiation 

at 400°C to a fluence of 2.7×1015 ions.cm–2 and (b) after a subsequent irradiation at RT to a 

further fluence of 7.5×1013 ions.cm–2. The projection of the ion beam direction onto the image 

plane is indicated by the red arrow in (a). The scale bar in (a) applies to image (b). The SADPs 

show that the irradiation induced considerably more damage accumulation (leading to 

amorphisation) when it was performed at RT. 
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One important element of the experiments performed at elevated temperature is that not all 

nanowires were observed to bend, but that those that did always bent towards the ion beam. 

This contrasts with several experiments that have been performed under the same conditions 

at RT. In these cases, some nanowires bent towards and others bent away from the ion beam. 

Considering this difference of behaviour of the nanowires irradiated at elevated temperature, it 

can be hypothesised that at the elevated temperature the mechanisms, which prompted the 

bending away, are suppressed. Interestingly, all mechanisms, which would induce bending 

away from the ion beam, require some degree of damage accumulation to lead to either 

amorphisation or to a non-uniform distribution of point defects. As major damage accumulation 

is prevented at 400°C, it is therefore perhaps understandable that bending away was not 

observed. Figure 4.7 is a clear example of the difference in behaviour of the same nanowire 

irradiated at these two different temperatures. The nanowire is initially irradiated at elevated 

temperature under the conditions described in the experimental section. The elevated 

temperature prevents major damage accumulation and the nanowire remained crystalline as 

shown by the SADP inset into the BF-TEM image in figure 4.7(a). The nanowire was irradiated 

to a relatively-high fluence of 2.7×1015 ions.cm–2 but still remained unbent. The assumption is 

that the damage accumulation was prevented as was the mechanism responsible for bending 

away. In figure 4.7(b) the BF-TEM image and the inset SADP show how a subsequent 

irradiation performed at RT affected the nanowire. In this second irradiation, an additional 

fluence which is more than one order of magnitude below the total irradiation performed at the 

elevated temperature has a tremendous effect on the nanowire. As shown by the SADP, at RT 

the accumulation of damage during irradiation occurs and the nanowire consequently suffered 

from amorphisation with the characteristic amorphous rings visible in the SADP [31], [203]. 
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In addition, the nanowire has bent away from the ion beam, presumably because the 

mechanisms based on damage accumulation were free to operate.  

4. Conclusion, remarks and perspectives 
 

Following experiments reported in the literature on tapered silicon nanowires [177], [184], 

doubts can be cast upon the possibility of recovering the crystallinity of nanowires whilst 

preserving the bending induced via IIB. Consequently, the results of the experiments presented 

here can have a practical interest as they demonstrate the possibility of inducing bending of 

germanium nanowires towards an ion beam whilst still preserving their single-crystal character 

by performing the irradiation at elevated temperature. Furthermore, as silicon nanowires have 

also been successfully subject to nanomanipulation via IIB at elevated temperature and still 

remained crystalline (see Appendix A), the process used in this work seems to be transferable 

to other materials. 

As stated above, IIB towards the ion beam is probably the most effective way of aligning 

nanostructures as compared to IIB away as alignment of nanostructures can be readily 

controlled by positioning the ion beam parallel to the desired orientation. However, in both 

directions, IIB can be an unwanted effect of the doping of nanostructures using ion beams and 

thus a way to prevent such bending is desirable. From this view, the current work indicates that 

if doping is performed at elevated temperatures then the bending can be avoided as long as the 

nanowire is under conditions where it would normally bend away from the ion beam. Indeed, 

as the experiments have indicated that the occurrence of bending away from the ion beam 

requires major damage accumulation, the irradiations performed at elevated temperatures can 

constitute an easy way to prevent IIB away. However, more investigations are needed in order 

to understand which conditions lead to the nanowire bending towards the ion beam at elevated 

temperature or to the nanowire remaining straight (as it cannot bend away at elevated 
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temperature). In fact, in a more general sense than just irradiations performed at elevated 

temperatures, determining the conditions which lead to particular bending directions is highly 

desirable for both nanoengineering and to have a better fundamental understanding of the IIB 

phenomenon. For these reasons, this challenge will be addressed in the next chapter. 

An obvious question arising from these results is how the lattice which is preserved at elevated 

temperatures can accommodate the bending. During these experiments, it has been observed 

that some of the nanowires subject to IIB towards the ion beam did not assume the circular 

shape which they consistently have during irradiation at RT. Figure 4.8 shows an example of 

such a nanowire that did not bend along an arc at elevated temperature. From the superimposed 

images (taken from an in situ video) it can be seen that the nanowire remains straight during 

the alignment with the ion beam, thus suggesting that the crystal lattice prevents it from taking 

the typical curved shape observed during irradiation at RT.  
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Figure 4.8: Superimposed BF-TEM images taken from an in situ video showing the evolution 

of a germanium nanowire during a 30 keV xenon ion irradiation at 400°C. The projection of 

the ion beam direction onto the image plane is indicated by the red arrow in (a). The SADP 

before and after irradiation are characteristic of crystalline material. The nanowire is shown to 

align towards the ion beam without taking a curved shape. 

 

The nanowire shown in figure 4.6(b) took a curved shape close to its tip whilst remaining 

unbent further along its length. An attempt has therefore been made to compare via HRTEM 

the impact of the ion beam on these two distinctly different regions of the nanowire. 
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Unfortunately, acquiring lattice images of the bent section of the nanowires was found to be 

challenging using conventional TEM techniques. Thus, the question remains as to how the 

lattice adjusts to the circular shape of the nanowire and should be a focus of future work. For 

instance, the bending might induce dislocations to accommodate internal stress. Furthermore, 

as shown in figure 4.9, when a nanowire takes a curved shape the lattice might be under 

compressive strain on the inside of the arc and tensile strain on the outside. 

dy : Distance 

from the 

neutral axis

Neutral axis 

of the 

nanowire

rarc

Outer sectionInner section

 

Figure 4.9: Schematic of a nanowire bending towards the ion beam whilst taking a circular 

shape.  The radius (rarc) should be measured using the neutral axis of the nanowire to determine 

the strain as a function of dy according to equation 4.7. 

 

If the nanowires are under strain, a simple “beam theory” argument can be made regarding the 

magnitude of the internal strain [241]. In the inner section of the nanowire, an internal 

compressive strain can be expected whilst on its outer section the strain will be tensile. The 

absolute term of the strain (ε) increases as a function of the distance (dy) from the centre of the 

nanowire (known as the neutral axis) as shown in figure 4.9. 
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According to this model, the strain, ε, can be expressed via equation 4.7 as a function of the 

radius made by the nanowire (rarc) and dy. 

휀 =
𝑑𝑦

𝑟𝑎𝑟𝑐
               (4.7) 

Using equation 4.7 on germanium nanowires bent via IIB at 400°C, values of strain above 3% 

have been calculated. It must be recalled that (as stated in the experimental method chapter) 

the radius observed in the TEM and used for such calculation is most likely underestimated as 

it is measured based on the projection of the nanowires onto the image plane. Consequently, 

whilst the exact curvature can be determined in future work via tilting the TEM- rod, here, 

based on the available BF-images, the deformation of the nanowires out of the image plane is 

not taken into account and the calculated values of strain are thus also underestimated. 

As a strain of a few percent [165], [167], (or alternatively a combination of strain and heavy n-

type doping [242]) have been reported to induce a direct band gap behaviour of germanium, 

IIB at elevated temperatures may be a promising technique for optoelectronic applications as 

direct band gap transitions can allow light emission. Furthermore, as the bending is not limited 

to the use of inert gases, a combination of strain and heavy doping can be readily achieved 

during IIB to facilitate band gap engineering of germanium [97].  

To conclude, on a more general note there is a lack in the literature regarding how the IIB might 

affect other characteristics of the bent nanostructures (such as the influence of the IIB on the 

band gap of nano-semiconductors as well as its potential impact on piezoelectric nanostructures 

such as ZnO nanowires).  
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Chapter 5: Ion induced bending of nanowires at 

RT and subsequent annealing 
 

1. Context 
 

In the experiments reported in the previous chapter, the bending of germanium nanowires 

towards the ion beam was achieved via ion irradiation at 400°C. These experimental conditions 

have allowed the nanowires to remain crystalline during IIB, thus suggesting that bending 

towards the ion beam can occur without the operation of mechanisms based on damage 

accumulation.  

In chapter 4 experiments were also performed at RT and comparison between these and the 

irradiations achieved at elevated temperature have shown that the nanowires were observed to 

bend away only at RT (i.e. only under conditions where major radiation damage was not 

prevented by the elevated temperature).  

To be truly accurate, whilst these results have shown that damage accumulation was required 

for bending away, the question remain as to whether damage accumulation is also responsible 

for the bending towards the ion beam when the irradiation is performed at RT. Besides, the 

irradiation conditions which dictates the bending direction are yet to be defined.  

The bending of nanostructures via the use of ion beams can be used reliably only if the direction 

of the bending can be controlled. In the experiments presented in the current chapter, the 

germanium nanowires were irradiated at RT by xenon ions in order to determine which factors 

influence their bending direction. For this reason, a great use of the tilting procedure was made: 

whereas in the previous chapter, it was principally utilised to verify the bending direction of 

the nanowires, here the tilting procedure was also performed to fully characterise the 
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orientation between the ion beam and the nanowires as described in the experimental method 

chapter. As the angle between the nanowire and the ion beam was known, the IDRAGON 

implementation of SRIM was extensively exploited allowing verification of whether the 

bending direction could be correlated to the average damage depth. Furthermore, through this 

comparison of the simulation and the experimental results, insights into the mechanisms behind 

IIB were gained. 

The IIB phenomenon, and particularly its use to align an array of nanowires towards an ion 

beam, makes it a powerful tool for nanomanipulation. However, the annealing step which is 

routinely performed to remove the damage accumulated during ion irradiation has been 

observed to undo the alignment obtained during IIB towards the ion beam [177], [184].  This 

observation was made by Pecora et al. [177], [184] after experimentations performed on 

tapered silicon nanowires and the geometry of these structures may therefore have influenced 

the outcome [177], [184]. The stability of IIB curvature during annealing remains to be 

investigated for the case of non-tapered nanowires. In the literature, experiments performed on 

both silicon and germanium nanowires have indicated that bending towards would occur only 

when the nanowires were fully amorphous thus making the use of SPEG problematic as it 

requires the presence of a buried crystal within the nanostructure [20], [177], [184]. In the 

experiments reported in this chapter, the nanowires were irradiated at RT to induce bending 

(away from or towards the ion beam) and then it was verified whether the nanowires were fully 

amorphous. Afterwards, the nanowires were subjected to annealing to investigate the stability 

of the bent structures. The conclusion of the annealing experiments provides valuable 

information for nanoengineering applications as well as giving further insights on the 

mechanisms which regulate the IIB phenomenon.  
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2. Method 
 

The samples were prepared in the same way as those irradiated at elevated temperature (see 

chapter 3 and 4) resulting in single-crystal germanium nanowires with lengths ranging from 

100 nm to 2 µm and average diameters (Ø) ranging between 15 to 60 nm. The nanowires chosen 

to study the IIB effect were those left extending into free space from the TEM molybdenum 

grids. As the diameter and orientation varied between nanowires, this resulted in a range of 

values for the initial normalised average damage depth (Ω) (the ratio of the average damage 

depth to the diameter of the nanowire). 

The TEM was operated at 200 kV in the MIAMI-1 system where the nanowires where 

irradiated by a 30 or 70 keV xenon ion beam at RT with a typical flux of 1013 ions.cm–2.s–1. 

Two different energies were chosen to further increase the range of values taken by Ω. To 

evaluate Ω, the IDRAGON code was used as described in the experimental section with SRIM 

2013 run in “Detailed calculation with full damage cascades” where the displacement energy 

for germanium was set to 21 eV. The dpa were calculated in the same way as described in 

chapter 3. 

A tilting procedure was performed before the irradiation to determine how the nanowires were 

oriented with relation to the ion beam at the beginning of the irradiation using the equations 

and the method detailed in the experimental methods chapter. Via the tilting procedure the 

initial angle α was thus determined, which, as stated in the experimental chapter, corresponds 

to the angle between the ion beam and the normal to the nanowire’s axis. After irradiation, the 

specimen stage was tilted once more to determine the bending direction. 

The TEM was operated in BF mode to follow the morphological evolution of the nanowires 

whilst SADPs and DF images were used to further monitor the microstructure of the nanowires. 
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3. Results and discussion 

3.1. Irradiation of germanium nanowires at RT 

3.1.1. Results 
 

In figure 5.1(a) and (b), a Ø = 52 nm germanium nanowire is shown before and after irradiation 

by a 30 keV xenon ion beam at RT, respectively. On the bottom row of figure 5.1 ((c) and (d)) 

a germanium nanowire whose average diameter is smaller (Ø = 39 nm) is also shown before 

and after irradiation by a 30 keV xenon ion beam. During these irradiations performed at RT, 

both nanowires bent and suffered from radiation damage. The accumulation of radiation 

damage is clearly demonstrated by the SADPs in figure 5.1(b) and (e) which indicate that the 

nanowires are partially amorphous after irradiation as evidenced by the coexistence of both 

amorphous rings and diffraction spots [203]. However, even though both the nanowires are 

partially amorphous their behaviour differs. Indeed, it can be seen in these figures (and 

confirmed via the tilting procedure) that the nanowires have bent in opposite directions: the 

nanowire in the top row has bent away from the ion beam and the thinner nanowire in the panel 

(c) and (d) has bent towards it. It is worth recalling that an individual TEM image does not give 

complete information regarding the angle between the nanowire and the ion beam. For 

example, the nanowire shown in figure 5.1(a) is inclined in such a way that it forms before 

irradiation an angle α = 37° whilst the BF-TEM image could be interpreted as α ≈ 0°. As 

detailed in chapter 3, the calculation of α was determined via a tilting procedure performed 

before irradiation. The ratio Ω was thus calculated using IDRAGON for the two germanium 

nanowires shown in figure 5.1(a) and (c). 
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Figure 5.1: BF-TEM images and SADPs of (a) a germanium nanowire before a 30 keV xenon 

irradiation at RT and (b) after the irradiation at a fluence of 3.3×1014 ions.cm–2 which has 

prompted IIB away from the ion beam. On the bottom row the BF-TEM images and the SADPs 

show (c) a germanium nanowire before a 30 keV xenon irradiation at RT and (d) after the 

irradiation at a fluence of 3.9×1014 ions.cm–2 which has prompted IIB towards the ion beam. 

For each case, Ω is given in (a) and (c). The projection of the ion beam onto the image plane is 

indicated by the red arrow in (a). The scale bar in (a) also applies to the other images in the 

figure. The conditions of irradiation of the nanowire in (a), (b) and in (c),(d) are resumed in 

table 1(xi) and (vi), respectively. 
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Similar IDRAGON calculations were performed for a total of 11 nanowire irradiations 

(including those shown in figure 5.1) and are summarised in table 5.1 which also gives the 

average diameter, the xenon ion energy used, the bending direction and the damage profile 

generated by IDRAGON. It is striking that all nanowires but one (which will be discussed 

below) follow a trend where the bending direction can be related to the damage profile. Indeed, 

nanowires with low Ω (≤ 0.34) have bent away from the ion beam whilst those with a higher 

Ω (≥ 0.36) have bent towards it. Consequently, it is evident that table 5.1 strongly suggests that 

the normalised damage depth Ω is a crucial parameter for the bending direction and that a 

threshold value for reversing the bending direction is found around 0.35. 
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Table 5.1 The table summarises the experimental conditions and results obtained when 11 

germanium nanowires were irradiated by xenon ion irradiation at RT. The colour scale under 
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the table is valid for all the IDRAGON profiles with “maximum” referring to the highest level 

of damage within each individual nanowire (i.e. not the maximum damage level across all 11 

nanowires). 

As illustrated by the image and SADP of the nanowire in figure 5.1(d), the nanowire has bent 

towards the ion beam but is not fully amorphous [243]. This constitutes an inconsistency with 

the mechanisms proposed in [20], [177], [184] (i.e.  A modification of the density of the 

amorphous phase during irradiation and the ion hammering) which require that full 

amorphisation must occur for the nanowire to bend towards the ion beam. Indeed, it has been 

proposed that before full amorphisation of the nanowire the presence of a crystalline strip 

would preserve the rigidity of the nanowire and therefore prevent bending towards the ion beam 

[184]. In the work presented here, bending of nanowires towards the ion beam has been 

observed to occur immediately or rapidly after irradiation. In these cases, as the fluence is very 

low the nanowires must be crystalline at least in the region outside the damage range. For 

instance, the nanowire whose initial experimental conditions are summarised in table 5.1 (iv) 

rapidly bent towards the ion beam (at fluences lower than 2×1013 ions.cm–2). At this fluence, 

the region beyond the damage range (>0.38 of Ø) has a dpa of only 0.06, thus, well below the 

dpa at which amorphisation is expected to occur under these conditions [25], [244]. 

Consequently, as the nanowire was mostly crystalline when it started bending, the mechanisms 

based on amorphisation to explain the bending towards the ion beam (described in the literature 

review) cannot be regarded as valid for the bending of germanium nanowires.  

To further investigate the other proposed mechanisms that could potentially explain the 

bending phenomenon, the case of nanowires which have bent towards the ion beam but that 

have most of the radiation damage closer to their irradiated side (i.e. Ω < 0.5) will be discussed 

in the following section. 
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3.1.2. Case of nanowires bending towards the ion beam whilst Ω < 0.5 
 

As discussed previously, a few mechanisms proposed in the literature are based on internal 

density changes occurring due to damage accumulation. In this subsection each of these 

proposed mechanisms will be considered (along with other consequences of ion irradiation 

which may similarly induce density changes) on nanowires where Ω < 0.5. It will then be 

demonstrated that nanowires with Ω < 0.5 which in the current work were observed to bend 

towards the ion beam should in fact have bent away from it, if indeed, density-change-based 

mechanisms were to be invoked as the main driving mechanisms in operation.   

Before considering the mechanisms proposed in the literature, the overall effect of Frenkel 

pairs must be considered (in contrast with the mechanism proposed by Borschel et al. [97], 

[114]. which is based on the way in which the point defects are distributed within the nanowire) 

as it can potentially induce an overall density change in the damaged region. As detailed in the 

literature review in chapter 3, there is a relaxation around point defects which can lead to a 

volume contraction or expansion depending on the type of defect (i.e. vacancies or interstitials, 

respectively) [86]. However, in germanium the amount of swelling around interstitials is 

considered to be either equal to or greater than the volume contraction around vacancies [52], 

[98]. For this reason, when Ω < 0.5, if density changes due to point defects are considered as 

the only driving mechanisms for the bending of the nanowires the overall result would be 

swelling to the ion-beam-facing side. As stated in the literature review, a stress between a less-

dense ion-beam facing side and the opposite side should lead to bending away [20], [97], [114]. 

Consequently, the result of such a mechanism operating in isolation would be opposite to that 

which has been observed in the work reported here: that bending towards the ion beam should 

occur for nanowires under initial conditions where Ω < 0.5.  
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Similarly, a stress between regions of different density has been proposed by Romano et al. to 

explain the bending away from the ion beam [20]. The authors described how amorphisation 

localised on the ion-beam-facing side of the nanowire should induce a stress between the 

amorphous region and the crystalline region of the nanowire, and ultimately drive the nanowire 

to bend away from the ion beam. However, whilst this explanation is reasonable, several of the 

experiments presented herein have indicated otherwise. For instance, as shown by its SADP, 

the nanowire in figure 5.1(c) and (d), for which Ω < 0.5, has become partially amorphous during 

the irradiation but has bent towards the ion beam until being aligned with it. This is in 

contradiction with the mechanism proposed in [20], showing that such a nanowire (with Ω < 

0.5)  should bend away from the ion beam due to the stress between the amorphous phase and 

the crystalline phase. 

Similarly, a density change due to the presence of implanted ions should also lead nanowires 

having a ratio Ω < 0.5 to bend away from the ion beam, even though nanowires under these 

experimental conditions (Ω < 0.5) have instead been observed to bend towards the ion beam. 

An example of such behaviour contradicting the major role of the implanted ions in the bending 

effect can be demonstrated when analysing the nanowire shown in figure 5.1(c). As illustrated 

by figure 5.2 showing the IDRAGON-generated implantation profile of the nanowire in figure 

5.1(c), most of the implanted ions are expected to be located in the ion-beam-facing side of the 

nanowire. They will thus, (assuming they do not diffuse out of the nanowire or otherwise 

significantly redistribute), lead to a volume expansion of the ion-beam-facing side and 

consequently make it bend away from the ion beam and not, as observed, towards the ion beam.  
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Figure 5.2: IDRAGON implantation profile of the nanowire shown in figure 5.1 under 

irradiation by a 30 keV xenon ion beam at α=37°. 

 

Similarly to Romano et al. [20], an internal density change occurring during ion irradiation has 

been proposed as a cause for the bending by Borschel et al. [97], [114]. Indeed as detailed in 

the literature review, the authors described in [97] and [114] how the distribution of self-

interstitials and vacancies induced by the ion beam can cause a density imbalance. However, 

in their experiments when the damage was produced mainly on the ion-beam-facing side of the 

nanowires, they were observed to bend away from the ion beam whilst they bent towards it 

when the damage was induced in the whole nanowire cross-section. Considering again 

nanowires like the one shown in figure 5.1(c), it can be observed that most of the damage is 
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located near the surface as evidenced by the IDRAGON profile in table 5.1 (vi), where Ω = 

0.36. In such a case, the separation of point defects is unlikely to generate the bending moment 

which would lead to the nanowire bending towards the ion beam. In fact, as stated in [97] and 

[114], the population of point defects which is almost entirely induced in the ion-beam-facing 

side of the nanowire might lead to a net excess of self-interstitials even though the irradiation 

induces Frenkel pairs. This excess has been said to be the result of ion-beam-induced sputtering 

[97], [114]. Indeed, as recoils may travel in the target material leaving vacancies closer to the 

irradiated surface, the sputtering (as it occurs relatively closer to the surface) is more likely to 

remove more material rich in vacancies than material rich in interstitials. This argument was 

proposed by Borschel et al. [97], [114] and detailed in the literature review chapter to explain 

how shallow irradiation should prompt nanowires to bend away as a result of the volume 

expansion in the front facing side of the nanowire [97], [114]. 

It is worth noting that in the case of the irradiations summarised in table 5.1(iv), where the 

nanowire had a value of Ω < 0.5 but still bent towards the ion beam the tilting analysis can be 

used to both determine α before bending and thus provide information regarding its evolution 

during the bending, (thus revealing how the range of the damage would have evolved once the 

nanowire started to bend). Before irradiation the nanowire in table 5.1(iv) is inclined with an 

angle of 5.3° upwards (towards the electron beam) and its configuration is such that at the 

beginning of the irradiation both its motion relative to the z-axis (i.e. an upward bending in the 

TEM) and its motion in the xy-plane (i.e. relative to the motion of the projection of the 

nanowire in the image plane) would reduce the average damage depth in this nanowire. 

Consequently, as soon as the bending started the range of the ions started to be even more 

reduced thus enhancing the conditions which according to the mechanisms stated above, should 

have made the nanowire bend away from the ion beam as proposed by both Romano et al. [20] 

and Borschel et al. [97], [114] instead of towards it as observed in the work presented here. 
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To conclude, the way in which all the mechanisms based on radiation damage induce density 

changes should have make nanowires having values of Ω < 0.5 bend away from the ion beam 

have been described above. Therefore, the observation that they have instead bend towards is 

at odds with all of these proposed mechanisms. As these do not explain the bending of the 

nanowires towards the ion beam, the only valid mechanisms proposed so far in the literature 

as an explanation for such bending are those based on dynamic damage rearrangement 

proposed in [122], [175], [176], [178]. However, it must be stated that the mechanisms so far 

proposed in the literature and based on density changes cannot be entirely dismissed and that 

the influence they may have on the bending of nanowires will be addressed below. 

3.1.3. Competition of mechanisms 

 

The previous chapter has provided strong indications that IIB away from the ion beam at RT 

was due to damage accumulation and thus could be the consequence of the proposed 

mechanisms based on density changes. However, as discussed above, germanium nanowires 

may bend towards the ion beam mainly via mechanisms based on surface and near-surface 

rearrangement of atoms. The influence of several mechanisms on the bending of nanowires is 

of utmost importance as a competition between different mechanisms may dictate the IIB 

direction of irradiated nanostructures depending on which is the dominant mechanism. 

As the experiments reported here were performed in situ in a TEM, they allowed the monitoring 

of the bending direction in real-time. From the video recordings, it can be seen that in some 

instances the nanowires seemed to “hesitate” between bending in a continuous direction at the 

beginning of the ion irradiation. When the irradiation was started, these nanowires were 

observed to “tremble” under the action of the ion beam or to briefly bend in one direction before 

reversing. Such an example is shown in the still frames taken from a BF-TEM video in figure 

5.3(a)-(c) where a 40 nm diameter nanowire was irradiated by a 30 keV xenon ion beam. It can 
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be seen in this figure that the nanowire first bent towards the ion beam as shown in figure 5.3(b) 

before permanently bending away from it at higher fluences as shown in figure 5.3(c). The 

nanowire in this figure was irradiated under conditions where Ω at the beginning of irradiation 

was 0.31. In fact, all the nanowires that seemed to “hesitate” before assuming a definite bending 

direction had Ω between 0.31 and 0.36. It can therefore be suggested that these values of Ω 

(being close to the tipping point where the bending direction reverses between away or towards 

the ion beam) are also the values at which the competition between the mechanisms is more 

clearly visible as they lead to the bending “hesitation” of the nanowires. It can be argued that, 

because Ω only represents the initial experimental conditions, the reversal of bending is due to 

the change of alpha and thus of the damage range during bending. However, during the reversal 

of the bending direction, the nanowire seems to come back to its initial position (and 

inclination) and still keeps bending away. For this reason, the evolution of the damage range 

cannot alone be responsible for the bending reversal. Instead, the irradiation may modify the 

structure in a way which has slightly favoured conditions for bending away, or “unfavoured” 

conditions for bending towards the ion beam, thus leading to the bending reversal.  
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Figure 5.3: BF-TEM images of (a) a germanium nanowire before 30 keV xenon irradiation at 

RT, (b) after irradiation at a fluence of 1×1014 ions.cm–2 which has prompted IIB towards from 

the ion beam and (c) at a fluence of 3×1014 ions.cm–2 showing that the nanowire bending 

direction has changed during subsequent irradiation as it then bends away from the ion beam. 

The projection of the ion beam onto the image plane is indicated by the red arrow in (a). The 

scale bar in (a) also applies for the other images in the figure. The ratio Ω illustrating the initial 

condition of irradiation corresponds to a value of 0.35 and is thus close to the threshold value 

for bending direction reversal. 

As stated above, when the range of the ion is low, damage accumulation may induce both the 

presence of a crystalline phase and an amorphous phase in the nanowire. For instance, the 

presence of both these phases is evidenced by the SADP of the nanowire shown in figure 5.1(b) 

and by the DF-TEM shown in figure 5.4. As the nanowire must have bent away from the ion 

beam due to the stress between the two phases there is a similarity with the situation where 

bending occurs in structures made of thin films deposited on a substrate. Indeed, bending of 

such bimaterials (i.e. material made of the combination of a substrate and a thin film) has been 

reported as occurring due to the juxtaposition of two materials with different densities [245]–

[247], similarly to the mechanisms based on internal density differences proposed to explain 
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nanowires bending away [20], [97], [114]. To consider the bending of thin films (having a 

radius of curvature, r), the stress and the strain can be quantified using the Stoney equation 5.1 

which depends on the thickness (t), Young’s modulus (E) and Poisson’s ratio (ν) of the 

substrate and the film as shown in figure 5.5 [248]. Therefore, quantifying the forces (σ) behind 

the bending of the nanowire using the Stoney equation (or a modified version as in [20]), and 

replacing the terms relating to the film and the substrate (t, E, ν) for those of the two phases in 

the nanowire may seem like a sensible thing to do; however, as will be addressed below, doing 

so may require too many simplifications of the problem.  

𝑟 =
𝐸𝑠×𝑡𝑠

2

(1−𝑣)𝑠×6×𝜎𝑓×𝑡𝑓
               (5.1) 
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Figure 5.4: DF-TEM image of a germanium nanowire after a 30 keV xenon irradiation at RT 

to a fluence of 4.7×1014 ions.cm–2 which has prompted IIB away from the ion beam. The 

presence of a crystalline structure is evidenced by the bright features. The nanowire was single 

crystalline before irradiation (as shown by its SADP in figure 5.1(a)). On the ion-beam-facing 

side, the nanowire is dark all along its length in the DF image even in the vicinity of the bright 

section – thus suggesting that the side facing the ion beam is fully amorphous as a result of the 

damage accumulation due to the xenon ion beam irradiation.  The projection of the ion beam 

onto the image plane is indicated by the white arrow.  
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Figure 5.5: Schematic of the bending of a thin film and its substrate. On the figure the variables 

(described in the text) required for the calculation via the Stoney equation are based on two 

distinct portions, which are the thin film and the substrate. However, as stated above, in a 

nanowire the two distinct portions must be replaced by two phases of the irradiated nanowire 

for which properties and thickness are difficult to determine and which will evolve during the 

irradiation. From [248].  

 

In the Stoney model, which is illustrated in figure 5.5 and equation 5.1, the radius of curvature, 

r, can be expressed as a function of Young’s modulus, E, and the Poisson ratio, ν, of the two 

phases whose densities differ. However, these variables (i.e. E and ν) would be difficult to 

define in the case of a nanowire. For instance, even if the thickness of each phase could be 
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determined precisely via DF-TEM image mode, the density of the ion-beam-facing-side of the 

nanowire might evolve during irradiation. Indeed, the ion-beam-facing-side of the nanowire 

might be of different nature depending on the fluence as it can become a damaged crystal, be 

made of a mix of the amorphous phase and highly damage crystal or at higher fluence be an 

amorphous phase [27], [117], [125]. Furthermore, as stated in the literature review in chapter 

2, the properties of amorphous germanium are particularly complex as the nature of the 

amorphous phase can evolve during irradiation and even take on a sponge-like structure [121], 

[134], [249]. Furthermore, as the equation only considers the effect of the two phases on the 

curvature of the material, a modification of an equation such as equation 5.1 may need to be 

done in order to take into account other forces arising from competing mechanisms (which in 

this work are suspected to be the result of dynamical rearrangements of the defects induced 

during irradiations). 

According to table 5.1, the tipping point value of Ω at which the irradiation will drive the 

bending away from or towards the ion beam is between 0.34 and 0.36. However, some of the 

reasons which make the use of Stoney equations inaccurate also make this value valid only for 

relatively similar irradiation conditions. Indeed, the density changes due to damage 

accumulation are necessarily related to the ion used; different ions do not produce the same 

types of defects and the same amount of dynamic annealing even when they have the same 

range [116], [250]. For instance, light ions will tend to generate fewer clusters of defects than 

heavy ions and the heaviest ions might even directly induce amorphous pockets in a single ion 

strike [27], [116]. Furthermore, electronic energy loss also differs depending on the ion species 

and might lead to a dynamical annealing of the defects thus affecting bending mechanisms 

based on damage-induced density changes and based on dynamical surface rearrangement [25], 

[133]. It is worth noting that the type of defects and their dynamic annealing induced during 

the ion irradiation might also depend on the energy used during irradiation, thus altering the 
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threshold value of Ω [116].  For these reasons, even if the threshold value has been determined 

for a particular range of experimental conditions, a reassessment might be necessary to refine 

it for significantly different ion masses and energies.  

An example of the influence of the irradiation conditions on the threshold Ω can be found by 

comparing the work of Romano et al in [20] and the present experiments. In their publications 

they irradiated single crystalline germanium nanowires with gallium ions at 30 keV at an initial 

angle α = 45°. Via IDRAGON, a comparison of their experimental results and those reported 

in the work presented in this chapter has shown that the dissimilarities regarding the 

experimental conditions have resulted in a difference in the behaviour of the germanium 

nanowires. In the work by Romano et al. [20] the nanowires bent towards the ion beam when 

Ω was 0.32. At this value, according to the present work, if the germanium nanowires irradiated 

here with xenon ions were under this relatively low Ω value, they would have bent away from 

the ion beam. Therefore, it can be proposed that Ω, in addition to being a powerful way of 

forecasting the bending direction, might also be indicative of the type of damage and/or 

dynamic annealing induced by the ions as the threshold value of Ω may depends on these 

factors. It is worth noting that for obvious reasons the value of the ratio will also change 

depending on the irradiated materials as damage accumulation will be impacted by the nature 

of the material. Lastly, because there are mechanisms involved in the IIB phenomenon which 

are correlated with the rearrangement of defects at the surface of the material, it is highly 

possible that the nature of the surface also influences the bending direction. In fact, it has been 

reported that both the build-up and the release of stress can be altered by the nature of the 

surface (i.e. surface roughness, surface contamination etc.) [251]–[253]. Therefore, in the 

current work, the surface of some nanowires may have influenced the bending direction. For 

instance, one could speculate that the only nanowire which did not follow the trend related to 

Ω (nanowire (ii) in table 5.1) might have been subject to such surface effects. 
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3.2. Annealing of nanowires bent via IIB 
 

3.2.1. Annealing of fully amorphous nanowires 

 

Figure 5.6(a) and (b) present the BF-TEM images and SADPs of a germanium nanowire before 

and after irradiation by a 30 keV xenon ion beam at RT, respectively. As demonstrated by the 

SADP, the nanowire, which was a single crystal before irradiation, became fully amorphous 

after irradiation to a fluence of 7.3×1013 ions.cm–2 and bent towards the ion beam as shown in 

figure 5.6(b). After the irradiation, the sample was heated to a temperature of 440°C in order 

to induce SPEG in the event that a remaining crystalline seed had been shielded by the TEM 

grid (or otherwise) at the base of the nanowire and was thus not bombarded by the ion beam 

(but also not detected in the SADP). However, as shown in figure 5.6(c), the BF-TEM image 

and SADP after 25 minutes of annealing indicated that the nanowire morphology and its 

microstructure did not evolve as it remained bent and fully amorphous. As the temperature of 

annealing was substantially above the minimum temperature at which SPEG is activated (≈ 

300°C in bulk [26]) it can be assumed that the nanowire was indeed fully amorphous. However, 

at relatively higher temperatures than that required for SPEG, nucleation of crystalline seeds 

and growth may occur during annealing due to RNG [31]. As stated in the literature review in 

chapter 3, in the event of RNG the nanowire would have become polycrystalline and thus this 

experiment shows that the necessary minimum temperature for RNG was not reached at 440°C. 
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Figure 5.6: BF-TEM images and SADPs of (a) germanium nanowire before 30 keV xenon 

irradiation at RT and (b) after irradiation to a fluence of 7.3×1013 ions.cm–2 which has prompted 

IIB towards the ion beam. The SADPs indicate that the nanowire was single crystalline before 

and became fully amorphous during irradiation. (c) Annealing at a temperature of 440°C was 

performed on the bent nanowire for 25 minutes. No noticeable change of shape was observed 

during the annealing and the SADP remained unchanged showing that neither SPEG nor RNG 

has been induced by the thermal treatment. The projection of the ion beam onto the image plane 

is indicated by the red arrow in (a). The scale bar in (c) also applies for the other images in the 

figure. 

 

3.2.2. Annealing of partially amorphous nanowires 
 

As most of the nanowires in the current work were only partially amorphous after IIB, 

annealing was able to recover a single crystalline character via SPEG. As shown below, the 

way the nanowires responded to this annealing treatment was dependent on their bending 

direction during IIB; however, a different behaviour was observed when annealing was 
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performed on partially amorphous nanowires that were bent away from the ion beam compared 

to those that were bent towards it. 

3.2.3. Annealing of the partially amorphous nanowires which bent away from the ion 

beam 

 

Figure 5.7(a) and (b) show the BF-TEM images and SADPs of a germanium nanowire before 

and after irradiation by a 30 keV xenon ion beam at RT, respectively. As can be observed from 

the SADPs, the nanowire which was a single crystal became partially amorphous after 

irradiation as evidenced by the coexistence of diffraction spots and amorphous rings. It can be 

seen in figure 5.7(b) that the nanowire has bent away from the ion beam.  

In figure 5.7(c) the nanowire is shown after annealing at 440°C for 5 minutes. The SADP after 

irradiation illustrates that the annealing has been effective in inducing SPEG and the nanowire 

has recovered its single crystal character. Moreover, the nanowire shape has drastically 

changed as it regained its straightness. This change of shape during annealing was observed in 

all the partially amorphous nanowires which bent away from the ion beam; they recovered their 

single crystalline character and tended to become straight during the process. Sometimes, after 

annealing, they recovered a shape that was nearly the same as before irradiation as shown in 

figure 5.7. 

As discussed above, these nanowires have most probably bent away from the ion beam as a 

result of damage accumulation (i.e. of point defects and amorphisation) which has induced a 

density change within the nanowires. However, during the heat treatment the damage can be 

repaired and the amorphous regions can become crystalline again. Consequently, it can be 

concluded that the density changes which were initially responsible for IIB away from the ion 

beam are reversed and the nanowire shape can thus be restored. 
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Figure 5.7: BF-TEM images and SADPs of (a) germanium nanowire (indicated by the black 

arrow) before a 30 keV xenon irradiation at RT and (b) after the irradiation to a fluence of 

9.1×1013 ions.cm–2 which caused IIB away from the ion beam. (c) Annealing at a temperature 

of 440°C was performed on the bent nanowire for 5 minutes during which time the shape of 

the nanowire changed becoming straight once more. The projection of the ion beam onto the 

image plane is indicated by the red arrow in (a). The scale bar in (a) is also valid for the other 

images of the figure. 

 

3.2.4.  Annealing of the partially amorphous nanowires which bent towards the ion 

beam 

 

Contrary to the experiments reported in [20] on the IIB of germanium nanowires where 

germanium nanowires bent only towards the ion beam when full amorphisation was reached, 

the nanowires in the current work bent towards the ion beam whilst remaining partially 

crystalline. Under the conditions used, performing a subsequent anneal allowed the recovery 

to a single crystal via SPEG. This behaviour is illustrated by an example showing the BF-TEM 

images and SADPs of a germanium nanowire in figures 5.8(a)-(c). The nanowire before 

irradiation is a single crystal and straight as shown in figure 5.8(a) and bent towards the ion 
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beam and became partially amorphous under irradiation as shown in figure 5.8(b). To better 

interpret the figure and avoid confusion regarding the bending direction, it must be specified 

that a smaller nanowire is attached to the tip of the main (longer) nanowire. The small nanowire 

is visible in the three BF-TEM images but is made more apparent after the main (longer) 

nanowire has bent. In figure 5.8(c) the SADP indicates that the annealed nanowire is 

polycrystalline. As will be explained below, the polycrystalline nature of the nanowire after 

annealing is related to the bent shape of the nanowire. 

Indeed, the change of shape of nanowires during IIB at RT raises the question of how the 

microstructure evolves during this process. The possibilities of how the atomic planes might 

be oriented in the nanowire after being bent are shown in figure 5.9(a) and (b). After irradiation, 

the atomic planes of the bent nanowires might remain oriented in the same way relative to each 

other as before the bending. In this case as illustrated in figure 5.9(a), the crystallites within the 

nanowire will share the same orientation. Consequently, the regrowth from these crystallites 

via SPEG will result in a single crystal (with potentially a number of twinning defects). On the 

other hand, if as illustrated in figure 5.9(b), the crystal rotates as the nanowires bend then the 

crystallites within the nanowires can be highly misoriented relative to each other. In this case, 

the annealing would induce SPEG from many crystallite seeds that are misoriented relative to 

each other within the secondary amorphous phase – thus making the nanowires polycrystalline. 

Hence, considering that the nanowire shown in figure 5.8(c) was polycrystalline after SPEG, it 

can be concluded that the IIB has led to a misorientation of the crystallites in the nanowires 

before annealing. It is worth noting that the misorientation of the crystallites in the bent 

nanowire is expected considering results reported in [114] by Borschel et al. The authors 

performed HRTEM on a ZnO nanowire bent via IIB at three different positions along the 

nanowire axis. Using lattice imaging, they observed that at each of these three positions the 

crystal preserved its orientation with the nanowire axis even though the nanowire was bent 
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[114]. Thus, showing that similarly to the germanium nanowires shown here, the motion of the 

nanowire during bending also led to the motion of the crystal.  

 

Figure 5.8: BF-TEM images and SADPs of (a) a germanium nanowire before a 30 keV xenon 

irradiation at RT and (b) after irradiation to a fluence of 7.3×1013 ions.cm–2  which has 

prompted IIB towards the ion beam. The SADPs indicate that the nanowire was a single crystal 

and (b) became partially amorphous after irradiation. (c) Annealing at a temperature of 440°C 

was performed on the bent nanowire for 18 minutes during which the shape of the nanowire 

changed as the curvature increased during annealing. Additionally, as evidenced by the SADP, 

recrystallisation occurred during the thermal treatment making the nanowire polycrystalline. 

The projection of the ion beam onto the image plane is indicated by the red arrow in (a). The 

scale bar in (a) also applies for the other images in the figure.  
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Figure 5.9: The orientation of crystallites relative to each other in a partially amorphous 

nanowire and the way it can impact the diffraction pattern is shown (a) in the case where the 

crystallites did not rotate during the bending, thus, making sets of planes in several crystallites 

parallel and consequently diffracting in the same fashion, whilst in (b) the crystallites have 

rotated during the bending making a similar set of planes misoriented relative to each other and 

consequently leading to a rotation of the diffracting spots from the crystallites. In order to make 

the figure clearer, only one diffracted beam is taken into account for each set of planes.  

In figure 5.8(c) another crucial observation is that the nanowire has bent even more during 

annealing. However, in reality, the shape of the nanowire after annealing differs to what it 

would have been if it was further irradiated as the nanowire did not align towards the beam but 

has instead had an increase in its curvature. This behaviour during annealing also contrasts with 

that of nanowires which were initially bent away from the ion beam. As the mechanisms 

responsible for the bending of the nanowires towards the ion beam can be assumed to differ 

from the ones responsible for the nanowires bending away from it, a different outcome from 

the annealing process is not surprising. In the mechanisms based on surface energy reduction 

via dynamic rearrangement, the bending towards the ion beam is said to be the result of a 
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shrinkage of the surface exposed to the ion beam. Looking closely at figure 5.9(c), it can be 

seen that the annealing did not prompt a straightening of the nanowire nor an alignment of the 

nanowire towards the direction of the ion beam. Instead, interestingly, the annealing might 

have led to an increase of the shrinking of the surface which was initially facing the ion beam 

as this surface can be considered as the inner side of a bending beam.  As detailed in the 

literature review, one of the phenomena that has been was highlighted as potentially 

responsible for the rearrangement of irradiated surfaces during IIB is the heat deposited by the 

ion beam. The MD simulations reported in [122] which studied the IIB of silicon nanowires 

indicated that, after the impact of an ion, the rearrangement of the damaged surface and 

subsurface which led to bending occurs during the period where the temperature resulting from 

the heat spike was about a few hundred degrees Celsius. However, there is no reason that after 

the last ion has collided with the nanostructure all the damage making the surface unstable 

should be repaired. In fact, it is likely that the rearrangement will stop because the temperature 

resulting from irradiation has fallen below a certain threshold. Consequently, providing thermal 

energy to an irradiated nanowire may reactivate the rearrangement of the damaged surface and 

make it bend even more as appears to have been the case for the nanowire shown in figure 

5.9(c). 

4. Conclusion, remarks and perspectives 
 

 

In the work presented here, germanium nanowires were observed to bend either towards the 

ion beam or away from it. It is worth stating that, following this work, subsequent experiments 

were also performed using the MIAMI-2 system (under the same experimental conditions) but 

with the electron beam off and that the bending away from and towards the ion beam was still 

observed, thus, showing that the IIB could occur without the aid of the electron beam.  
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The correlation between the experimental results presented here and the MC calculations have 

shown that the bending direction of the nanowires was dependent on the average damage depth 

relative to the nanowire diameter, Ω. Indeed, a threshold value of Ω ≈ 0.35 has been identified 

for the reversal of the bending direction. Below this value, nanowires were observed to bend 

away from the ion beam whilst higher values led the nanowires to bend towards it. 

Consequently, future users of the IIB technique should consider the utilisation of such a ratio 

as it allows a reliable, yet simple, manner of forecasting the bending direction of nanowires, 

making IIB a more predictable tool for the manipulation of nanostructures. 

This chapter has also confirmed what was suspected based on IIB experiments at elevated 

temperatures reported in chapter 4, that several mechanisms are involved in the IIB 

phenomenon. It has been concluded that the nanowires which bent away from the ion beam did 

so due to the dominance of damage accumulation leading to internal volume changes whilst 

bending towards the ion beam was mainly the result of the rearrangement of the damaged 

surface and subsurface during irradiation. As the nanowires are subject during irradiation to 

several mechanisms, it was proposed that the outcome of the competition between the 

mechanisms (reflected by the bending direction) depended on which mechanism(s) dominated. 

This opposition between mechanisms was more clearly illustrated when the irradiations were 

performed under conditions where Ω was close to its tipping point value as the nanowires were 

observed to “hesitate” between bending direction and thus, between which mechanism would 

dominate.  

As it was observed that the nanowires could remain partially crystalline after IIB towards and 

away from the ion beam, annealing was performed to induce SPEG. Interestingly, the 

behaviour of the nanowires during this process was correlated to the bending direction and 

could consequently be related to the mechanisms leading to the IIB. The nanowires that bent 

away from the ion beam may have straightened during the recrystallization due to the apparent 
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removal of the internal density variations and those that bent towards the ion beam during IIB 

may have bent even more due to activation of further surface rearrangement via the thermal 

energy provided during annealing. 

Whilst chapter 4 has shown that IIB at elevated temperature could be used to align silicon and 

germanium nanowires whilst preserving their crystalline structures, this chapter has reinforced 

the findings of chapter 4 as it has now been shown that the alignment of germanium nanowires 

via IIB at RT could not sustain epitaxial recrystallisation. The experiments reported in this 

chapter have also shown that if the nanowires bend away from the ion beam (at low Ω) during 

IIB at RT then there is a way to recover their straightness. This could be particularly useful in 

situations where IIB is a deleterious effect of ion beam doping. However, whilst for the reasons 

stated above IIB towards the ion beam may often be a more convenient way of manipulating 

the nanowires than IIB away. The fact that IIB away is not stable during SPEG can be 

problematic as the bending away offers certain advantages compared to IIB towards. For 

instance, as shown in figure 5.10, when nanowires bend away from the ion beam they can attain 

a high degree of curvature and almost form loops. This shape is not readily achievable via IIB 

towards because, as stated in the literature review, the curvature of the nanowires saturates 

upon alignment with the ion beam. 
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Figure 5.10: Superimposed BF-TEM images taken from an in situ video showing the evolution 

of a germanium nanowire during a 30 keV xenon ion irradiation at RT. The projection of the 

ion beam onto the image plane is indicated by the red arrow. The nanowire is shown to have 

bent away from the ion beam as the fluence increased. It is worth noting that the curvature of 

the nanowire has increased until the nanowire came into contact with the TEM grid.  

 

In view of how sensitive nanowires are to both radiation and temperature, these experiments 

suggest that nanowires (and especially germanium nanowires) might be used as novel types of 

heat and radiation detectors if their deformation is finely correlated with the degree of radiation 

and/or heat received.  

Furthermore, as stated in the previous chapter, the possible presence of strain within a nanowire 

can be of utmost importance. Indeed, residual strain might be expected in bent nanowires and 
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especially where Ω is low. As the nanowire shown in the DF-TEM image in figure 5.4 

demonstrates, such nanowires can be damaged and become amorphous on their ion-beam-

facing side and yet be single crystalline on the opposite side. The lattice of the crystal may 

therefore be under some residual tensile strain which should be characterised in future work. 

In these experiments, it has been concluded that different mechanisms dominate in the two 

opposite bending directions. Consequently, it might be postulated that under different 

experimental conditions these mechanisms may induce the nanowires to bend in the direction 

opposite to that reported here. For instance, at higher values of Ω the radiation damage may 

induce the separation of self-interstitials and vacancies as proposed by Borschel et al. [97], 

[114] to induce bending towards the ion beam and their consequential alignment to it. On the 

other hand, it might be possible to perform experiments where the range of the ion is such that 

the surface rearrangement occurs on the rear side of the nanowire thus leading the nanowire to 

bend away from the ion beam contrary to that induced by the mechanism in the current work. 

Another question concerns the fact that the fully amorphous nanowires did not bend more 

during annealing. As the temperature was not high enough to induce RNG, it might be 

important to know if such a transformation would occur at higher temperatures when crystals 

nucleate.  
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Chapter 6: Amorphisation mechanisms in 

germanium 

1. Introduction 
 

Numerous studies have been reported regarding the amorphisation of silicon and its 

mechanisms [25], [27], [70], [125]–[127], [129], [254], [255]. For the past few decades, 

amorphisation mechanisms in silicon have been explored due to its technological relevance 

and because ion beam doping methods have often been used on this material during the 

manufacture of microelectronic devices [25], [256], [257]. As described in chapter 2, during 

the ion beam doping of a semiconductor the accumulation of defects may lead to amorphisation 

[84], [85], [258]. The processes leading to amorphisation can be complex and depend on 

several factors including the temperature of the target material (this has for instance been 

clearly shown in chapter 4 where the elevated temperature has prevented amorphisation of the 

germanium nanowires during ion irradiation), the ion used for the irradiation (as discussed in 

the literature review and suggested in chapter 5) and by the target material itself. Typically, the 

amorphous state of the implanted material is considered detrimental for the properties of 

transistors and an annealing step is often required [257]. However, a pre-amorphisation step 

before ion-beam doping is routinely performed intentionally as it facilitates the control of the 

dopant implantation depth by eliminating channelling effects [72], [73]. The pre-amorphisation 

step is usually performed via self-ion or inert-gas irradiation [72], [73].  

Currently, the limitations of the silicon-based semiconductor technology present a challenge to 

develop new materials for future microelectronic devices [13], [259]. As stated in Chapter 2, 

germanium has been proposed as a replacement or as a complementary material in tomorrow’s 

devices as the mobility of the charge carriers is higher than in silicon [34]. Furthermore, even 

more than now, on tomorrow’s devices the control and characterisation of the damaged or 
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amorphous region are of paramount importance due to their reduced scale. For instance, the 

dpa at which amorphisation will be induced, the size and distribution of isolated amorphous 

regions as well as the depth and the thickness of amorphous material must be predictable as 

their impact on electronic properties will be even greater in these nanoscales transistors.  It is 

worth noting that the comparison between the ability of different ions to make the target 

material amorphous is often made via the use of the threshold dpa for amorphisation [25], 

[133]. 

 

To fully predict how and when amorphisation will occur, the mechanisms behind it must be 

understood. Yet, whilst numerous studies related to amorphisation have been performed on 

silicon there is still no consensus regarding the mechanisms which lead to it [27]. As stated in 

the literature review, the main models which describe amorphisation are the homogenous 

model, the heterogeneous model (and its modified version developed by Gibbon in [128]) and 

combinations of the heterogeneous and homogeneous models [23], [25]–[27], [89], [125], 

[127], [128], [145], [260]. 

As has been detailed in the literature review chapter, in the homogeneous model the structure 

is described as collapsing into an amorphous phase when the density of defects reaches a certain 

level [23], [26]. Typically, as the density of defects can be correlated to the nuclear energy 

deposited in the target material, the threshold for amorphisation can be described via the critical 

energy deposited per atom (i.e. the critical dose energy density (𝐸𝑑𝑐)) at which the material 

becomes amorphous) and can be described by equation 6.1 [26]: 

                                    𝜓. 𝐸𝑑(𝑧) = 𝐸𝑑𝑐 . 𝜌                                   (6.1)                            

The evidence of amorphous pockets during irradiation of semiconductors by heavy ions has 

pointed towards a mechanism based on the build-up of amorphous material via the 
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accumulation of amorphous pockets each of volume, V, and where the evolution of the 

amorphous fraction, fa, during irradiation is described by equation 6.2 as a function of the ions 

per unit volume dose, D (in ions.cm−3) [25], [27]. 

𝑓𝑎 = 1 − 𝑒−𝑉.𝐷                                                        (6.2) 

This heterogeneous model, referred to for clarity as the purely heterogeneous model in this 

chapter, is however considered unlikely to happen for lighter ions as they are less likely to 

induce amorphous pockets via a single impact. A modified version of this heterogeneous model 

has therefore been proposed by Gibbon et al. [128] in which the amorphous regions are induced 

after m overlaps of damaged regions of volume V [27], [116], [128]. Accordingly, the build-up 

of amorphous material can be described by equation 6.3. 

    𝑓𝑎 = 1 − ∑
(𝑉.𝐷)𝑘

𝑘!
𝑒−𝑉.𝐷𝑚−1

𝑘=0                                                   (6.3) 

 

Furthermore, it has recently been proposed that instead of an accumulation of either amorphous 

regions or crystalline damaged regions, amorphisation occurred via the accumulation of 

volumes V made of an amorphous core of volume Vα surrounded by a shell of crystalline but 

highly damaged material of volume Vd as shown in figure 6.1. In this scenario, amorphisation 

would result from the accumulation of volume V = Vα + Vd where Vd could become amorphous 

after m overlaps [145].  The evolution of the amorphous fraction, fa, in this model, is described 

by equation 6.4 [145]. 
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Figure 6.1: Schematic showing the cross section of a calculated volume V made of an 

amorphous core Vα (in red) and a crystalline damaged region Vd (in orange) requiring m 

overlaps to become amorphous. 

 

  𝑓
𝑎

= 1 − 𝑒−𝑉𝛼.𝐷𝑒−𝑉𝑑.𝐷(1 + ∑
(𝑉𝑑.𝐷)𝑘

𝑘!
)𝑚

𝑘=0                                (6.4) 

It is important to note that if amorphisation occurs only via the accumulation of amorphous 

regions due to single ion impacts then V = Vα, m = 0 (i.e. there is no overlap) and then equation 

6.4 becomes equation 6.2. On the other hand, if amorphisation occurs only via the accumulation 

of clusters of defects V = Vd, m ≠ 0 and equation 6.4 is thus equivalent to equation 6.3. 

 

The four mechanisms described above (and in the literature review) lead to different evolution 

of the amorphous fraction fa which can be illustrated by figure 6.2 [125]. It shows examples 

where, for all mechanisms, the target material becomes amorphous at the same fluence and 

where the value of V in equation 6.4, 6.3 and 6.2 is also similar, thus meaning that in the figure 

the heterogeneous amorphisation occur via accumulation of amorphous zones of the same 

volume.  
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Figure 6.2: Evolution of the amorphous fraction as a function of fluence for different 

amorphisation mechanisms. In this simple illustration, the target material is considered fully 

amorphous (i.e. fa = 1) at the same fluence for each mechanism. In the three heterogeneous 

models the curves have been generated using equation 6.4 whilst keeping the value of V similar 

whether V = Vα, V = Vd, or V = Vα + Vd. 

 

As germanium is considered as an important material for future semiconductor devices [34], a 

set of experiments has been designed to better understand the mechanisms behind 

amorphisation, to provide a robust data set on the dose and dpa required to fully amorphise 

germanium. Furthermore, even though as detailed in chapter 2, lighter ions induce less damage 

than heavier ones under similar conditions [116], [117], the results reported in the current 

chapter reveal unexpected outcomes. Indeed, unlike what is typically observed [25], [125], 

[132], [133], [141], these experiments have shown that a lighter ion can induce a lower (or 

similar) dpa threshold for amorphisation than a heavier ion under conditions where the damage 
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rate (dpa.s−1) and the ion range are the same. Consequently, this chapter will also aim at 

elucidating these intriguing experimental results. 

 In order to do this, during the experiments, germanium samples have been irradiated by an 

inert gas and the evolution of fa has been monitored via SADPs. The irradiations have been 

performed using all the non-radioactive inert gases, thus, covering a large range of ion masses 

(i.e. from 4 to 132 amu) to provide information on how the mass of the ion affects the 

amorphisation process. Furthermore, by correlating the experimental results with equation 6.1, 

equation 6.4 and with the modified version of IDRAGON which allows the modelling and 

analysis of the 3D collision (as described in chapter 3), further insights into the mechanisms 

behind amorphisation have been gained. As will be addressed in the discussion, this work also 

demonstrates how the stochastic nature of the collision cascade is key to the build-up of 

amorphous material during irradiation by helium ions. 

2. Experimental methods 
 

Single crystalline germanium samples were mechanically polished using a dimpler and 

subsequently thinned to electron transparency using a PIPS as described in chapter 3. The 

samples were irradiated in the MIAMI-2 facility using 300 keV xenon, 200 keV krypton, 100 

keV argon, 80 keV neon or 70 keV helium ions and were measured to have a thickness of 30, 

23, 19, 23 and 23 nm, respectively, (the measurements were carried out using EELS 

spectroscopy as in [219] and as described in chapter 3). For reasons that will be addressed 

below, the energies for irradiation were selected such that the range of the ions was 

substantially larger than the specimen thickness, furthermore the ion ranges were relatively 

close for the specimens irradiated with xenon, krypton, argon and neon ions. Furthermore, the 

fluxes were chosen so that, for all irradiations, the damage rate was ≈ 4.5 × 10–4 dpa.s–1. The 

samples were irradiated at approximately 18.7° from the [111] direction, thus avoiding 
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channelling effects. The SADPs of the samples were also taken at a direction parallel to the 

incident ion beam to confirm that the ion irradiations were not incident along low indexes 

directions.  

The crystallinity of the samples was monitored between each irradiation step using the SADPs, 

thus following the progress of amorphisation. For the acquisition of the SADPs, the samples 

were carefully tilted to exactly the [111] down-zone condition.  Because electron irradiation 

has been reported to retard or prevent amorphisation [153], [154], the electron beam was only 

briefly allowed to irradiate the sample during the capture of the SADP between each ion 

irradiation step. Furthermore, the TEM was operated at an acceleration voltage of 200 kV as 

such an acceleration voltage has been reported in [153], [154] to minimize recrystallization of 

germanium under a TEM electron beam.  

For each experiment, both the area selected for the SADP and the lens settings were kept 

constant throughout. Indeed, as the intensity within the SADP was used to probe the amorphous 

state of the sample, it is important to exclude any effects (other of than those of the ion 

irradiation) that could result in a change to the intensity detected. As the information within the 

SADP obviously depends on the area selected, this area must be kept constant during 

irradiation. Similarly, changing the lenses setting could induce a change in the electron beam 

intensity, thus leading to an artefact regarding the evolution of the intensity of the amorphous 

rings in the SADPs. 

The amorphous ring intensity is representative of how amorphous a sample is [25], and so was 

monitored to calculate the amorphous fraction fa. The specimen were deemed to be amorphous 

when no diffraction spots were visible in the SADP and only the amorphous rings were 

observed in DigitalMicrograph [261], at which point the irradiation was continued (at a 

minimum, 12 percent above the fluence at which the diffraction spots were no longer visible) 
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to ensure full amorphisation of the samples. The intensity of the amorphous rings was 

determined from the raw data via the radial density function plugin in software routinely use 

for the analysis of TEM micrographs (ImageJ) [262].  

The modified version of the IDRAGON code which, as stated in chapter 3, allows the analysis 

and the 3D modelling of collision cascades in planar targets, was used to determine some of 

the characteristics of the collision cascades for each irradiation conditions. As stated in chapter 

3, using SRIM, the code allows tracking of the incident ion as well as the recoils thus providing 

information on how the damage is introduced into the material. In the code, for each irradiation 

case (i.e. ion species), one ion at a time was considered and an algorithm was run to count the 

number of recoils in a cylindrical volume whose axis was centred along the ion beam direction 

and having a length equal to the thickness of the irradiated sample (determined via EFTEM 

during the experiments as described above). The recoils were counted within cylindrical 

volumes of different radii, rx, ranging from 0.1 nm to a value large enough to include all the 

recoils induced by the ion, thus enabling the code to plot and determine the number of recoils 

in a cylindrical volume as a function of rx. These operations (the reconstruction of the 3D 

collision cascades and the counting of the recoils) were executed for each ion species for 1000 

collision cascades via the use of 1000 distinct seed numbers in SRIM. It is worth noting that 

this cylindrical approximation of the damaged volume previously used in [128], [129], [140], 

[263], [264] is justified by the fact that the thickness of the target materials were smaller than 

the ion range (as it is also the case in the work presented herein). For each irradiation condition, 

SRIM was additionally used as described in chapter 3 in order to determine the dpa and the 

ratio (Se/Sn) using 99,999 ions.  

 

 



245 
 

3. Results 
 

As described above, the heterogeneous mechanism of amorphisation occurs via the 

accumulation of volumes V. After a single ion impact these volumes might be amorphous zones  

(V = Vα), be highly-damaged crystalline volumes (i.e. cluster of defects) which require m 

overlaps to induce an amorphous zone (V = Vd and m ≠ 0) or consist of an amorphous zone 

induced by a single impact within an outer shell of highly-damaged crystal (V = Vα + Vd). 

Swanson et al. determined the minimum defect density needed for the collapse of a damaged 

crystal into an amorphous phase [138]. The value calculated was in agreement with the work 

of Gibbons in [128], where the authors showed that in the overlap model applied to a 

germanium crystal, the collapse of a region of volume V into an amorphous phase indeed 

occurred when the defect density reached 0.02 of the atomic fraction [138]. Assuming that for 

each vacancy a self-interstitial is also induced, the vacancy density at which such a fraction is 

reached corresponds to 0.442 vacancies.nm−3.ion−1 (0.01 of the atomic fraction). 

As stated above, the modified IDRAGON code was used to determine the distribution of recoils 

in the collision cascade. Furthermore, as a recoil generates a vacancy and considering that most 

of the vacancies are not replaced due to replacement collisions, the 3D plot can effectively be 

considered as showing where the vacancies have been induced during irradiation. 

Consequently, using the aforementioned defect fraction the volume Vα can be determined via 

the analysis of the 3D plots as schematically illustrated in figure 6.3(a). An example of volume 

Vα determined by this method is shown for the xenon case in figure 6.3(b). As shown in table 

6.1, the results indicate that an amorphous region of volume Vα may have been formed for each 

irradiation case except for helium ions. Indeed, in the calculation corresponding to the helium 

case, the number of recoils induced on average by each helium ion is too low (3 recoils.ion−1) 

to form such amorphous regions. 
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Figure 6.3: (a) Schematic showing how Vα is determined based on the defect densities 

distribution indicated by the red line and (b) example showing a section of the 3D plot of the 

recoils within Vα and the PKAs after irradiation by 300 keV xenon ions, where all the recoils 

within Vα are indicated by a blue spot and the PKAs are shown by a red spot. The plot shown 

in (b) is generated after 1000 ions. 
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Table 6.1: For each case, as well as the average total number of recoils per ion determined by 

SRIM are shown the value of m determined via the correlation between the experimental results 

and equation 6.4, Vα determined via the MATLAB analysis of the collision cascades using the 

theoretical defect fraction for amorphisation, Vd determined via the correlation between the 

experimental results and equation 6.4, the threshold dpa for amorphisation and the fluence at 

full amorphisation were determined using the experimental results (i.e. the SADPs) and Se/Sn 

as given by SRIM.  

Ion Total average 

number of 

recoils 

(recoils.ion−1) 

m Vα 

(nm3) 

Vd (nm3) Threshold 

dpa 

Se/Sn Fluence at full 

amorphisation 

(ions.cm–2) 

Xenon 1595 1 108 700 0.37±0.02 0.63 3.0 × 1013 

Krypton 768 1 55 400 0.32±0.02 0.65 4.2 × 1013 

 

Argon 

 

294 

 

 m = 1 or 

m = 2 

(Fitting 

equivalent) 

 

9 

 

 

45 when fitted 

using m = 1 

78 when fitted 

using m = 2. 

 

 

0.72±0.04 

 

1.03 

 

1.8 × 1014 

Neon 147 2 2 38 0.83±0.04 1.51 5.1 × 1014 

Helium 3 3 0 0.17 11.3±0.6 40.67 3.5 × 1017 
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After sufficient irradiation, all samples could be rendered fully amorphous and an example of 

the evolution of the SADP is shown in the case of the sample irradiated by xenon ions in figure 

6.4. The pristine crystal structure is illustrated by the SADP in figure 6.4(a), at an intermediate 

fluence where the sample was partially amorphous (as evidenced by the presence of both the 

diffraction spots and the amorphous rings) in figure 6.4(b) and when amorphisation was 

completed (as evidenced by the presence of only amorphous rings) in figure 6.4(c).  

  

  

Figure 6.4: SADP of a germanium sample (a) before irradiation (b) after irradiation with 300 

keV xenon ion at a fluence of 1.3×1013 ions.cm–2 and a dpa of 0.13 and (c) at a fluence of 

3.0×1013 ions.cm–2 and a dpa of 0.37. The SADP in (c) was taken when the sample became 

fully amorphous as characterised by the presence of amorphous rings without any spots apart 

from the direct beam.   

As shown in figure 6.5, using the SADPs as well as the volume Vα (determined via the 

MATLAB script) for each ion species, a correlation has been made between the intensity of 

the rings (which are proportional to the amorphous fraction) and equation 6.4 by finding the 

values of Vd and m which best matched the curves shown by the line in figure 6.5 with the 

experimental data points shown in the figure.  In a few instances, some data points seem to be 

slightly off of the general trend for fa. This might be due to the fact that the SADP aperture was 
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placed close to, or even on, the edge of the sample and therefore a small movement may have 

induced a variation in the captured intensities as more or less material contributed to the 

captured signal. It is also worth noting that a small decrease of the amorphous intensity is 

observed at the beginning of the irradiation on a few samples. This might be due to drift of the 

sample at the beginning of the irradiation which may have been undetected during the 

experiments or to the removal of surface oxide or contaminants by sputtering effects. However, 

as shown in figure 6.5, apart from these rare irregularities an appropriate fitting with equation 

6.4 has been obtained. Furthermore, the quality of the fit is supported by the values of the 

coefficient of determination R2 calculated for each case. Note that this value is, in all fits, 

superior to 0.97 (where 1 is the target value for a perfect fit).  
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Figure 6.5: Evolution of fa as function of the fluence during irradiation at RT according to 

equation 6.4 (as indicated by the curves) and according to the experiments (as shown by the 

data points) for the irradiation conditions: (a) 300 keV xenon (b) 200 keV krypton (c) 100 keV 

argon (d) 80 keV neon and (e) 70 keV helium ions. The labels of the axis in (e) also applies for 

(a) - (d). 
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The recoil densities were not determined only for the fraction of defects corresponding to the 

formation of volumes Vα but for all radii rx (as explained in the experimental methods section 

above). The corresponding defect densities can therefore be shown for all ions (except for the 

helium ions due to the low number of recoils induced by helium) as a function of volume in 

figure 6.6. As detailed below, the MATLAB calculations confirmed previously published 

simulations and experimental work regarding the correlation between defect production and 

ion mass [27], [116], [132], [265]. Indeed, figure 6.6 shows that for matching ion ranges, the 

heaviest ions tend to induce regions with the highest defect concentrations as they have a higher 

nuclear collision cross-section and thus have a shorter mean free path between successive 

collisions [27], [116]. As shown in table 6.1 heavier ions also induce more defects per ion. 

These observations demonstrate that heavier ions are therefore more likely to generate clusters 

of defects Vd and amorphous regions Vα as there is a higher probability of finding regions with 

high densities of defects from a collision cascade and thus a higher probability of forming 

highly defective regions.  
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Figure 6.6: Using the MATLAB code and SRIM, the calculated fraction of defects as a 

function of the cylindrical volumes of radii, rx defined in the experimental section is shown 

for all ions with the exception of the helium irradiation. 

 

For each ion species, the fluence and the dpa for amorphisation as well as the ratio (Se/Sn) are 

summarised in table 6.1. Furthermore, the volumes Vα , Vd and the required number of overlaps 

m required to make the volume V amorphous are also shown. It can be clearly seen that as 

previously reported in the literature Vα , Vd (and therefore V) increase with the mass of the ions 

used, whilst m and the ratio Se/Sn have higher values when the ion is lighter [25], [125], [128]. 

Likewise, the threshold dpa value can be correlated with the mass of the ion as it is lower when 

the ion is heavier. This tendency regarding the threshold dpa is expected and generally 

accepted. However, a discrepancy is noticeable in the data presented here when comparing the 

threshold dpa of the krypton-irradiated sample with that of the xenon-irradiated one. Indeed, 

even though the mass of krypton is lower than that of xenon, the threshold dpa does not follow 

the trend identified here as it has a value of 0.32±0.02 versus a value of 0.37±0.02 for xenon. 
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It can be argued that the higher dpa threshold resulting from the xenon irradiation might be due 

to a spatial variation of the damage within the sample. Indeed, within the sample, if at a certain 

depth a region is less damaged than the rest of the sample, such a region could remain 

crystalline at higher fluence than the rest of the sample. In this case, whilst the rest of the sample 

would become amorphous more readily, the fact that a higher fluence would be required to 

make such region amorphous would contribute to increase the dpa threshold. To verify whether 

this could explain the observed discrepancy, the damage has been discretised within the sample. 

To do so, the dpa was calculated in 1 nm slices along the depth of the target material in SRIM 

at the fluence at which full amorphisation was established experimentally. The slice with the 

lowest dpa was compared for the xenon and for the krypton case indicating that the region with 

the lowest dpa was less damaged in the krypton case as compared with the xenon one. 

Therefore, this analysis indicates that in these experiments, the lower dpa threshold for krypton 

should not be the result of a spatial variation of damage.  

Furthermore, the influence of the difference in thickness between the sample irradiated with 

krypton and that irradiated with xenon has also been examined. Because the sample irradiated 

with krypton was substantially thinner than that irradiated with xenon, repeat experiments were 

performed with both xenon and krypton ions, where instead the thickness of the sample 

irradiated with krypton was slightly thicker (25 nm) than that irradiated with xenon (23 nm). 

These additional experiments have resulted in the same trend in the dpa threshold for 

amorphisation with it again being lower for the krypton irradiation than for the xenon 

irradiation. 
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4. DISCUSSION 
 

4.1. Mechanism for amorphisation according to the SADP 
 

For all irradiation conditions, full amorphisation has been observed even when irradiation has 

been performed using helium ions. Furthermore, whilst previously reported experimental 

results have indicated that helium ions might not be able to make germanium fully amorphous 

[26], it is worth noting that full amorphisation under helium might have been not observed in 

those works for the simple reason that it requires a relatively high fluence to occur (i.e. in the 

helium irradiation shown in this chapter complete amorphisation was reached at a fluence of 

3.5 × 1017 ions.cm−2 corresponding to approximately 7 hours of irradiation at a flux of 1.4 × 

1013 ions.cm−2.s−1).   

Figure 6.5 shows that amorphisation must be the result of a heterogeneous process as the curves 

and the experimental data points representative of the fa do not describe what would be 

expected if amorphisation was the result of a homogeneous mechanism. As previously reported 

in the literature and also shown in figure 6.2 [25], [125], the curve describing the amorphous 

fraction growth would be steeper if a homogeneous mechanism were responsible for the 

amorphisation process as amorphisation is supposed to occur via the abrupt collapse of the 

damaged material into its amorphous phase. 

However, even when the sample was irradiated by the heaviest ion (xenon), the amorphisation 

build-up was not found to occur solely via an accumulation of amorphous volumes each 

induced by a single ion impact. Thus, precluding what can be considered as a pure 

heterogeneous mechanism (case where m = 0) as the cause for amorphisation. Conversely, as 

the presence of volumes Vα is concluded to be involved in all conditions except for the sample 

irradiated with helium ions, it appears that amorphisation in most situations is due to complex 
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heterogeneous processes involving both amorphous volumes Vα and highly damaged regions 

Vd. 

 

Investigating the presence of amorphous regions within a collision cascade based on the defect 

density determined via SRIM does have the shortcoming that the MC code does not consider 

dynamic processes that might enable defect recombination. However, as the timescales on 

which the recombination of point defects occurs are orders of magnitude longer than the 

collapse of the crystal into an amorphous phase [264], it can be assumed that the IDRAGON 

script based on SRIM provides a reasonable way of determining the direct formation of 

amorphous volumes Vα as its formation must thus precede the defect recombination. 

Additionally, the determination of the recoil density by SRIM, is by itself of fundamental 

interest as it provides a measure of the density distribution of the initially induced damage as 

the starting point for the process that subsequently unfolds and, as addressed below, is relevant 

to the amorphisation process and the dpa threshold. 

4.2. Influence of the distribution of defects on the dpa threshold for amorphisation 
 

As highlighted above, whilst the trend regarding the values of the V and m are what is generally 

reported (i.e. the heavier the ion the smaller is m and the higher is V) [25], [27], [125], [128], 

the comparison between the dpa threshold for amorphisation of the sample irradiated with 

xenon and krypton ions reveals an unanticipated result as it is lower for the case of krypton ion 

than for xenon. Whilst xenon and krypton ions are both relatively heavy ions and therefore may 

transfer a larger part of their kinetic energy per collision, in the germanium target material, the 

transmitted nuclear energy of a 300 keV xenon ion is on average 1.4 greater than this 

transmitted by a 200 keV krypton ion, thus meaning that the overall average energy loss via 

nuclear stopping cannot by itself explain the lower dpa threshold of the krypton case. 
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Furthermore, the electronic loss which is known to be able to retard amorphisation via bond-

rearrangement repair mechanisms [133], is unlikely to be responsible for such discrepancy in 

this energy regime at which the ratio Se/Sn is higher for the sample bombarded with krypton 

than that irradiated by xenon ions meaning that more repair would be induced (based on Se/Sn) 

in the case of krypton. 

Even though a homogeneous mechanism is unlikely for these two relatively-heavy ions, the 

question should be raised as to whether such a mechanism (which, as described in detail in the 

literature review, is based on the energy deposited via nuclear stopping in the material [26]) 

can provide a valid explanation for the relative values of dpa threshold of krypton and xenon 

irradiated-samples. According to [26], the minimum energy deposited required to have the 

whole crystal collapse into an amorphous phase should be similar at room temperature for 

samples irradiated with different ions. As SRIM can calculate energy deposited via nuclear 

stopping per angstrom per ions in eV.Å–1.ion–1, the energy minimum required to make the 

sample amorphous was calculated for each irradiation condition via equation 6.1 (in eV.atom–

1.ion–1). Consequently, it was shown that for the xenon, argon, and neon-irradiated samples the 

calculated threshold energy was between 27 and 29 eV.atom–1.ion–1 whilst it was significantly 

lower for the krypton-irradiated sample at 17 eV.atom–1.ion–1). This result further implies a 

discrepancy between the homogeneous mechanism and the experimental data as unlike what is 

described by this model, the nuclear energy deposition (or dpa) threshold for amorphisation 

did not solely depend on the target material but also on the irradiating species. 

Interestingly, as shown in [116], in heterogeneous mechanisms, the proportionality between 

the number of defects and the amorphisation rate is not relevant as the amorphisation rate 

depends highly on the nature of the collision cascade. As this point is crucial for the 

understanding of this work, it will be explored further here. On heterogeneous mechanisms, 

one important point is that the build-up of amorphous material depends on the atomic 
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displacements induced within the regions which will subsequently go on to form a cluster of 

defects or an amorphous volume [27]. This is supported by several MD simulations which have 

shown that in a heterogeneous mechanism, regions with a high density of defects were 

responsible for amorphisation irrespective of the presence of defects generated outside those 

regions [116]. In the current work this can be considered as the region inside the volume V. In 

other words, according to [116] and to the heterogeneous mechanisms [27], recoils generated 

outside these volumes will not have a major impact on amorphisation. This element, as it will 

be shown below, has a major role on the correlation between the dpa and the threshold for 

amorphisation. Indeed, if the heterogeneous mechanism is the main mechanism contributing to 

amorphisation, then, during ion irradiation there will be displacements which are not induced 

within the highly damaged regions V. Consequently, those displacements which, in the 

heterogeneous mechanism can be considered as not participating in the amorphisation process, 

will still contribute to the calculated dpa threshold even though they can be considered as “non-

amorphising” in the heterogeneous model. As stated in the literature review, one might expect 

the contribution of these so called “useless displacements” on the dpa threshold to be more 

pronounced for lighter ions. Indeed, it has been reported (and is shown in figure 6.6) that the 

lighter the ions were, the more dilute were the collision cascades and the greater the probability 

of inducing displacements outside V [116], [266]. Consequently, it will be likely that heavier 

ions will have a lower dpa threshold as the large number of the displacements they induce are 

concentrated in the regions of densest damage in their cascades and thus may be considered as 

“useful” for the amorphisation build-up. However, the comparison between the krypton and 

the xenon-irradiated samples in the current work seems to contradict this idea even though 

figure 6.6 shows that xenon ions induce larger defect-rich regions, V and Vα. Accordingly, 

consideration of neither of these calculated volumes seems to provide a complete explanation 

for the lower dpa threshold for krypton as their values are more elevated for the case of xenon.  
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Another approach has therefore been made based on the fact that in the heterogeneous model 

the dpa threshold must be related to the number of recoils generated within these volumes (i.e. 

Vα and Vd). Indeed, it must be recalled that whilst the dpa threshold for amorphisation is an 

indicator commonly used to compare how different ion species amorphise a material, it is only 

indicative of the overall number of displacements induced when the material has been 

amophised [267]. Such indicators do not solely capture the displacements generated within Vα 

and Vd, which might be the displacements contributing to the amorphisation process in the 

heterogeneous model. Comparing the displacements induced within these volumes with the 

overall number of displacements for each ion species should give a representative idea of how 

the dpa threshold for amorphisation should compare. Indeed, knowing what fractions of dpa 

can be considered as “useless” displacements is thus the same as knowing the displacements 

that will only contribute to increase of the threshold dpa.  

 

As shown in figure 6.7, for each ion species the percentage of recoils induced within the volume 

Vα has been calculated which, as stated above, is the volume where dynamic annealing has 

been disregarded in the model being discussed here. Such calculations have shown that whilst 

the trend is generally that the calculated percentage of recoils inside Vα is higher when the ion 

mass is higher, an exception is observed when comparing the results relative to the krypton 

conditions which shows the highest value.  
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Figure 6.7: The percentage of recoils induced (a) in Vα and in (b) V as function of the ion mass 

for each irradiation condition. In (c) is shown 1/dpa as a function of the ion mass for each case. 

The ions labelled in (a) and are also applicable for (b) and (c). The lines in (a), (b) and (c) are 

included as guides for the eye.  
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As displacements are not induced only in Vα but in the whole volume V, the same calculation 

has been repeated for V with the results shown in figure 6.7(b). Understandably, in this case, 

as the calculation is not based on Vα, recombination of the defects cannot be disregarded and 

the calculation is thus only qualitative. However, it must be recalled that the calculation 

considers regions which demonstrate a high density of defects. Consequently as according to 

MD simulations reported in [116] and as discussed in the literature review, clusters of defects 

in semiconductors have been shown to be more likely to survive dynamic annealing than 

isolated point defects, the volumes V which include the defect rich volumes Vα and Vd may be 

approximated as being relatively stable. Therefore, it is notable that when comparing the curves 

in figure 6.7(a) and (b) with the evolution of the dpa shown in figure 6.7(c), there is a 

resemblance regarding the evolution of the threshold dpa as a function of the ion mass. These 

results indicate that whilst both krypton and xenon ions have induced relatively dense cascades, 

xenon (which generates more displacements per ion than krypton) tends to induce more of them 

outside the highly damaged region thus resulting in a higher threshold dpa than krypton. Thus, 

this counter-intuitive result regarding the dpa threshold of the krypton and the xenon irradiated 

sample is an additional indication of the major role played by Vd and Vα and thus of the 

heterogeneous process in the build-up of the amorphous layer. This also demonstrates that the 

dpa threshold for amorphisation (as it does not consider the mechanisms involved in the 

amorphisation process) can be a misleading indicator of the propensity of an ion to induce 

amorphisation. In fact, it must be specified that even though the threshold dpa is higher for a 

xenon irradiated sample, the xenon ion was still better able to amorphise the germanium target 

material as amorphisation will be reached with a number of ions per unit volume (D) which is 

more than 45% lower than for the krypton case. 
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4.3. Influence on the stochastic nature of the collision cascade induce by helium 

ions on the dpa threshold for amorphisation 
 

As stated above, it has previously been reported that lighter ions induce more dilute cascades 

[116], [266]. For the case of a very light ion such as helium, the production of regions with a 

high density of defects might at first seem unlikely as the MC calculations have indicated that 

each helium ion induces on average only three recoils in the sample. However, as will be 

discussed below, the irradiation performed with helium ions is a classic example of how an 

average value can be misleading when analysing stochastic events. Indeed, after examination 

of 1000 collision cascades it was shown that whilst 949 ions induce fewer than ten recoils in a 

23 nm target, four ions were able to induce more than 100 recoils and even values of Vα as 

large as 65 nm3. 

Amorphisation build-up can occur even if only a small fraction of the ions contribute to the 

formation of volumes V. Obviously, the rarer these collision cascades, the higher will be the 

number of ions (i.e. the fluence) required to induce the damaged volumes V. In the helium case, 

as only 1% of the helium ions generate more than 50 recoils, it can be concluded that it is the 

stochastic nature of the collision cascades that causes the build-up of an amorphous layer via a 

heterogeneous process. Consequently, it can be stated that there is a “useful” fluence that 

induces amorphisation whilst most of the other ions induce isolated point defects and therefore 

“useless” atomic displacements. This explain the reason why the dpa and the fluence threshold 

for amorphisation for helium are orders of magnitude greater than those of the other inert gas 

ions. Furthermore, the fact that the whole fluence is considered in equation 6.4 instead of the 

“useful fluence” is the reason why the calculated volume V is excessively small (0.17 nm3). 

Indeed, by not taking into account that only a fraction of the fluence contributes to the 

amorphisation build up, the results of equation 6.4 are biased as it calculates only the value of 

V if each of the helium ions were inducing a (small) volume V. This approach can reasonably 
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be applied for other materials and more particularly other semiconductors. For instance, it is 

interesting that using similar in situ methods to monitor the evolution of fa during 60 keV 

helium irradiation of silicon in [25], a similarly small volume V (0.13 nm3) has been determined 

via equation 6.3 and is likely also due to the indirect consequence of the stochastic nature of 

the collision cascades. 

5. Conclusion and remarks 
 

Via the use of SADPs, the fluence and the dpa thresholds for amorphisation of germanium 

samples irradiated with xenon, krypton, argon, neon and helium ions at RT have been 

determined. As the ions used during the experiments have masses ranging from 4 to 132 amu, 

the results presented here will provide a useful set of data for material scientists wishing to 

either amorphise germanium or to avoid such effects. 

Using in situ ion irradiation, the evolution of the SADP has been monitored to determine the 

amorphous fraction fa during irradiation by the inert gases. A correlation between the 

amorphisation rate characterised by the amorphous fraction fa, equation 6.4 and a modified 

version of IDRAGON allowing the analysis of the 3D collision cascades calculated using 

SRIM has shown that amorphisation occurs (mainly) via a heterogeneous mechanism in all 

cases.  It was demonstrated that amorphisation is the result of a complex mechanism which 

involves the accumulation of a single-ion-strike amorphous region within a shell of heavily 

damaged crystalline material requiring m overlaps to become amorphous. 

The observation that the dpa threshold for amorphisation can be lower for a lighter ion 

(krypton) than for a heavier one (xenon) was inconsistent with an amorphisation process based 

on a homogeneous mechanism whilst being in better agreement with the heterogeneous 

mechanism. Indeed, unlike the homogeneous mechanism, heterogeneous mechanisms do not 

solely depend on the overall nuclear energy deposited in the target material as only the 
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collisions induced within the volume V are responsible for participating in the amorphisation 

process. In agreement with this, it was shown that the dpa threshold for amorphisation and the 

percentage of displacements generated within the volumes responsible for amorphisation could 

be correlated, thus, providing further evidence regarding the crucial role played by these 

volumes in the build-up of the amorphous layer. 

The sample irradiated by helium ions became amorphous after a fluence and a threshold dpa 

for amorphisation orders of magnitude above that for all other ions. It was shown in this case 

that the stochastic nature of the collision cascades was key to understanding this. Indeed, whilst 

on average each ion induced only three recoils, the analysis of 1000 collision cascades via the 

MATLAB code showed that rare collision cascades where ions induce more than 100 recoils 

(up to 230 recoils per ion) could induce highly damaged volumes and possibly even amorphous 

regions.  

Lastly, it is worth noting that even if the experimental results have shown that amorphisation 

may have occurred mainly via a heterogeneous model, other contributions cannot be 

completely dismissed. Indeed, the influence of stable point defects generated outside V cannot 

be totally neglected. Such defects may, for instance, interact with clusters of defects or 

amorphous pockets leading either to the growth or the shrinking of their initial volume, as 

suggested in [143] and described in the literature review. Thus, during irradiation, the 

amorphisation rate of the material might be altered depending on the nature and the shape of 

the collision cascade (i.e. the distribution of the point defects within V).  
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Chapter 7: Conclusion 

1. Ion induced bending of nanowires at elevated temperatures 
 

Germanium and silicon nanowires were irradiated by xenon ions in situ in a TEM. By 

performing irradiations at elevated temperatures, it was shown that both silicon and germanium 

nanowires could be bent whilst still remaining crystalline. Such a methodology will potentially 

be beneficial if IIB is to be performed on nanowires for electronic applications which require 

them to be crystalline. Indeed, whilst IIB has been patented in the hope that it might be useful 

for tomorrow’s electronic devices (e.g. the patent belonging to a company which is closely 

related to the electronic industry, Samsung [185]), the effect of annealing on the bent nanowires 

indicates that performing the irradiation at elevated temperatures might be valuable. Indeed, 

without irradiation at elevated temperature it might be impossible to use IIB and obtained bent 

single crystalline nanowires as these either become fully amorphous or suffer shape 

deformation during post-irradiation annealing [80], [177], [184]. Furthermore, these 

experiments have cast doubts on the necessity of the accumulation of point defects and 

amorphous material for the bending of nanowires using an ion beam. 

As the nanowire bent via ion irradiation at elevated temperatures are single-crystals, it would 

be of interest to investigate the detailed atomic arrangement in lattice of the nanowires having 

a curved shape. To do so, collaboration with other laboratories on nanowires bent using the 

MIAMI facilities will enable further study using scanning TEM (STEM) in future works.  

The feasibility of using EELS for band gap examination is currently also being investigated. 

Using EELS might enable the analysis of the nanowires’ band gap and determine whether it 

varies across the curved nanowires. The motive of this procedure is the fact that the presence 
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of internal compressive and tensile stresses within such nanowires might affect the electronic 

band structure.  

Furthermore, instead of using inert gases, it might be of interest also to use dopant ions to 

simultaneously dope and bend the nanowire. As explained in the literature review, two main 

outcomes are likely to be observed: a better activation of the dopant (as reported in the 

experiments by Fukata et al. [33]) and a possibility for the nanowire under stress to become 

optically active due to the combination of stress and also facilitated by the heavy doping (as 

reported in [242]). 

2. 1. Ion induced bending of nanowires at RT and subsequent 

annealing 
 

Germanium nanowires were irradiated at room temperature and subsequently annealed at 

440°C. Using MC calculations, it was shown that the bending direction could be correlated to 

the ratio between the damage depth and the nanowire diameter. Apart from the applied interest 

of showing a way to control the bending direction, the results in chapter 5 also have 

fundamental importance as the experiments have studied the bending direction in the context 

of the mechanisms proposed in the literature. Indeed, it was shown that several of these 

mechanisms compete and that the bending direction is determined by the outcome of a 

competition between some or all of these. 

Subsequent annealing showed that the shape of the germanium nanowires changed during 

SPEG. Interestingly, the shape deformation during SPEG was dependent on the initial bending 

direction as an increase of the curvature was observed in nanowires which were bent towards 

the ion beam, whilst those bent away tended to unbend. The shape deformation during 

annealing was proposed as being associated with the main mechanism which initially causes 

the bending during irradiation at room temperature.  
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These experiments showed that annealing could be used to prevent the bending (when it is an 

undesired effect of ion irradiation) but conversely could be problematic when the bending is 

desired. 

Future experiments should be performed to verify how the threshold ratio of damage depth to 

nanowire diameter changes with energy, ion species and temperature. Indeed, such parameters 

should influence both the damage and the dynamical rearrangement of the defects within the 

nanowires, and thus the bending behaviour. (By influencing the outcome of the competition 

between mechanisms). 

As with the nanowires irradiated at elevated temperature, for the RT-irradiated nanowires it is 

also planned to analyse them using STEM to determine the distribution and the arrangement 

of defects in nanowires bent away and towards the ion beam. Heating these nanowires in situ 

in a STEM would allow monitoring of the evolution of defects during the subsequent shape 

transformation. Lastly, it is of interest to evaluate whether the shape of fully amorphous bent 

nanowires could evolve if the annealing temperature is elevated enough to induce RNG. 

However, it is worth noting that experiments currently performed in the MIAMI-2 facility are 

showing that RNG in germanium nanowires typically occurs at a much higher temperature than 

in the bulk. 

3. Amorphisation 
 

Irradiations were performed using inert gases on germanium samples within the MIAMI-2 

facility. The samples prepared via PIPS became fully amorphous as a result of the ion 

bombardment. The evolution of the amorphous fraction during irradiation was monitored using 

diffraction patterns. Furthermore, the collision cascades (from MC calculations) were analysed 

in 3D.  
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From the comparison of the experimental data and the analysis of the 3D collision cascades, 

the mechanism for amorphisation was deduced to be a heterogeneous mechanism where 

amorphisation occurs via the overlap of dense defect regions as well as accumulations of 

amorphous pockets induced by single ion impacts.  

It was also shown that such a mechanism means that the trend for the dpa threshold for 

amorphisation does not always follow what is normally accepted; that is that the heavier the 

ion, the lower the threshold dpa. The reason for this observation was shown to be the result of 

the dissimilarity between the overall number of atomic displacements (given by the dpa) and 

the actual atomic displacements directly involved in the heterogeneous mechanism. Indeed, it 

was demonstrated that if an ion species induces a large number of atomic displacements outside 

the regions participating in the build-up of the amorphous fraction, the dpa threshold might be 

particularly high due to a large number of “useless-for amorphisation” displacements. 

Conversely, if a large proportion of atomic displacements are involved in the amorphisation 

process, the threshold dpa will be relatively low as observed in the case of the sample 

bombarded by krypton ions. 

The case of the sample irradiated with helium ions showed that the stochastic nature of the 

collision cascades was of utmost importance as amorphisation could not be predicted using the 

average collision cascade induced by such light ions. Instead, the amorphisation was shown to 

be dependent on the more exceptional instances where a helium ion induces much more 

damage that in an average cascade.  

In future work, similar analyses of collision cascades should reveal other irradiation conditions 

where the dpa threshold for amorphisation does not follow the typical trend described above. 

This may arise in germanium with ions of different energies or mass but also in other materials 

such as silicon. Consequently, after preliminary MC calculations, a set of such situations could 
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be revealed and experiments could subsequently be performed to confirm the conclusion 

suggested by the MC calculations. 

Furthermore, it will be interesting to perform experiments at lower flux in order to induce 

isolated damage clusters and/or amorphous pockets via single impacts. The sample then 

irradiated could be studied using X-TEM as a way of giving an insight into the real damage 

induced in the sample (as opposed as the damage calculated via models and MC calculations). 

This should ultimately lead to a more accurate way of describing amorphisation as well as 

better ways of interpreting the MC calculations. 
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Appendix 
 

As with the germanium nanowires, single crystalline silicon nanowires were irradiated at 

elevated temperatures to induce bending whilst preserving their single crystalline characters. 

The nanowires, which, were also deposited onto a molybdenum grid via the method described 

in chapter 3 had lengths ranging from 300 nm to 5 µm and diameters from 30 nm to 70 nm.  

For these experiments the irradiation condition were slightly different as the nanowires were 

irradiated with 40 keV xenon ions, with a flux of 4.8×1012 ions.cm–2.s–1 at a temperature of 

500°C. Figure A.1 shows a superimposition of images of a silicon nanowire during irradiation 

and the SADP of the nanowire before and after irradiation. It is, thus observed that the nanowire 

has bent and remained single crystalline as evidenced by the inset SADP. 
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Figure A.1: Superimposition of BF-TEM images captured from a video during 40 keV xenon 

ion irradiation in situ in the TEM inducing the bending of the silicon nanowires at 500°C. The 

SADPs before irradiation and after irradiation are shown to illustrate the single crystalline 

character of the nanowire after bending. 


